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DISCLAIMER 

This document was prepared as an account of work sponsored by the United States 
Government. While this document is believed to contain correct information, neither the 
United States Government nor any agency thereof, nor the Regents of the University of 
California, nor any of their employees, makes any warranty, express or implied, or 
assumes any legal responsibility for the accuracy, completeness, or usefulness of any 
information, apparatus, product, or process disclosed, or represents that its use would not 
infringe privately owned rights. Reference herein to any specific commercial product, 
process, or service by its trade name, trademark, manufacturer, or otherwise, does not 
necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States Government or any agency thereof, or the Regents of the University of 
California. The views and opinions of authors expressed herein do not necessarily state or 
reflect those of the United States Government or any agency thereof or the Regents of the 
University of California. 
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ABSTRACf 
We present results on the electron excitation energies of solid C60 calculated using a first
principles quasiparticle theory. The effects of electron correlations and molecular orienta
tiona! disorders are included. The single-particle properties of solid C6o are found to be 
well described in a quasiparticle band picture with orientation disorders. Electron-hole 
interactions are shown to be very strong in optical processes resulting in Frenkel excitons 
and sizable difference between the optical and photoemission gaps. The electronic and 
structural properties of carbon and other nanotubes are also investigated. Total energy 
results predict that the tubules are stable with respect to the formation of strips down to 
very small radii. Hybridization of the <J* and 1t* states is shown to be as important as 
band-folding effects in determining the metallicity of small radius tubules. 

1. Introduction 

The electronic properties of solid C60 have been a subject of numerous experimen
tal and theoretical investigations I. Issues of importance include the size of the energy gap, 
the degree of band dispersion, the nature of electron correlation effects, and the effects of 
electron interactions and molecular orientation disorder on optical and photoemission prop
erties. Photoemission experiments have given conflicting interpretations on the width of 
the electron bands, and optical and photoemission experiments yielded different band gap 
values indicating strong electron-hole interactions2-8. For the carbon nanotubes, although 
there are presently few direct experimental data, their electronic structures have been pre
dicted to be highly unusual and sensitive to their geometric structures9, varying from 
metals to semiconductors depending on size and chirality. Furthermore, single-wall 
tubules with a narrow distribution of diameters have been synthesized recentiylO. 

In this shon review, we discuss some results of electron excitation energies in 
undoped solid C6Q calculated using an ab initio quasiparticle approach 11. The approach is 
based on an expansion of the electron self energy (the many-electron correction to an elec
tron excitation energy) to lowest order in the dynamically screened Coulomb interaction, 
the so-called GW approximation. We also present results on the small-radius single-wall 
nanotubes. Questions of structural s~bility and effects of cr-1t hybridization are examined. 

2. Band Gaps; Photoemission, and Optical Properties of Solid C60 

We investigated 12 the electronic structure of solid C60 in three different geometric 
structures: a hypothetical Fm3 structure with all the molecules identically oriented in an fcc 
lattice, the experimental low temperature Pa3 structure with four molecules per cell, and the 
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room temperature randomly oriented structure. The calculations of the electron excitation 
energies were carried out for the Fm3 structure using the ab initio quasiparticle self -energy 
method developed in Ref. 11. A Slater-Koster Hamiltonian was obtained by fitting to the 
Fm3 quasiparticle results. This Slater-Koster Hamiltonian was then used to examine the 
effects of molecular orientation and to compute direct and inverse angle-resolved photo
emission spectra. 

Photoemission experiments3-6 have given values of 2.3-2.6 eV for the band gap of 
solid C6Q. These values are significantly different from that of a 1.83 e V gap observed in 
optical experimentS and a theoretical value of -1 e V from local density functional (LDA) 
band calculations13. Another interesting experimental finding is the apparent lack of dis
persion in the spectral peaks in angle-resolved photoemission spectra3,7. This observation 
has been used by some as evidence for nondispersive bands in this material. 

Figure 1 compares the calculated quasiparticle HOMO (H u) and the first two 
LUMO (Tlu and T1g) bands in the Fm3 structure with the LDA results. Many-electron 
effects give rise to two major corrections to the LDA results. The energy gap is enlarged 
by a factor of two from 1.04 eV to 2.15 eV. This enhancement of the gap brings the theo
retical result into good agreement with the photoemission data and is consistent with trends 
in previous quasiparticle calculations for semiconductors and insulators. The self-energy 
operator seen by a quasielectron is very different from that of the quasihole. The many
body effects are not reproduced well by the simple LDA exchange-correlation potential 
which depends only on the local electron density. Another notable many-body correction is 
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Fig. 1. Fm3 band structure of solid C6() obtained 
in LDA (a) and in quasiparticle approach (b). 
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Fig. 2. DOS of solid C6() based on LDA results, 
quasiparticle results, and exper1rmental data5. 
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that the band widths of both the HOMO and LUMO complexes are increased by 
approximately 30%. 

The quasiparticle and LOA density of states are presented in Fig. 2 along with typi
cal room temperature photoemission (PES) and inverse photoemission (IPES) data5. The 
theoretical results are for the random structure and were simulated using an ensemble of 
supercells containing 512 C60 molecules. Orientation randomness basically removes the 
sharp features existed in the density of states (DOS) of the ordered Fm3 structure without 
significantly altering the band gaps and widths. We note the remarkable improvement in 
agreement with PES/IPES results for the quasiparticle results as compared to LOA for both 
the minimum band gap and the Hu- T1u peak-to-peak distance. The present theory 
correctly calculates the excitation energies as the energies needed to add a quasiparticle or 
quasihole to the interacting many-electron system. 

To obtain the optical gap, one must add in the interaction between the quasielectron 
and quasihole. We used a simple model Hamiltonian14: 

H = He + Hh + He-h , (1) 

where He and Hh are tight-binding Hamiltonians for the independent Hu quasiparticle and 
Ttu quasihole states given above. The third term is a screened electron-hole Coulomb in
teraction. For electron and hole at different molecules, He-h is given by the bare Coulomb 
interaction screened by the C60 lattice in a self-consistent point-dipole model. The intra
molecular interactions are taken to be the Lowdin 7t-7t Coulomb integrals in quantum 
chemistry, but scaled by a single-parameter to match the known on-buckyball attraction 
measured in the gas phase15. 

Within this model, electron-hole interactions are found to be very large, resulting in 
a series of Frenkel exciton bands deep in the quasiparticle gap. For the singlet states in the 
Pa3 structure, the lowest exciton level is of T2g symmetry with excitation energy of near 
1.6 eV and wavefunction mostly localized on a single molecule14. This large exciton 
binding energy explains the observed discrepancy between the quasiparticle gap and optical 
absorption threshold. Further, we find the onset of the triplet exciton series is at 0.26 eV 
below that of the singlet series, in good agreement with the observed singlet-triplet splitting 
of0.28 evi6. 

Angle-resolved photoemission spectra were simulated by computing the k-depen
dent quasiparticle DOS for an ensemble of ten, randomly oriented 12x12 surface primitive 
cells that were 6layer thick, oriented in the (111) direction. Such spectra may be compared 
to the angle-resolved inverse photoemission · (ARIPES) results in Ref. 7 on epitaxially 
grown C60 films. The calculated spectra in the r-K-M direction of the surface Brillouin 
zone are given in Fig. 3a. We note that even though there are several dispersing bands in 
the T1 u and the T1g complexes, the calculated spectral peaks show negligible kn 

·• dependence. In Fig. 3b, the dispersions of the theoretical peaks are compared with those 
reponed in Ref. 7. The absence of strong, visible dispersion effects is seen in both theory 
and experiment. Thus the dispersive Ttu and Ttg states can lead to apparently non
dispersive ARIPES spectra. The absence of dispersion in the spectra is caused by several 
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Fig. 3. Si~ulated angle-resolved inverse photoemission spectra for the Ttu and Ttg complexes in the f-K.
M direction (a); peak position as function of kg (b). Experimental data are from Ref. 7. 

factors: orientational disorder, the required Brillouin-zone integration normal to the 
surface, finite-resolution effects, and the multi-band nature of the complexes studied. 
Hence, it would be incorrect to deduce that this is an extremely narrow-band system based 
solely on non-dispersive ARIPES data. Also, the results are in good agreement with 
experiment both in the peak widths and the peak-to-peak distance between the T1u and Tlg 
complexes. This level of agreement is achieved only when the energy-dependent self
energy corrections are included in the quasiparticle energies. As mentioned above, the 
corrections lead to an -30% increase in the band widths and in the separation between the 
T1u and Tlg complexes. 

For the HOMO complex, our calculated the k-dependent DOS predicted 12 that the 
band features should be observable in photoemission experiments with fine angular 
resolutions. Recent high resolution ARPES experiments 17 have indeed observed dis
persive features consistent with a bandwidth given by the quasiparticle calculation. 

3. Nanotubes 

We focus the discussion here on small diameter single-wall nanotubes which, for 
carbon, have been synthesized recently using transition metal catalysts10. Our LDA 
calculations 18 revealed that carbon tubules are energetically stable with respect to strips 
down to quite small radii. For example, for a (6,0) tube (in the notation of Saito et afJ) 
with diameter of d=4.78 A, its calculated energy is lower by more than 0.2 eV/atom 
compared to that of the corresponding strip. The elastic energy in the tubule (which scales 
as d-2) is still considerably lower than the dangling bond energy in forming the strips at 
d-4 A, in agreement with a previous classical force-field calculation19. 

The large curvature of the small diameter tubes results in the hybridization of the a* 
and 1t* states18. The electronic properties of small tubes are significantly altered from 
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those obtained in previous tight-binding (TB) T-'-I 1 B d (l V) f 1 ted bo tube . S 1 d"fi d 1 1 . J.cw e . an gap me o se ec car n s. calculations. trong y mo 1 1e ow- ymg 
conduction band states are introduced into the Tubes 1B LDA 
band gap of insulating tubes because of strong 
cr*-1t* hybridization. As a result, the LDA 
gaps of some tubes are lowered by more than 
50%, and the (6,0) tube which previously 
predicted to be semiconducting is shown to be 
metallic. (See Table 1 ). The band structure 
and DOS for the (6,0) are shown in Fig. 4. 

(6,0) 
(7,0) 
(8,0) 
(9,0) 

0.05 
1.04 
1.19 
0.07 

(-0.83) 
0.09 
0.62 
0.17 

The state labeled (a) is especially interesting. ·It corresponds to a strongly hybridized cr*-1t* 
state (see Fig. 5) whose energy at r is 0.83 eV below the doubly degenerate. State that 
forms the top of the valence band .in TB calculations. 

Similar calculations20 for nanotubes of BN and other combinations of B, N and C 
have been carried out. We find that, for BN, BC3, and BC2N, the relative energy differ
ences between a tubule and a sheet and between a tubule and a strip are very similar to 
those of the carbon tubules of similar diameters, making the experimental synthesis of these 
tubules likely. However, in contrast to the carbon tubes, we find that all BN tubes are 
insulators and have a nearly constant quasiparticle band gap of -5.5 eV independent of 
diameter and helicity for tubes with d ~ 9.5 A. Funhennore, the bottom of the conduction 
band of the BN tubes is predicted to be a new type of free-electron:-like tubule state with · 
wavefunction concentrated in the interior of the tube. 

4. Summary 

We have performed ab initio calculations on the energy gap and quasiparticle ener-
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Fig. 4. Band strucwre and DOS for the carbon 
nanotube (6,0). 

Fig. 5. Charge density of state (a) in Fig. 4. · 
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gies in solid C60 showing that both many-electron and molecular orientation disorder 
effects are important. The single-electron excitation spectra of this material may be under
stood in a standard quasiparticle band picture. The description of the optical gap however 
requires the inclusion of electron-hole interactions (exciton effects). We have also per
formed studies on the electronic and structural properties of the carbon nanotubes using the 
LDA and uncovered a large CJ-7t hybridization effect on the metallicity of small diameter 
tubes which is as important as band-folding effects considered by earlier theories. Further 
our total energy calculations show that formation of other nanotubes such as those involv
ing B, C, and N may be possible. 
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