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ABSTRACT 

A direct-current-arc plasma torch was used to subject sized 

particles of synthetic sapphire in the range of 9 to 124 microns to rapid 

melting and resolidification. The spherical particles resulting from 

the solidification of completely molten droplets were separated from 

the partially melted particles in order to study the formation of meta·

stable crystalline phases of alumina from the liquid droplets subjected 

to rapid cooling. A fraction of these spheroidized particles showed 

various degrees of bubble formation. 

The size and apparent density of the spheroidized particles and the 

ambient temperature conditions experienced by the liquid droplets dur ·

ing cooling were used as parameters in determining quenching rates. A 

hypothesis based on the kinetics of nucleation of the crystalline solid 

phases born the supercooled liquid droplets is proposed to explain the 

ratio of metastable phases to the stable a phase. Experimental data 

relating this ratio with quench rates of the liquid droplets show reason

able agreement with the proposed hypothesis. 
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I. INTRODUCTION 

In many fundamental studies of ceramic systems, uniformly 

sized single -crystal particles have been used. In analyzing the results 

of such studies, the geometric shape of the particles presents problems 

that are not always resolved by assuming these random-shaped particles 

to be spheres. Thus, the need for spherical particles has always been 

felt. In recent years spherical particles have beeri produced .by various 

means. Mechanical devices such as grinding have yielded single -crystal 

spheres in the millimeter range but are not capable of producing spheres 

in the micron range. These techniques are unsuitable for the produc

tion of comparatively larger quantities of spheres for experimental 

purposes. Flame melting techniques using both oxygen-hydrogen 

torches 1 and in recent years the direct-current-arc plasma jets
2 

have 

been used to produce spheroidized particles of a large number of high

melting-temperature metals, metal oxides, metal carbides, etc. But 

the problem of producing single -crystal spheres in the range of 1 to 

100 microns has remained unsolved. 

A crystalline sphere can be made by allowing a liquid droplet of 

the material to solidify. However, to achieve a single crystal the 

nucleation and grain growth characteristics must be such that when one 

nucleus is formed, it immediately grows to convert the whole sphere 

volume to a solid. High grain-growth rates of crystalline phases re

quire the fluidity of the liquid to be high. Metal droplets have been con

verted to single crystals in this manner. 3 The fluidity of molten alumi

num oxide, an important ceramic, is comparatively high. 4 Therefore, 

an attempt was made to produce single -crystal aluminum oxide spheres 

in the range of 10 to 100 f.L by the use of a direct-current plasma jet as 

the heat source. 

Aluminum oxide has been spheroidized in both oxygen-hydrogen 

torches 1 and in direct-current-arc plasma jets. 2 Flame spraying of 

alumina coatings on both a commercial and laboratory scale has also 

used these two devices. 2 • 5 During these processes both stable a 

alumina and metastable phases of alumina have been observed in the 

melted and resolidified material. 



-2-

Alumina has one stable phase, a, between room temperature 

and its melting point. 6 X -ray diffraction studies up to 2000°C have not 

shown the existence of a high-temperature modification. 
7 

Various 

metastable phases of near anhydrOUS Or anhydrOUS alumina ('y, 0, 8, K, 

X• and T]) have been identified. 6• 8• 9 Most of these phases are formed 

by the decomposition of various alumina salts such as hydrates, sul

fates, nitrates, etc. In the absence of stabilizing impurities, the meta

stable phases are all converted to a -Al
2

0 
3 

at approximately 1200° C. 

When a-Al
2
o

3 
is heated above 2000°C, it has been reported that a 

highly defective structure is formed. 
10 

This has been interpreted to be 

the result of structural breakdown near the melting point, as has been 

observed in a number of c~ystalline solids, 11a and not as the formation 

of a new phase. 

Plummer 1 1n spheroidization studies using an oxygen-hydrogen 

flame hypothesized that metastable solid phases would be formed from 

the liquid because of the greater mobility of aluminum ions relative to 

the oxygen ions in the crystal and the possible decreased coordination 

number of aluminum ions in the liquid. 

The liquid can be thought to contain mo~t aluminum ions in 

tetrahedral coordination with the oxygen ions, while a small fraction are 

also in octahedral coordination, the latter being in the lower free

energy state. During cooling, these tetrahedral and octahedral groups 

o£ oxygen ions could first pack into a double layer of close-packed ions. 

With slow cooling, the aluminum ions in such a layer, due to their 

greater mobility, could move to the lower energy octahedral positions. 

The third and subsequent layers of close -packed oxygen ions could then 

be added so that the aluminum ions continued to move into octahedral 

positions, resulting finally in a corundum structure of the a phase. In 

case of rapid cooling, however, no time for the rearrangement of the 

aluminum ions would be available, and tetrahedral groups of oxygen 

ions would be quenched in from the liquid to result in approximately 

cubic close-packed structures, characteristic of the metastable phases 

of alumina. 

In this investigation the kinetics of nucleation and growth of 

metastable and stable a alumina phases, resulting from the 
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thermodynamic driving forces, is ·suggested as being the controlling 

factor in determining the crystalline phase present after solidification 

of a liquid droplet. It is also observed that a suitably controlled, slow 

rate of cooling of the liquid droplets results in formation of single

crystal spheres of the a. phase. 
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II.. THEORY 

A. Steady -State· Nucleation 

The free-energy relationships between a. liquid and two crystal

line solid phases .are diagrammatlcally illustrated in Fig. 1. The 

lowest free energy determines the stable phase at any equilibrium tem

perature, T .. If one solid phase, A, has its. free energy related to that 

of the liquid as shown, then the other s91id phase, B, may appear as a 

stable phase at high temperatures or be at all times unstable relative 

to A. These two conditions are represented by the two dashed curves. 

When B is stable at high temperatures, the transformation (A....., B) 

o~curs and B is known as the high-temperature phase. The interse.c

tion of the B curve with the free energy curve for the liquid is the equili-

-brium melting temperature of the solid, TmBi' When B is unstable 

relative to A, a pseudo melting temperature of B, Tm , is evident as .. , B~ 

shown, and T m A is the equilibrium melting teiTl.perature of the crystal c-

line solid. 

For alumina, where the alpha phase is reported stable up to the 

melting point, each of the metastable phases of interest in this study 

(B, 6, and' 'Y) has a pseudo melting temperature lower than that of the 

4lpha phase. The free-energy relationship of each of these metastable 

phases behaves as shown by the upper dashed curve of Fig. 1. 

Classical theory of homogeneous nucleation as developed by 

Volmer, Becker, and Dorin:g 12 and applied to the liquid-solid transition 

gives the steady-state nucleation rate as 

( 1) 

Here I is the number of nuclei appearing pet crh3-sec, n .is the number 

of molecules per crn3 of liquid, n: is the number of molecules on the 

surface of a stable nucleus, a is the solid-liquid interface energy in 
I ~ 

ergs/crn
2

, L::l.Hf is the volumetric heat of fJ.sion in ergs/cm
3

, k is 

Boltzmann 1 s constant, h is Planck 1 s constant, T is the equilibrium 
m 

melting temperature in °K, T is the actual liquid temperature in °K 

where nucleation is occurring, En is the activation energy for diffusion 
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Fig. 1. Plot of free energy vs temperature for the liquid 
and two solid crystalline phases, A and B, of a substance. 
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in the liquid, which for convenience may be taken as the activation 

energy. for viscosity in liquid alumina,
4 

and (T - T) is the degree of m . 

supercooling. 

If there exists the possibility of nucleation of two different solid 

crystalline phases (a, the stable species, and m, a metastable species) 

which have different constants a, Tm' and .6-Hf in Eq. ( 1), then the 

relationship of the nucleation rate. vs temperature between these two 

phases may be as shown in Fig. 2a. The metastable phase may have a 
i 

nucleation rate as shown by I , which is always lower than I. unless 
m a 

I crosses I as shown. For the latter case, at temperatures above T,c 
m a 

the nucleation of a is favored, . and below T the nucleation of m is 
c 

favored. In the case of several metastable species, several curves 

corresponding to different species may be drawn as .in Fig. 2b. Under 

equilibrium conditions, the relative values of I at any temperature T 

determines the nucleation probabilities of the species m
1

, m 2 , m
3

, etc. 

Appendix I.A gives a calculation based on known and assumed values of 

the constants in Eq. ( 1) and lends reasonable credibility to the above 

assumptions for the nucleation of crystals in liquid aluminum oxide. 

B. Non-Steady-State Nucleation 

When used to melt and spheroidize a crystalline feed, the de 

plasma jet imposes dynamic conditions such that the exact time

temperature history is impossible to determine. Furthermore, Eq. ( 1) 

is the "steady- state 11 solution of the more general time -dependent 

equation describing nucleation of a solid crystalline phase from a 

liquid. 11b However, Hillig 13 and Kantrowi'tz 14 showed that, in the more 

general time -dependent solution, the fluidity of the liquid determines 

the time for the higher transients to subside and for the "steady-state" 

condition to be attained. Similar calculations made in Appendix I.B 

indicate that the "steady-state" nucleation rate should be attained in 

less than 1 !-!sec. On the other hand, estimates based on photographic 

measurement of the velocity of the particles emerging from the plasma 

jet indicate that particles are subjected to a heating and cooling cycle of 

approximately 1 msec, the cooling period making the major contribution. 
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Fig. 2. Plot of nucleation rate vs temperature for (a) two 
solidifying phases, a. and m, and (b) several solidifying 
phases, m. and a.. 
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Therefore, Eq. ( 1) may be used to explain the existence of metastable 

phases provided the temperature, T, be replaced by an estimated func

tion of time T(t). This estimation can be based on the calculated heat

transfer characteristics of a liquid droplet. 

Consider a drop of liquid of volume v, cooling down from a 

temperature above its melting point in such a. manner that as soon as n 

nuclei of a cryst~lline solid phase appear, they grow at a rate, G , . v 
sufficient so that the drop· is totally converted to the solid before further 

nucleation occurs. Then n, the number of crystals in the solid, is 

given by 

n = v 

G T v 

~ 1' ( 3) 

where v is the volume of the liquid drop in cm
3 , Gv is the volumetric 

growth rate per nucleus in cm3 /sec, and 'T is a small but finite time 

interval during.which the solidification process is completed. There

fore, v/n = Gv'T is the average grain size in cm.
3 

in the solidified 

droplet. 

If (a) the growth rate, G , of a particular crystalline phase . v 
after nucleation has begun, is constant over the temperature range 

through which the droplets begin and complete the solidification process; 

and (b) the average time, 7, required for the liquid to be converted to 

a particular phase, is also constant, then G 7 = v/n can be assumed to 
v 

be constant. For liquids of low viscosity, assumption (a) is reasonable, 

and calculations (Appendix II.A) show that 7 is not likely to vary much 

. with particle size in the range of interest. 

Let N be the number of cooling liquid droplets at a time, · t, 

after all droplets are at a reference temperature, for exa-mple T . 
m 

Then we define a function of time, F(t), such that 

N = N
0 

F(t), (4) 

where N
0 

is. the number of liquid droplets at t = 0, F( t) = 1 at t = 0, and 

F( t) = 0 at t = oo • 

Since the rate of solidification of the liquid drops equals their 

rate of disappearance from the liquid state, then in a small interval dt 

..... 
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about t, the volume of liquid drops disappearing py solidification equals 

the rate of solidification multiplied by the time interval, dt; or 

-dN = I(t) N(t) ~ dt. ( 5) 
n 

3 Here I(t) is the number of nuclei appearing per em -sec, N(t) is the 

number of liquid droplets o'f equal size, v is the volume of a liquid 

droplet in cm3 , n is the number of nuclei required to convert the 

droplet to a solid, and 

dN v 
--=IN-

dt n 

Differentiating Eq. (4) and equating it to (6), with the sign 

changed, we get 

From (4) and ( 7) we get 

-IN v 
n 

( 6) 

( 7) 

N
0 

.5!_ F(t);, -IN ~ F(t). (8) 
dt 0 n 

Integrating and applying initial conditions we get 

F = exp [- ~ J:(z)dz]. (9) 

If both a stable species a and a metastable species m can 

nucleate from the liquid, then the total nucleation rate I(t) is given by 

the sum of the respective nucleation rates 

I( t) = I ( t) + I ( t) . 
a m 

( 1 0) 

Also the function F(t) is of the form 

F( t) = F ( t) F ( t) 
a m 

( 11) 

so that 

( 12) 

Let us define N and N as number of solid droplets of phases a and 
a m . 

m, respectively, and assume that one liquid droplet solidifies into one 

particular phase, since the estimated growth rates (Appendix II.A) are 

very rapid. 
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Then the number of drops of a phase formed is given by 

dN =I N ~ dt 
a a n ' 

( 13a) 
a 

where N is the total number of liquid droplets, v is the volume of each 

droplet, n . is the number of nuclei of a phase appearing before the 
a ~ 

whole drop is converted to a phase, and 

From Eq. (9) we write 

dN .=I N 
m m 

v 
n 

m 
dt. 

' 
F = exp [- ; f I(z)dzl 

where n is an average number such that 

I ~=I v 
a n...t 

n a 

Then from ( 14) and ( 15) we have 

= F F , 
a m 

+I 
v 

m n 
m 

( 13b) 

( 14) 

(15) 

as defined in Eq. ( 11). Therefore, from ( 13a) and ( 1.3b) we can write 

dN 

dt 

a = I v 
a n 

a 
N

0 
F( t) = N

0 
.:!._ I F 
n a a 

a 
F 

m 

Im(z)) .] 
dz . 

n 
m 

Integrating Eq. ( 16) and taking limits from t = 0 to t = oo, we have 

and similarly 

N 
m 

00 00 

I= J 
0 0 

v 
n 

m 

I (z) I (z) 

[ 

t - ] 

exp -v J( :n + ';;m )dz dt, 

( 16) 

( 17a) 

( 17b) 
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Equations ( 17a) and ( 17b) give the fractions of the original number of 

liquid droplets, converted to the respective phases. Therefore, the 

ratio of the metastable solid phase to the stable solid phase expecteu m 

the finally solidified liquid droplets is 

00 

N ( t) I m 
0 R = ( 18) 
00 

N (t) I a 0 

In Eq. ( 18) we assume that none of the particles converted to the meta

stable phase is retransformed back to the stable a phase. 

C. Thermal History of Cooling Liquid Droplets 

Plummer1 and the writer, as will be shown later, have observed 

that completely melted alumina particles, when resolidified, show vary

ing degrees of porosity, which allows the assumption that some of the 

liquid particles while cooling can be considered as hollow spheres. 

The problem then is determining the cooling history of hollow liquid 

spheres of internal and external radii of ro and r, respectively, which 

at time t = 0 are at a uniform reference temperature, for example 

T m . It was realized that different droplets are heated to different 
a 

temperatures, but since the analysis was mainly concerned with the 

cooling rates in the droplets near the solidification temperature, it is 

sufficient to consider a starting reference temperature and ignore the 

preceding thermal history. 

In proceeding with the heat-transfer analysis of the cooling 

liquid droplets, a very simplified approach was used and a number of 

assumptions made regarding the mechanism of heat transfer. The 

basis of the assumptions is indicated in the calculations made in 

Appendices III.A and B. 

For a small particle of an optically transparent material cooling 

in the temperature range of interest, it can be shown that radiative 

heat transfer plays a very minor role and hence can be neglected 

(Appendix III.A). 
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A simple heuristic approach can be used to determine the 

particle 1s temperature history (see Appendix III.C), if, _on being sub

jected rapidly to ambient conditions, a molten spheric;;t.l shell experi

ences resistance to heat loss bothby conduction and convection. If in a 

hollow spherical shell steady-state temperature gradients are rapidly 

established, then. the surface heat flux, q, is given by 

q 
1 

h 
s 

( 19) 

Here q is the heat lost by the hollow sphere in cal/ sec, r is the outer 

radius of the sphere, r 
0 

is the inner radius of the sphere, kL is the 

thermal conductivity of the liquid, h . is. the surface heat-transfer coef-. s 
ficient, and ~T is the temperature difference between T A' the outside 

ambient temperature, .and Ti' the temperature of the inner surface .. 

Equation ( 19) does not hold as r 
0

/ r-+ 0. 

If T is taken as the mean temperature of the particle, then let 

( T- T A) =a( Ti-T A)' where a is a constant less than unity. We can 

then describe the cooling of the particle as 

dT heat removed t t -mC -· = X empera ure difference forcing heat removal. 
p dt sec - °C (20) 

If T A is a function of time, T A(t), we can combine Eqs. ( 19) and 

( 20) and get 

3 4 'IT r 

3 
( 21) 

here m is the mass of the particle, Pa is the particle density 1 and Cp 

is the specific heat of the particle. Putting 

3 

aC pr[ r-rO +his] 
P a kL r0 jr 

= 
. f(p a' r) 

= A.. ' ( 21a) 
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f(p , r) 
a [ 

r-r 
0 + _!__] 

h_ ' 
s 

Imposing the initial condition T = T at t = 0, where T is a reference 
m m 

temperature, we have the solution 

t 

T (t') dt' 
A 

T = Tme -A.t +A e -A.t J eU' T A(t') dt'. 

0 

( 23) 

. bt 
If T A(t) is of the form T 

1 
+ T 

2
e- , where T 

2 
may be either 

negative or positive indicating a falling or rising ambient temperature, 

respectively, we have the solution 

-At -A.t T 2 A -bt -A.t 
T = T me + T 

1 
( 1 - e ) + -- ( e - e ) ( 2 3 a) 

A-b . 

Expanding e-At and neglecting cubes and higher powers of A.t, we get 

T o T m - { ( T m - T 1) ( 1 - ~t) -T 2 [ 1 - (>.;b) t]} H ( 24) 

If the term in the brackets, which is a function of t, can be replaced by 

a mean value, we can s~t this term equal to B, where 

B = {( T - ~ ) (1 - At) - T [1 m 1 2 · 2 

in which t is a mean time. Thus we have 

T=T -BAt 
m 

(A+ b) 
2. 

D. The Ratio R, of Metastable to Stable a Phase 

( 25) 

Equation (25) describes approximately the temperature of a 

hollow liquid particle cooling in a changing ambient temperature. It is 

valid until stable nuclei of a solid crystalline phase begin to appear and 

grow. Thereafter, the temperature history becomes complicated, 
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because of the release of the heat of fusion. This also implies that the 

nucleation-rate ratio I ( T)/I ( T) at a particular temperature, T (in 
m a 

Fig. 2a), is stabilized momentarily. Hence, there is greater likelihood 

of the liquid drop being converted completely. into the crystalline phase, 

whose nuclei appear first. 

We can now rewrite Eq. ( 18) as 

00 

[-vI c~~z) I (z)) ] J Irri( t) exp + m dz dt 
n 

n m 
R= a 0 

( 26) 
n 00 [ j cn(z) lni(z)) ] m J I a ( t) exp -v -- + dz dt n n 

0 0 
a m 

where I ( t) and I (t) are given from Eq. ( 1). Rewriting these expres-
a m · 

sions and substituting T as a function of ti~e, we get 

I (t) = C .exp[. -16 'IT (ja3 T~a - En ] 

a v 3k(T -BH)(BH) 2 L::..H 2 k(Tm -BAt) , 
m f a 

a a 
>:< kT . . 

where C = n n -h 1s taken as constant and T = T -BAt from Eq. ( 25 ). 
v s m 

a Putting B H = y, we get 

3 2 

I ( y) 
a [ 

-16 'IT (j T 
a m 

= Cv exp 2 a 2 
3k( T m - y) ( y) 6.Hf 

E, ] k( T:- y) . 
a 

a a 

Making similar changes for I( z) by using B),z = x, we get 

3 ·T 2 'IT (j 
a m 

[ 

16 

I (x) = C exp -
a · v 2 

3k(Tm -x},(x),L::..Hj. 

. a 

a a 

Transforming CJ.lso the variables. in. Irri(t) and Irri(z), we ?et 

Im(y} = Cv exp 
[ 

16 'IT cr 
3 T

2 
m m 

m 

3k(T -y) {y+T - T )
2

L::..H
2 

m · m m f 
a m a m 

, ( 2 7a) 

( 2 7b) 

(27c} 
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16 rr CJ 
3 

T 
2 

[ 

m m 
Im(x) = Cv exp ___________ m _____ _ 

3k(T -x)(x+T -T )
2

6-H 
2 

m m m f 
a m a m 

( 2 7d) 

Re -expressing Eq. ( 26) in. terms of new variables, we get from 

Eq. (27) 

R= 
n 

m 

exp {- _v_ Jy [I (x) +~I (x)] d~}dy 
n B\ a n m a 0 m . 

Putting __ v_ = K we get 
n B\ ' a 

R= 

( 28a) 

( 28b} 

Equation (28) shows that, provided n /n ·can be assumed con-
a m 

stant, the ratio R of metastable to stable phase in the solidified spheri-

cal particles is a function of the parameter K, the various terms of 

which have been defined in Eqs. (3), (21a), and (25}. 

The right side of Eq. ( 28) has three different unknown constants 

a , a , and Tm Absence of measured values of these constants 
a m m 

prevent determination of a theoretical curve of R vs K, against which 

the experimental data might be compared. However, some of the aspects 

of its behavior can be seen in Fig. 3. 

Figure 3a is a plot of the nucleation rate I vs the variable y or 

x, which are equivalent. Figure 3b shows the multiplying function 

for different values of K, the quench rate -·determining parameter. 

Figure 3c and d show the products I F and I F, respectively. The 
m a 
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Fig. 3. Plots of (a) nucleation rates Im and Ia vs variables 
x and y; (b) the exponential integral in Eq. (28) vs y for 
different values of k, the quench r~te -:determining parameter; 
(c) the integrand of numerator in Eq. (28); (d) th_e integrand 
of denominator in Eq. (28); and (e) the ratio R of metas
table to stable a phase v.s the quench-rate parameter K. 

.... 
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areas under the curves give the numerator and denominator of Eq. ( 28). 

Figure 3e gives a plot of R vs the quench-rate-determining parameter, 

K. Since we have K = v /n BA., as the cooling rate decreases, BA. de-
a. 

creases. This increases K and decreases R, the ratio of metastable 

to stable a. phase. Therefore, increasing the quenching rate of a 

hollow spherical liquid particle increases the probability of the meta

stable crystalline phase being formed. 
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· III. EXPERIMENTAL PROCEDURE 

A. Feed-Material Preparation 

In experiment I, comiYl.ercial sapphire boules were crushed. 

either in ajaw crusher or by hand in a steel mortar into coarse size 

fractions. The accumulated iron was separated magnetically. A sec

ond set of experiments, designated experiment II, was conducted after 

an earlier report on this investigation was published. 15 In the latter, 

the possibility of iron contamination was eliminated by reducing the 

boules into coarse size fractions by heating to ::::.. 1000"C in a furnace, 

then quenching in cold water. This shattered the 2-1/2 -in. by 

3/4 -in.P.iam boules into. coarse particles with diameters of a few milli

meters. Final reduction in both experiments was carried out in an 

alumina-,lined ball mill using alumina balls. 

The crushed powder was separated into different-sized fractions 

by the use of standard sieves inthe size ranges 37 to 44f.1, 44 to 53f.1, 53 

to 61f.11 61 to 74f.1, 74 to 88f.1. 88 to 104f.1, and 104 to 124f.1. To handle 

sizes below 37f.1, a commercial air-elutriation device was use·d. 16 

B. Particle Melting 

A commerciq..l direct-current-arc plasma jet was used to melt 
. 17 18 and spheroidize the parhcles. ' The sized particles were fed 

through a screw feeder and carried by a gas into the jet nozzle (Fig. 4). 

Severa.l collection-chamber arrangements were used tci control the cool

ing rate of the particles. Experiment I (Fig. 4a) and experi:m,ent II 

(Fig. 4c) were conducted to obtain quantitative data. A third experiment 

(Fig. 4b) was conducted to obtain qualitative indications of changes in 

quenching rates. Table I gives the operating conditions of experiments 

I and II, respectively. Mixtures of argon and hydrogen were used as the 

plasma gas. Only argon was used for the particle -carrier gas. 

In experiment I (Fig. 4a), the ambient temperature was not esti

mated. In experiment II, temperatures were measured with thermo

couples at points P, Q, and R (Fig. 4c) with and without the quench-gas 

jet operating. Without the quench gas, the experimental conditions are 
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MU-34286 

Fig. 4. Diagram of plasma torch and particle -feeding device 
with three arrangements of quenching and collection cham
bers. Arrangement (a) represents a moderate quench rate, 
(b) the slowest quench rate, and (c). with cooling jets at right 
angles to the path of particle motion, the fastest quench rate. 
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Table I. Plasma-jet operating conditions for 

particle sphe roidization. 

Feed-
Operating Total argon 

.. Volume of 
Experiment particle 

voltage 
Power 

flow 
hydrogen. in 

number size range 
( V) 

(kW) 
. ( cu ft/h at STP) 

torch gas ;; .. 

(microns) (o/o) 

I 37 to 44 30 18.6 25 to 35 10 

53 to 61 

61 to 74 

. 88 to 104 

II 44 to 53 40 16 40 30 

53 to 61 

61 to 74 

74 to 88 

88. to 104 

104 to 124 



.. 

-21-

similar to experiment I with the exception that experiment II has a 5 -in.

long temperature -equalization tube. The quench-gas jet was e st:j.mated 

to be feeding approximately 400 cu ft/h of room-temperature air, or ap

proximately eight times the volume of gases fed into the plasma jet. 

In experiment I,. spheroidized material resulting from each feed

size group (Table I) was separately analyzed. In experiment II, though 

the particle-size fractions were fed separately, no separate collection 

was made, and they were analyzed as one batch. 

C. Particle Collection and Recovery 

In all runs a fraction of the particles were not spheroidized. The 

spheroidized material from any particular size feed always had a consid

erably wider size distribution than the feed. This could arise from both 

bubble formation and from the particle shape encountered in the feed 

material. Considering the initial feed-particle size and the final spheroi

dized size and apparent density, it was estimated that agglomeration of 

the feed particles was negligible. Different techniques were used to 

separate and collect only the spheroidized particles that resulted from 

the solidification of completely melted feed particles. 

The unmelted and partially melted particles from experiment I 

were removed by allowing the spherical particles to roll down a vibrated 

inclined polished metal surface. For particles less than 3 71-1, such 

separation is not practical and the fraction of unspheroidized particles 

was estimated by microscopic examination and assumed to be all a 

alumina. After separation of nonspherical particles, the spheres were 

divided into size fractions by screening. Subsequently each individual 

size range was subjected to air elutriation, which further divided them 

on the basis of their apparent density. The densities were estimated by 

pycnometric techniques. 

In experiment II all sphe roidized particles were separated first 

by using a heavy liquid, 19 s-tetrabromoethane with a density of 2.92 . 

Separation was done in small 15 -cc centrifuge tubes and the lighter 

fraction with a density below 2. 92 was collected by decantation. This 

directly removed the unmelted fractions and yielded completely melted 
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particles. The spherical particles ( 1.6 2 < p < 2. 9 2) were 'further divided 
a 

into i;;eve ral density groups by us:ing mixtures of s-tetrabromoethane and 

CC1 4 (p = 1.62). Particles in the density range between.1.62 and LO 

were obtained using CC1
4 

and water. Densities of liquid mixtures were 

directly measured by a. pycnometer. 

Particles of different sizes from each density fraction were 

further separated into size fractions by screening. To further elimi

nate nonspherical particles before x-ray analysis, each final sample 

was. rolled on an inclined polished metal plate as in experiment I. 

D. X-Ray-Diffraction Analysis 

X-ray powder diffraction using CuK radiation was utilized for 
a 

both phase identification and semiquantitative analysis of the volume 

fraction of phases present. In. experiment I, the amount of two meta

stable phases 'I and 6 was collectively reported in the analysis. In 

experiment II, with more careful analysis, it was possible to separate 

the 'I and 6 phases and detect the presence of 8. In order to maintain 

consistency and a basis of comparison between the two experiments, 

the total volume of the 'I and 6 phases was reported. The total area 

under six x-ray diffraction lines for the metastable phases was com

pared to the area under selected a alumina lines, depending on the a 

content of the sample (Table II). 

In preparing samples for x-ray analysis, the sample of spheri

cal particles was finely crushed in a small agate mortar. To avoid 

orientation effects, particularly observable with finely divided a -phase 

particles, the finely crushed powder was dropped onto a glass slide 

coated with a plastic -varnish. Samples of 2- by.1-cm area and suffi

cient thickness for quantitative x-ray diffraction were prepared. 

The ratio, RA, of the areas of the metastable to stable a -phase 

lines was related to R, the absolute ratio of volume of metastable 

phases to the stable a 'phase by a standardization procedure in the fol

lowing manner. Let 1/R = r =the true ratio of a/m in the unknown 

sample, and rA = 2: a. /2:m., the ratio of the sum of the areas_of i, a 
1 J 

lines and j, m lines selected for comparison in any sample. If we add 
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Table II. X-ray-diffraction lines used in semiquantitative analysis 

of phases present in quenched alumina spheres 
.. -

a phase 

> 90 volume o/o 
11d 11 spacing 

cA.) 

1.099 

1.078 

0.998 

< 90 volume o/o 
11d 11 spacing 

(A) 

2.552 

2.089 

1.601 

Metastable phases 

Phase 

0 

0 

0 

'{ 

0 

0 

11d 11 spacing 
(A) 

2.59 

2.46 

2.277} combined 
2. 288 area 

1. 989} combined 
1. 980 area 
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a volume fraction v of known a -phase material and determine r A for 

this sample, ·then it can be shown that r A =.k [r.( 1 +v) + v], where k 

may be taken as a constant. 

A plot of r A vs v can be made, and if the assumption of linear 

relationship· is valid, a straight line will be obtained. Then from, the 

slope k of this line, we have 

k 
= r =.kr = -. 

AO R 

However because we have RA = 1/r A , it follows. that 
0 

R = ~ =kR . 
rA A 

0 

The value of k was determined for both sets of a lines in Table II and 

average values k
1 

=0.22 and k
2 

= 1.53 were obtainedfor the >90% a 

and<·90% a, respectively, by using same set of m-phase lines. in both 

cases. 

E. Microscopic Analysis 

Direct microscopic observation of the spheroidized material was 

made by mixing the spherical particles with powdered glass having the 

same thermal-expansion.coefficient an~ hot pressing (below 650°C) the 

mixture in vacuum to obtain a dense, polishable, and etchable composite. 

Polished sections of specimens were examined directly and also after 

etching with orthophosphoric acid at 185 to 195 oc for about 10 min. For 

metallographic examination in all cases, a thin gold layer was vapor

plated on the surface prior to examination, in order to decrease internal 

reflections. Thin sections of selected samples were prepared for ex

amination of optical properties under the petrographic microscope. 
I 

Replicas of etched surfaces were made for examination und~r the elec-

tron microscope, to obtain·information on surface characteristics such 

as grain boundaries. 
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F. Other Analyses 

In order to observe the transformation characteristics of the 

metastable phases on heating, differential thermal analysis was made 

on spheroidized material which by x-ray examination was found to have 

more than 80o/o of the metastable phases. This same material was 

heated to various temperatures for extended periods to determine weight 

and phase changes. 

Infrared analysis was made by the potassium bromide pelletizip.g 

technique, between 2 and 15f1 to indicate the presence of hydroxyl ions. 

Infrared absorption curves were obtained for the feed material, sphe

roidized material containing a high fraction of metastable phases, and 

y -alumina formed by dehydrating aluminum monohydrate. 

A high-speed movie camera was used to determine the average 

velocity of particles when they emerged from the plasma-flame region. 

A speed of 6000 frames/ sec was used, and the velocity was determined 

by measuring the length of the streak caused by an individual particle 

during the exposure time of one frame (Fig. 5). 
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Fig. 5. Diagram showing arrangement for particle -velocity and 
solidification-distance measurement. 
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IV. EXPERIMENTAL RESULTS 

A. Ambient Temperatures During Particle Cooling 

In experiment I (Fig. 4a), the cooling liquid droplets in their 

vertical downward movement were subjected to a decreasing ambient 

temperature condition. The particles of larger initial momenta which 

traveled a greater distance before solidification experienced a. lower 

average ambient temperature than those with smaller initial momenta. 

If T A' the ambient temperature in Eq. ( 23 ), is taken as a decreasing 
-bit 

function of time of the general form T A(t) = T 
1 

+ T 
2

e , then the term 

B in Eq. ( 25) is given by 

BI "{Tm- T1) (1- -,..~t )- TZ [1- ()..I+Zb1)t]} (29) 
where 1/A. = f(pa' r)/C 1 from Eq. ( 21a), and b can be taken as directly 

proportional to A.. Then BI increases as 1/A. increases, since Tm is 

greater than T 
1 

+ T 
2

. 

To reduce this variation in T A' we undertook experiment II with 

cooling jets and a temperature equalization chamber. Thermocouple 

readings at points P, Q, and R (Fig. 4c) indicate the effect of the 

modification (Table III). 

Although no temperature readings were taken at levels higher 

than P, final analysis of the particles indicates that particles with 

smaller momenta, completing their solidification above the point P, 

experience an average ambient temperature substantially lower than 

that at point P because of the injection of a large volume of cold air. 

Therefore, for all particles if we postulate a different form of the 
-b2t 

time -dependent ambient temperature T A( t) = T 
3 

- T 
4 

e --a somewhat 

rising ambient temperature until about point P, after which it remains 

constant--then B is given by 

BII = {(Tm "T3) ~ - -,._~~t)+ T4 t -(),II:bz)t]} (30) 
which decreases as 1/A. increases, since Tm is greater than T

3
- T

4
. 
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Table III. Average temperature in. ac in cooling 

chamber of experiment II 

Without air jets 

With air jets 

p 

1200 

420 

Q 

450 

300 

R 

275 

250 

B. Bubble Formation and Par.ticle -Density Distribution 

In .. experiment II the yield of melted particles was 64o/o of the feed 

material input. The losses are due to deposits on extension tube walls, 

formation of large blobs of melted Al
2 

0
3 

solidifying near the tip of the 

nozzle because of erratic flow of the feed material, and small amounts 

carried off to atmosphere with escaping gases. Of the total quantity of 

particles passing through the plasma jet and collected, the fraction hav

ing a density.less than 2.92 was. 10.5o/o. The density of the remaining 

89. 5o/o was between 2. 92 to 4. 00. A total weight of 35.4 g having density 

range of 1.00. to 2.92 was analyzed for density distribution. 

Figure 6 gives particle -weight distribution vs apparent density 

.for particles of Pa less than 2.92. Although no quantitative estimate 

was made for experiment I, the latter contained a larger percentage of 

hollow particles than those resulting from experiment II. Density meas

urements and direct microscopic examination of pc;trticles in the 7 to 

14f-L range showed a remarkable absence of hollow spheres. Also, some 

large partially melted particles showed fine bubbles in the melted 

region:;;. Melting with a pure argon atmosphere also produces bubbles. 

The liquid-solid change in volume at equilibrium melting temperature 

of liquid alumina, 
20 

which has been reported to be 22o/o, cannot account 

for the observed bubbles. These observations indicate that the bubble

forming tendency decreased with a. faster cooling rate, and the gases 

causing the bubbles originated inside the liquid mass. 

The separation of spherical particles according to their apparent 

densities was more efficient in experiment II, where heavy liquids were 
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Fig. 6. Plot of weight of spheres per unit density interval vs 
apparent density in experiment II. 
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used, than in. experiment I, where the air elutriator was employed (see 

Fig. 7). Figure 7 shows particles of different sizes and densities from 

those of experiment II. 

C. X-Ray Analysis 

Figure 8 shows typical x-ray diffractograms for high, medium, 

and low values of R. Figure Sa shows y lines agreeing with those ob

tained by Stumpf6 and 6 lines similar to those identified by Rooksby, 21 

along with weak a lines, Figure 8c shows strong 6 lines, comparatively 

weaker yJines and e lines similar to those tabulatedin reference 6. 

The e phase was not mentioned in an earlier reporf of this investiga-
. . 15 

tlon. 

Tables IV and V and Figs. 9 and 10 show tabulated values and 

plots of ln R vs p , respectively, for experiments I and II. The dashed a 
lines are estimated curves corre spending to a single particle -size 

range. A run made under particle -collection conditions illustrated in 

Fig. 4b and using the same plasma-jet conditions as experiment I showed 

lower values of R for a given particle size and density, compared with 

experiments I and II. 

D. Microscopic Analysis 

Figure 11 shows results of etching spheroidized Al
2

0
3

. The un

attacked particles correspond to the a phase, and the metastable phases 

appear attacked by the etchant. The ratios R of metastable to stable 

phases, obtained by x-ray analysis for a particular sample, correspond 

to microscopic observation quite closely. Except in rare cases, it was 

noticed that a particular particle ha~ only one kind of etch, implying 

complete conversion to one phase. 

Thin sections of samples with low and high R were investigated 

at different angles e on the petrographic microscope under crossed 

Nicol prisms. With low R or high a, most particles change color uni

formly, indicating single crystals. Few are seen to have more than one 

grain. With a large percentage of metastable phases, the particles 

show no change of color, since the metastable phases are more isotropic. 
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I c I 

ZN -4371 

Fig. 7. Polished sections of spherical particles of various sizes 
and apparent densities embedded in a glass matrix. The dark 
circles are hollows and the lighter rims are the shells. 
Variations in the shell thickness in a particular picture and 
also the appearance of solid-looking particles are due to the 
spheres being Sectioned at different levels. 

Diam (microns) Density (g/cm3) 

(a) 53-61 1.00-1.62 
(b) 74-88 1.62-2.03 
(c) 53-61 2.03-2.15 
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28-
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57 58 
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a 

92 101 102 

Fig. 8. Typical x-ray diffractograms of three samples of high, 
medium, and low values of R, respectively, from experi
ment II. 

Diam (microns) · Density (g/cm3 ) Ln R 

(a) 44- 53 2.61-2.74 3.01 
(b) 88-104 2.61-2.74 1.54 
(c) 124-147 2.61-2.74 -2.40 
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Fig. 9. Ln of R, the ratio of metastable to stable a phase vs 
apparent density in experiment I with a slow quench rate. 
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Fig. 10. Ln of R, the ratio of metastable to stable a. phase vs 
apparent density in experiment II with a fast quench rate. 
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(a] 

(b l 

(c J 

ZN-4372 

Fig. 11. Polished and etched sections of particles of various size s 
and apparent densities embedded in a glass matrix. The 
relatively lighter spheres are unattacked by the etchant and are 
of the a. phase. The darker spheres which are attacked are the 
metastable phases. 

Diam (microns) Density (g/cm3 ) R (from x-ray) 

( a) 8 8 -1 04 2 . 6 1 - 2 . 7 4 4 . 6 5 
(b) 104-124 2.61-2.74 2.25 
(c). Higher magnification of (a). 
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Fig. 12. Ln of R, the ratio of metastable to stable a. phase 
vs the quench rate parameter 1/A.. 
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Table IV. Logarithm of the ratio of the volume of 'I+ 0 phases 

to the a -phase volume for different diameters and densities 

of particles. in experiment I. 

Average Average Average Average 
diameter density ln R diameter density ln R 

( mic ror.s) ( g/cm3) (microns) {g/cm3) 

7.5 3. 77 1.93 67 ·3.16 -0.92 

12.5 3. 73 1. 74 81 1.26 1. 94 

14 3.85 1.55 81 1. 72 1. 31 

41 2.87 0.62 81 1. 76 1.04 

48 2.35 1.00 81 1. 78 1.04 

57 1.26 2.73 81 2.26 -0.15 

57 1.39 3.26 81 2.42 0.62 

57 2.04 1. 01 81 2.74 -0.76 

57 2.42 1.20 81 2.92 -0.18 

57 2.49 0.50 96 1.08 1.34 

57 3.01 -0.25 114 t.86 -'0.48 

57 3. 72 -2.70 114 2.23 -0.91 

67 0.99 3.22 136 1.60 -0.1 

67 1.08 2.98 136 1.96 -1.2 

67 1. 62 1.61 161 1.63 -0.99 

67 2.24 0.74 161 1.64 -1.2 7 
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Table V. Logarithm of ratio of the volume of the y + o 
phases to the a -phase volume for different diameter 

and density ranges of particles in experiment II. 

Diameter range 
44-53 53-61 61-74 74-88 88-104 104-124 

(microns) 

Average diameter 
48 57 67 81 96 114 

(microns) 

Density Average 
range density ln R 

( g/ cm3) (g/cm3) 

1.00-1.62 1.38 4.90 4.65 4.36 4.10 3.90 

1.62-2.03 1.72 4.31 4.32 4.17 3.98 3.55 2.16 

2.03-2.15 2.09 4.50 4.85 3.70 3.57 2. 71 0. 77 

2.15-2.42 2.30 4.21 3. 88' 3.54 3.14 2.47 0. 70 

2.42-2.61 2.52 3.55 3.11 2.65 2.33 1.43 -0.50 

2.61-2.74 2.68 3.01 2.28 2. 72 1. 74 1.54 -1.04 

2.74-2.92 2.84 2.65 2.35 2.27 1 2.02 0.81 -1.18 

124-14 7 

136 

2.37 

-0.14 

-1.60 

-2.15 

-2.40 
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Although some kind of a substructure is noticeable in Fig. 11c in 

the etched particles, examination of replicas with the electron micro

scope revealed no sign of grain boundaries. The pattern observed is 

attributable to the characteristic etchant attack on the metastable phase. 

Although the evidence regarding the grain characteristics of the 

metastable-phase particles is inconclusive, they may be thought to con

sist of large grains or single crystals, similar to particles of the a.

phase material. 

E. Results of Other Analyses 

Differential thermal analysis of samples containing over 80o/o of 

metastable phases gave one exothermic peak starting at 1130°C, the 

reaction being completed by 1200°C. This agrees with the reported 

transformation range for the conversion of metastable phases formed 

by dehydration of hydroxides to alpha alumina in the absence of 

stabilizing impurities. 6 Heating samples with large amounts of meta

stable phases. for 18 hat 800°C did not change the x-ray diffraction 

patterns or indicate any loss in weight. Heating to 1200°C showed less 

than 0.005o/o loss in weight with complete conversion to alpha alumina. 

This loss may be considered insignificant. 

Infrared absorption spectra of a sample containing a large frac-. 
tion of metastable phases (primarily gamma) with one exception gave 

essentially the same spectra as gamma alumina prepared by heating 

alpha monohydrate to 825 o C for 2 h. A strong OH absorption band at 

2.9f.l present in the dehydrated monohydrate was missing in the plasma 

formed metastable phase. 

The velocity of particles approximately 60f.l in diam, as me as

ured by a high-speed.movie camera approximately 12 in. from the jet, 

was of the order of 5 00 ft/ sec. 
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V. DISCUSSION OF RESULTS 

Equation (28) and Fig. 3e predict that R decreases with an 

increase in the quench rate -determining parameter, K = v/n BA., where 
a . 

the terms have been defined in Eqs. (3), (21a), and (25). Figures 9 and 

10 show that (a) increasing particle size, (b) increasing particle den

sity, or (c) decreasing B, all of which increase K, result in a decrease 

in R. 

Further, if the heat transfer analysis resulting in Eq. (24) is 

valid and Eq. ( 28) represents. the solidification phenomenon correctly, 

then a plot of R vs 1/A. should correlate all points of different particle 

sizes and densities in any one experiment into one continuous band if B 

and v/n can be assumed constant. Appendix III.B gives a numerical 
a 

estimate of 1/A.. Also a plot of R vs K should correlate all points of 

different experiments with different B values into one single band. The 

dashed lines in Fig. 12 show estimated plots of ln R vs 1/A. for both ex

periments. Since the mean value of BII is greater than the mean value 

of B
1
, the band for experiment II fell higher than that of experiment I. 

If B in each experiment was a constant, then a plot of ln R vs K would 

combine both curves in Fig. 12 into a single plot, 

However, it was shown in .Eqs. (29) and (30) that B cannot be 

taken as a constant. Therefore, for a given value of R = R
0

, we have 

K = K
0

, a constant; and 

= 
"-n BI 

where 1/A.1 and 1/A.II are the abscissae of points where any ln R = ln R 0 
intersects two curves in Fig. 12. But _the ratio of Brr to Br is 

"-nt) [ < "-n + b 2 ) f]} 
BII ( T m - T 3) 1 - -2- t T 4 1 - 2 . 

= ( 3 ~) 

Bl {( T m - T 1) (t - '; t )- T 2 [ 1 - ( >.1 : b 1) t ]}' 

and the right side of Eq. (31) decreases as 1/A.
1 

and 1/A.II increases. 

If we examine Fig. 12 and take two values of R such as ln R
1 

= 3 

and ln R
2 

= -1.0, we see that BII/B
1 
= x.rfXrr corresponding to these 
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values of R
1 

and R
2 

goes from 4.5 to 1. 7 as predicted by Eq. (31). 

Therefore, the ambient temperature distributions of the two experi

ments postulated earlier are most probably of the correct form. 

Scatter of the points in the bands in Fig. 12 is attributable to 

several causes, the most important being (a) the necessity of using 

size and density ranges instead of specific values, and (b) B not being 

constant in any experiment. 

When droplets of liquid Al
2
o

3 
are cooled rapidly bel·ow their 

equilibrium melting temperature, increasing cooling rates incr~ases 

the probability of the droplet being transformed in the order a, e. 0, 

and y. These are crystalline phases of alumina representing an increas

ing degree of disorder and instability. Consequently, postulation of a pseudo 

melting temperature for each of the phases e, 0, and y is reasonable to 

explain individual nucleation rate curves (Fig. 2a and b). Observation 

of the large proportion of single .:..crystal, spherical a -phase particles 

supports the assumption that nucleation followed by rapid growth is the 

mechanism of solidification. Furthermore, particles subjected to 

similar heating conditions followed by different ambient temperatures 

during cooling showed similar quench-rate dependence in their ability 

to convert to the metastable phases during solidification. These evi

dences suggest, that irrespective of the atomic steps leading to the 

formation of the first stable nuclei of a particular crystalline phase, 

the subsequent rapid growth of these nuclei to convert one particle to a 

single crystalline phase can be considered as the most likely mecha

nism for solidification of these liquid droplets. The presence of some 

rare cases, where one single particle converts partially to a. phase and 

partially to a metastable phase, as seen from the microscopic examina

tion of etched particles, is an evidence of the random nature of the 

nucleation process postulated. 

Our findings agree with the general observations of Plummer 
1 

that (a) the smaller the feed particles of a. -alumina, the greater the 

transformation to metastable phases on rapid quenching of liquid drop

lets; (b) individual spheres obtained from quenched molten alumina are 

of a single phase; (c) mode rate quenching conditions from the liquid 
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state accentuate formation of f)- and 6 -alumina, whereas faster quench 

rates lead to larger fractions of the y phase; and (d) the larger the 

spherical particle from quenching molten alumina, the less its apparent 

density. Plummer's objections to conside~ing the cooling rate of mqlten 

ctlumina droplets as the sole criterion. for transformation to metastable 

crystalline phases are based mainly on (a) his observation of a break 

in the transformation ratio vs radius curve in the :q.eighborhood of 15 to 

35f.!, and (b) the inability to find mixtures of m- and a-alumina in, indi

vidual particles. He expected these if the ratio of phases present were 

a. continuous function of cooling rate. 

In this inve stigatiori a continuous variation of the ratio of the 

metastable to stable phase vs the quenching rate was found as proposed 

in the hypothesized mechanism in Eq. (28). Also, if nucleation is fol

lowed by rapid growth then individual particles should show only one 

crystalline phase. Therefore, the two primary dbjections made by 

Plummer to the quenching rate being the criterion of primary importance 

in the solidification mechanism of molten alt+mina can be countered by 

the proposed hypothesis of the nucleation kinetics and its relationship to 

quenching rates. 

The absence of weight loss on heating and the observed infrared 

abso.rption spectra of th~ metastable phases rule out hydroxyl stabiliza

tion that has been proposed as a mechanism for the formation of similar 

me.tastable phases by decomposition of hydrates or other aluminum 

salts. 22 The purity of feed mate rial minimized the presence of stabiliz

ing impurities. 



-43-

VI. CONCLUSIONS 

When liquid aluminum oxide, in the form of finely divided 

droplets, is subjected to rapid cooling in a gaseous atmosphere and 

allowea to solidify, it results in formation of one of the crystalline 

phases a., e, o, or -y. The probability of the formation of any particu

lar phase does not depend on any extraneous factors, but is controlled 

only by the rate of cooling. Higher rates yield phases of increasing de

gree of disorder. Homogeneous nucleation of the particular crystalline 

phase from the supercooled liquid, followed by rapid growth, is pro

posed as the most likely mechanism for the liquid-solid transformation 

process. The solidified droplets show various degrees of bubble forma

tion. 
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APPENDIX I. 

A. Temperature Estimation where Nucleation Rates of 

Two Phases are Equal 

The probability that a temperature T in Fig. 2 exists where I 
c a 

and I 
m 

cross over can be found as follows. At T , we have 
c 

I ( T ) 
ln m c = 0 . 

I a ( T c) 

I ( T ) 
m c = 1 or (32) 

Substituting the constants for the respective phases in Eq. ( 1), 

we have 

or 

3 2 
-16 ;r a T 

3kT ( T 
c m 

m 

(T 
m 

a 

m m 
m 

( T - T )
2 

m c 
m 

+ 

16 ;r a 3 T Z 
a m 

a 

3kT ( T 
c m 

a 

= 0 ' 

(33) 

Here the subscripts refer to the respective phases, and Tm, 6.Hf, and 

a have been defined earlier. 

The liquid-crystal interfacial energies, a, have been estimated 

directly from the solidification studies of finely dispersed liquid 
3 

droplets. The nucleation process was inferred to be homogeneous. 

The gram atomic interfacial energy, a , is related to a as 

a = N 1/ 3 v 213 a, where N is Avogadr~'s number, and V is the 
g 

molecular volume. It was shown that a can be directly related to the 
g 

heat of fusion as 

ag = c L::.Hf. 

The value of C for a large number of metals studied was 0.46. For dif

ferent classes of materials, such as covalent-bonded metals, ionic 

liquids, organic liquids, etc., C varied between 0.32 and 0.61. 12b Tak

ing a constant value of C in relating two different liquid-crystal inter

facial energies of the same material. we have 
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a g· 
a = 

Therefore we have from Eqs. (33) and (34) 

(34) 

where a= 6-Hf / 6-Hf > 1 as estimated from heat-of-solution studies 
a m 

on y-phase alumina.23 From Eqs. (33) and (35) we have 

and therefore, 

We also get 

T 
c 

T -T T 
m c m 

a = fa a 
T -T T 

= 

m c m 
m m 

(-y'a - 1)T T 
m m 

--==--___ a ___ m_ > 0 
(ya T 

m 
a 

-T 
m 

m 

( T - T 
m m 

- T -T = T ___ a _ __.__m __ > 0 . 

(-{'a T - T m c 
m 

m 
m m m 

a m 

Thus T is a positive r·eal value where 'T < T 
c c m 

m 
in Fig. 2. 

< T 
m 

a 
as postulated 
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APPENDIX I. 

B. Transient Nucleation 

If a liquid is suddenly supercooled to a temperature T below the 

equilibrium melting temperature, then some time must elapse before 

the steady-state n1.1cleation rate, I, defined by Eq. ( 1) is attained. If I
0 

is the steady-state rate, then it has been shown by several approaches 
. 1314 which lead to the same fmal form, ' that 

I(t)::: r0 exp [- ;~,], (36) 

where t is the time in seconds, g is the number of atoms in a critical 

size nucleus, and D is the transport factor that can be approximated by 

':' kT [ b.F D] D=ns hexp - kT. (37) 

>:< 
In Eq. ( 3 7) ns is the number of atoms on the surface of a critical 

nucleus, and b.F D' the activation energy for diffusion in the liquid, may 

be taken equal to the activation energy for viscous flow in liquid Al
2

0
3

, 

30 kcal/mole.
4 

The radius of the critical nucleus, 24a r':', is given by 

-2aj b.H X T /( T - T), where b.H is the volumetric heat of fusion, 
v m m v 

b.Hf is the molar heat of fusion, V is the molar volume of liquid 

alumina, and Tm is the equilibrium melting temperature of alumina. 

We take a = C b.Hf (Appendix I.A), CAl 0 = 0.5, and the average super-
g 25 2 3 

cooling, T -T=0.2 T , so that T /(T -T)=5. We then have 
m m m m 

g 

a 
a = g 

0.5 b.Hf 
= 

N1/3 y2/3 
= 

0.5 b.H V v 

volume of critical size nuc~eus = 
average volume of ion 

(from Appendix I.A) 

>:<3 
4 rr r 

3v 
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surface area of a nucleus 
= 

surface area occupied by an ion. on nucleus surface . 

Then from Eq. ( 36) the characteristic time, t , taken by the liquid drop 
c 

to attain 1/e of steady-state value is given by t = g 2 
/4D. Substituting 

c 
values of g and D, and assuming the average radius of an ion in Al

2
0

3 
liquid to be 1 A, we get v = V/5N at 5 ions per molecule, where N is 

Avogadro's number. We have for the surface area occupied by an ion 

on the nucleus surface 

Taking T, = 0.8 Tm::: 1850°K, we have 

t = (4 'IT /:<
3 

)
2 

TTX 10-
16 

X 6.6X 10-
27 

c 3v 4X4TTr>:< 2 1.38X 1o- 16 x 1.85X 10 3 

-7 
:::: 10 sec. 

8.2 
e 

Since the time taken for cooling and solidification of a particle is of the 
-3 

order of 10 sec we can safely neglect the transients . 

.. 
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APPENDIX II. 

Estimate of the Growth Rate of a Crystalline Phase 

in Solidifying Liquid Droplet 

The linear growth velocity of a crystal in a liquid is ·given by
26 

GL=f kT [1-exp(-b..g)], 
3 TT ao211 kT 

( 38) 

where we define f.::: 1 (from reference 13); ao, the interionic spacing 

::: 1-A;: Y), the viscosity=0.6 poisef b..g=b..Hf (b..T/Tm) = 0.2 b..Hf; 

b..T = 0.2 T m; T = 1850°K; and 4Hf = 26 kcal/mole. 
2 7 

Substituting in 

Eq. ( 38), we get 

G = 1.35X10-
16

x1.85X10
3

X0.15 = 

L 3rr X 10- 16 X 0.6 
68 em/sec. 

Now the volumetric growth rate GV 

G _ dV _ dV 
V - dt - dr . 

where V =4rrr
3 
/3 and dr/dt = GL. 

is given by 

dr 2 - = 4 rr r GL 
dt 

If GL is assumed constant, then we have 

dV = 4 rr G ( 2_)2/3 v2/3 = cv2/3 
dt L 4rr 

( 39) 

By integrating between V = V 
0 

and V, we get the time required for the 

nucleus to grow to V, 

t = l_ [v 1/3 _ v 1/3 J c 0 . ( 40) 

-3 If V is the volume of a drop of diameter 6 X 10 em, we then get 

t::: 2 X 10-3 sec, a correct order of magnitude. 
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APPENDIX III. 

A. Radiative Heat Trahsfer 

The radiative -"heat-transfer rate for a surface at a temperature 

T radiating into an infinite medium at a. temperature T .is given by 
4 4 a 

QR = EO(T - Ta) (41) 

where QR is the heat removed per unit area of surface per second, _E 

is the emissivity of the surface, and a is the Stephan-Boltzmann 

constant. 

For small T /T, the radiative heat-transfer rate in calories 
2 a .. . 

per sec/em is approximated by 
' ' -

For opaque bodies, E is a surface -dependent property. For 

nonopaque bodies, however, E has been shown to depend upon the 

(a) absorption coefficient and (b) thickness of the material~ 28 For a 

thin sheet of material, E is approximated by 

( 43) 

where c is a constant equal to 2, f.L. is the linear absorption coefficient 
. -1 
m em , and d is the sheet thickness in em. Equation (43) applies 

when the dimensionless thickness f.Ld is less than 0.1. For a spherical 

particle of diameter d, c has a value near unity. 

The convective-heat-transfer rate during cooling is giveri by 

Q =h (T-T) 
c s a ' 

(44) 

where Q is the heat removed per unit area per second, h is the 
c s 

convective .:.heat-transfer coefficient, T is the surface temperature, and 

T is the· ambient temperature. For spherical particles cooling in a 
a . 9 

turbulent atmosphere, h is given by2 

. s 0 6 

hsd =0.37(dpfvfl. ' (45) 
kf f-Lf 

where d is the particle diameter, kf is the thermal conductivity of the 

fluid, Pf is the density of the fluid, vf is the relative velocity offluid 

with respect to particle, and f.L£ is the viscosity of the fluid. 
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For QR << Qc, the radiative heat transfer can be neglected, in 

comparison with the convective heat transfer. This condition may be 

found by arbitrarily setting 

( 46) 

and determining the value of d from Eq. (46). For this comparison, 

the t~eoretically lowest valu!'! of hsd/kf = 2 may be used, 
29 

so that the 

least-effective convective cooling condition is compared with the radia

tive cooling rate. Using hs = 2 k/d and Eqs. (42) and (46), we write 

4 2 kf 
100 EaT < -d- (T -TA) (47) 

Two cases may be considered: (a) E is a surface property alone, 

and (b) E = 1-1d for spheres of nonopaque materials. Then, we have 

for (a) 

d < 2 kf 
100 E a T4 

( T- T ) 
a 

( 48) 

and for (b) 

2 
2 kf ( T - T ) 

d < a (49) 
100 1-1 a T 4 

-5 -2 -1 -4 
We use the values a= 5.67X 10 erg em sec deg T = 2300°K, 

-4 -1 -1 -1 
T a= 700°K, and kf = 1. 2 X 10 cal sec em deg for air at 700°K, 

Values of T and T are selected for the most favorable radiative cool
a 

ing condition. 

No value is reported for 1-1• the absorption coefficient for liquid 

Al
2

0
3

. However, from estimates based on the crystal transmission 

coefficient
6 

of solid Al
2
o

3
, a value of 1-1 = 0.1 may be used as a lower 

limit. An upper limit of 1-1 = 1.0 may be taken arbitrarily if the liquid 

is considered very much more absorptive to radiation than the crystal-
6 

line solid. For bulk liquid alumina, E = 0.15 has been reported. 

Table VI gives the diameter of particle d, below which radiative heat 

transfer can be neglected on the basis of above assuinptions. 

Since assumption (a) is not realistic, the particles were assumed 

transparent, and for the size -range analyzed, radiative heat transfer 

was neglected. 
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Table VI. Diameter of liquid particles for which radiative 

heat transfer may be neglected. 

Pq.rticle 
d 

light f.l E (microns) 
transmission 

Opaque 0. 15 <8 

Transparent 0. 1 < 32 <320 

Transparent 1. 0 < 100 
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APPENDIX III. 

B. Comparison of Convective and Conductive Resistances 

to Cooling of a Hollow Sphere 

In the expression for resistivity to heat transfer, Eq. (21}, we 

had assumed earlier
15

·that 

__!_ << 
h 

s 

We also neglected the surface resistance in comparison with the conduc

tive resistance in determining the heat -transfer parameter A. ( Eq. 21a). 

We now outline a procedure for establishing an upper limit on ·1/h on 
s 

the basis of particle -velocity measurement and the travel distance re-

quired to solidify a particle. From this we show that 1/h could be 
s 

comparable in value to r/kL X ( 1- r
0
/r)r/r

0 
for the particle size range 

under consideration. 

It was estimated that particles do not begin to cool until they are 

at least 6 in. from the jet (Fig. 5 ). Also, using a glass plate in the 

particle path, we estimated that all particles with diameters of ~ 60f.L 

are solidified within 18 in. The movie films (6000 frames/sec) gave 

an average velocity of 500ft/sec, determined by streak-length meas

urement. Hence 12 in. is an upper limit on the cooling distance. 

For the average surface heat-transfer coefficient, we can write 

[C ( T. - T ) + b.H ] 
p 1 s v 

A( T- T A) 1 I v 
h = p v s a 

(50) 

Here p is the particle density in g/cm3 , V is the particle volume in 
3 a 2 

em , A is the particle surface area in em , C = 0.31 is the specific 
p 

heat of liquid Al
2

0
3

, Ti ~ 1.2 Tm (arbitrary estimate) is an unknown 

temperature to which the particle is heated when it just emerges from 

the flame, T = 0.8 T is the estimated temperature to which the liquid 
s m 

is supercooled, 24 b.H = 0. 765 cal/cm3 is the heat of fusion with a 
v 

liquid density of::: 3 g/cc, 20 •27 T is the mean temperature of a particle 

during cooling = ( 1.2 + 0.8}/2 T = T , TA = 1000°C is the average am-
m m 

bient temperature the particle experiences while cooling in hot gases, 

1 = 12 in. is the cooling distance, and v =500ft/sec is the average 

velocity. 
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The term 1 /v = t
0

, the time required to complete solidification, 

is not constant bq.t is some function of Pa and r. Also it consists of two 

parts- -ta' the time to cool from T i to T s' and tb' the time to release 

the considerably large heat of fusion, so that 

(51) 

To obtain the form of t
0

, ·a simplified surface -dependent cooling 

equation may be written for the particle, assuming a form for h given 
s 

by 

h d ( )0.6 :f = 0.37 d:p . (from Appendix III. A) 

(52) 
If we take v=C

1
/par in Eq. (52)--a reasonable supposition that smaller 

particles slow down faster- -we have 

h - c -0.6 
s - 2 Pa 

Then the cooling equation is 

dT = 

and we have the solution 

-1 
r 

where the C. are all constants. 
1 

Then from Eq. (55), 

Similarly, we have 

t 
a 

- c 1.6 2 
- 5 Pa r 

p V (.6-H ) 
t = a v 
b A(TS-TA)hs 

1.6 2 
p r a 

C 1.6 2 
= 6 Pa r 

(53) 

(54) 

(55) 

we have 

(56) 

where we have substituted from Eq. (53) and combined constants, and 

therefore, 

(57) 

... 
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Estimating c7 from the experimental value of P. I v' we have 

1 -3 
t 0 = -- = 2 X 10 sec 

500 

Taking p = 4, and 
a 

-3 r = 3 X 10 em as the room temperature values of 

the particles, we have 

(4)1.6 (3X 10-3} 2 
= 24.0 . 

We now substitute P. / v = c
7 

pa1 · 6 r 2 in Eq. (50} and get 

h _ -0.6 r-1 [0.31X0.4X2313+765) 
s-pa (2313-1273}X24 

= 0.0138 p -0. 6 
a 

-1 
r 

which is of the same form as we assumed in Eq. (53}. 

(58) 

In the absence of reported values we can estimate kL' the 

thermal conductivity of liquid Al
2

0
3

, on the basis of the value for the 

solid k by using the following arguments. The thermal conductivity24 b 
s 

of a material when transformed from solid to a disordered liquid phase 

is likely to decrease considerably, due to the reduction of the phonon 

mean free path. Values are likely to be nearer those of glass at lower 

temperatures. We arbitrarily choose 

1 k =- k 
L 3 s 

(59) 

where k = 0.018 cal/ sec em oc, 6 as the value for a polycrystalline solid 
s 

at 1800°C. 

From Eqs. (58) and (59) we can write for the heat resistivity 

[
_:.__ ( 1 - r 0/ r) + l._] = 3 . 3 3 X 1 0 2 [ 1 - 1 + C p a 0. 6l ( 6 0) 

kL ro/r hs (1-pa/pt)1/3 J 
where the estimated upper limit of C above is 3/7. 

Putting a= 1 and substituting from Eq. (60} we can write for 1/A. 

inEq. (21a) 

..!. = 34.4 p r
2 

[ 
1 

- 1 + C p 
0

·
6
] 

A. a (1-pa/pt)1/3 a 
( 61) 

the function used to correlate data in Fig. 12. 



-56-

APPENDIX III. 

C. Comparison of the Analytical Solution for the Determination of 

Hollow -Particle Temperature History with the Heuristic 

Solution of the Problem· 

The general solution of the hollow-sphere cooling problem is 

given in reference 30, page 246, Eq. (2). Let 

T-T 
A 

B(t, r) = 
T - T m A 

Then the heat-conduction equation is given by 

88 = K'ie~ 

subject to the initial condition 

and the boundary conditions 

and 

at 

8(r,0)=1 

(~~ t=r. = 0 

1 

h 
s - - e ( r t) 

k 0' 
L 

( 62) 

( 63) 

(64) 

(65) 

( 66) 

where K =kL/pC. is the diffusion constant, r. is the inside radius of 
p 1 

the shell, and r
0 

is the outside radius of the shell. The solution to (63) 

is given by Eq. (2), reference 30, which is of the form 

B(r,t) ( 6 7) 

where R and a have been defined in reference 30. 
n n 

An average temperature, B(t), of the particle, can be determined 

so that 

4-rr ( 3 3 -T r 0 -ri) B(t) c JO B(r, t) 4n r 2 dr 

r. 
1 

( 68) 

., 
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and e ( t) is of the form 

00 

e< t) = L: 2 . 
F (p 'ro) exp [- KQ. (p 'ro)t]' n a n a ( 69) 

n=1 

where the coefficient F and eigen values a. are both functions of p , n n a 
tlie apparent density and r 

0
, the radius of the hollow spherical particle. 

2 
If we expand Eq. ( 69) where Ka. t << 1, and rearrange, we get 

n 

or 

00 

e(t)z L Fn(pa,rO) [1-Ka.n
2

(pa,rO)t] 

1 

00 00 

e ( t) z L F (p , r
0

) n a - K 'F (p , r
0

) a. 
2 

(p , r 0 ) t L n a n a 
1 1 

( 70) 

From the initial condition (64), the first term in Eq. ( 70) converges to 

unity. If in the second term, the coefficient of t is set equal to f3, 

then we have, from Eqs. (62) and ( 70), 

T-TA 
= [1 -f3(pa' ro) t] . 

Tm -TA 
( 71) 

Equation ( 71) can be seen to be identical in form to Eq. ( 25) for the con

dition where T 
2 

= 0 in B. The parameter f3(pa' r
0

) determined on the 

basis of the analytical solution has been found to depend on Pa• and r 
0 

similarly to A.(p , r) in Eq. (21a) within 1 < p < 3.5, which is our range 
a a 

of interest. Hence the simpler heuristic approach is found satisfactory 

for the conditions of the problem. 
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