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ABSTRACT 

Ammonia and deutero-ammonia have been studied by single-crystal and 

powder X-ray methods. There are four molecules in the cubic unit cell, and 

the space group is confirmed to be P213. The nitrogen parameter obtained by 
0 

least squares refinement is equal to 0.0401 for NH
3 

at -102 C and the same for 

ND
3 

at -l60°C. Cell dimensions, determined by powder methods, are: a = 5.084 

~ for NH
3 

at -l96°C, 5.073 R for ND
3 

at -l96°C, 5.091 ~ for ND
3 

at -l60°C, and 

5.138 R for NH
3 

at -l02°.C. Each ammonia molecule is involved in six hydrogen 

bonds of approximate length 3.4 ~. A possible assignment of the hydrogen atoms 

to these bonds is given. 

* This work was performed under the auspices of the U. S. Atomic Energy 
Commission. 

t 
Permanent address: Institute of Chemistry, University of Uppsala, 
Uppsala, Sweden. 
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X-RAY STUDY OF SOLID AMMONIA 

* Ivar Olovsson .and David H. Templeton 

Lawrence Radiation Laboratory and Department of Chemistry 
University of California, BerkeleyJ California 

April 1959 

INTRODUCTION 

Earlier X-ray work on solid ammonia was done by powder methods. Reported 

values of the unit-cell dimensions vary considerably, and new determinations 

by powder methods have been done on ordinary ammonia at -102° and -l96°C and 

on deutero-ammonia at -160° and -196°C. A single-crystal study has been under

taken to improve our knowledge of the atomic positions. The single-crystal 
0 work has been done on ordinary ammonia at -102 C and on deutero-ammonia at 

-l60°C. All the present work is concerned with the cubic form, as the new 

low-symmetric modification (Mauer and McMurdie, 1958) does not form under the 

conditions of these experiments. 

EXPERIMENTAL 

The ammonia and deutero-ammonia were distilled twice in a vacuum system 

and sealed in glass capillaries (diameter 0.1 to 0.2 mm). The deutero-ammonia 

had, according to the specifications accompanying the cylinder, been made from 

magnesium nitride and 99.5% D20. The vacuum system 1t1as filled with deutero

ammonia and .. evacuated many times to eliminate most of the impurities containing 

hydrogen which would otherwise exchange with the heavy ammoni.a. In the mass

spectrometric analysis of samples from the or.iginal cylinder the mole percentagr.:: 

of ND2H decreased gradually to below 9% after about 30 repeated fillings and 

evacuations of the spectrometer. This can be considered to correspond. to a 

content of hydrogen of less than 3%. . Samples from the X-ray capillaries gave 

less than 4% hydrogen. The effect of the unit-,cell dimension, due to this 

impurity is well within the limits of accuracy stated in this work. 

* Permanent address: Institute of Chemistry, University of Uppsala, 
Uppsala, Sweden. 
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The single crystals were grown in the ordinary way in a modified 

Weissenberg camera (Olovsson and Templeton, 1959). Equi-inclination 

Weissenberg photographs, layers 0 to 5, were taken with rotaticn about [110] 
0 . 0 6 0 + 0 at -102 ± 2 C of ordinary ammonia and at -1 0 ~ 2 C of deutero-ammonia. The 

relative intensities were estimated visually by using multiple-film technique 

(four films) and comparing with an intensity scale. The data were corrected 

for the Lorentz and polarization effects. Because of the symmetry, equivalent 

reflections occur in several layers and permit good interlayer scaling. 

The powder photographs (Debye-Scherrer type) were taken with the 

Weissenberg camera setup with some modifications of the film holder to get 

reflections of as high order as possible. By moving the film holder between 

each exposure it was possible to take a great number of photographs on the same 

film with a minimum disturbance of the film setting. Each powder picture was 

about 5 mm wide, and the different pictures were immediately adjacent to one 

another. Exposures were located on the film in the following order: 1, quartzj 

2, NH
3
; 3 and 4, NH

3 
and ND3 on ~op of each other; 5, ND

3
; 6, quartz; 7 and 8, 

NH
3 

and ND
3 

on top of each other; 9, NH
3

; 10, ND
3; 11, quartz. The powders 

were obtained by cooling the liquids in the .capillaries quickly down to liquid. 

nitrogen temperature .. Exposures 2 and 3 .were taken with the same powder 7 

different .from 7 and.' 9. Similarly, in exposures 4 and 5 the powder was different 

from 8 and 10. The quartz calibration photographs were zero-layer rotation 
0 pictures of a single crystal of quartz at 25 C. Apart from these exposures 

calibrated photographs were also taken of NH
3 

at -102°C and of ND3 at -160°C. 

All X-ray work was done with C~ and ~ radiation. 

UNIT CELL 

The difference in unit-cell dimensions of NH
3 

and ND
3 

is such that the 

separation of their lines is comparable to the separation of Cu.K'o]_ and a2 . The 

isotope effect is therefore plainly visible for the higher-order reflections 

(powder lines up to 9 :::: 80.5° were obtained). The different individual values 

of the unit-:cell dimensions, obtained from measurements of the higher-order 

refleftions on which the accepted values are based, are given in Table I for 

the data from -196°C. The values at the different temperatures may be summarized 

as follows: 
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NH
3

: a = 5.138 ± 0.002 R at -102 ± 2°C, 

5.084 ± 0.001 Rat -196 ± 1°C, 

ND : a = 5.091 ± 0.002 ~ at -160 ± 2°C, 
3 

5.073 ± 0.001 R .at -196 ± 1°C, 

UCRL-8700 

(CuK.a]_ = 1.54051 R. 0:2 = 1.54433 R, J3 = 1.392171{, 

at 25°C). 

a = 4.913 R for a: quartz 

Vegard and Hillesund (1942) report an isotope effect of 0.010 R, although 

the individual values for l\TII
3 

.and ND
3 

( 5. 22 (53) and 5. 21 (53) kX resp. ) di.ffer 

quite considerably from the values in this investigation (see further below). 

With their method of obtaining the powder (condensing gaseous arnmoni.a on a 

copper rod .at -185°C) it is in principle possible that they got some of the 

new low-symmetric form (Mauer and McMurdie, 1958), but they do not mention how 

closely their lines fit cubic indexing. 

Using the values of the investigation repcprted herein, one calculates 

the mean linear exp~nsion coefficient of NH
3 

between -102° and -196°C to be 
-5/o 6 o o 11.2 ± 0. 5 · 10 C and that of ND

3 
between -1 0 and -196 C to be 9. 8 ± 1. 0 

· 10-5/°C. McKelvy and Taylor (1923) report a mean linear :expansion coefficient 

of 7·10-5 /°C for NH
3 

in the interval ""79° to -l85°.C based on the densities 

determined at those two temperatures: Using the value 9.8 · 10-5/°C as 

expansion coefficient between -160° and -196°C for l\TII
3

, and referring earlier 

published data to -196°c, changing in all cases to Rngstr8m units, one obtains 

the values collected in Table IL 

SPACE GROUP 

The data showed the diffraction symmetry of the.cubic Laue group m]. 

Systematic absences we.re: hOO, OkO, 00.£ for h,k,£ odd (h,k,.£ = 0 to 6). 
4 This suggests the space group P213 (T ), ,but the space groups P23 and Pm3 are 

also possible, if the absences are assumed to be caused by special arrange

ment of the atoms. It turns out to be impossible to get any reasonable trial 

structure in agreement with the data by using P23 or Pm3. The structure 

obtained by using P213 gives good agreement with the data; this fact shows 

this choice to be correct. This space group is in agreement with the earlier 

results (deSmedt, 1925, Mark and Pohland, 1925). With four molecules per unit 

cell, the calculated density of NH
3 

is 0.83l.:. g·cm"'3 at -102°C o.nd 0.861 at 
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-196°c, for ND
3 

equal to 1.009 at -l60°C and 1.020 at -l96°C. McKelvy and 

Taylor (1923) determined the density picnometrically to be 0.817 at -79°C and 

0.836 at -l85°C for NH
3

. The nitrogen atoms are then located on the threefold 

axes corresponding to the fourfold positions: (x,x,x); (l/2+x, 1/2-x, x); 

(x, l/2+x, l/2-x); (l/2-x, x, l/2+x). 

THE NITROGEN .PA.RAME:TER 

0 
In the following calculations the single-crysta 1 data of NH

3 
at -102 C and 

ND
3 

at -l60°C were each used separately. Using a couple of reflectionsJ one 

finds that the nitrogen coordinate x is close to 0.040. The coordinate and 

isotropic temperature factor for nitrogen and the scale factor were then refined 

by leat-squares methods on the IBM '650 computer. As usual, in the first cycles 

only the temperature factor and scale factor were refined and the coordinate 

kept constant. R
3 

(see below) was the quantity actually minimized. The 

weighting factor ~ in this expression and some other details of the program 

are described elsewhere ( Oloysson and Templ.eton, 1959). The original 11L S II1
' 

program was modified for this special structure. One notices, for example, 

that the derivatives for atoms in special (fourfold) positions have to be 

formulated differently than those for atoms in general (twelvefold) positions. 

This is of course true also for other cubic, hexagonal, and tetragonal space 

groups when two or more of the coordinates x, y, z are equal by symmetry. 

The scattering factors for nitrogen (N°) are those published by Berghuis et al. 

(1955). The shifts in the parameter x in the fi.nal cycles were less than 0. OOOL 

The results, together with. the standard aeviations 7 after about 20 cycles of 

refinement were: 

mr
3 

.at ·-102°C; · 

ND3 at 6 0 -1 0 c: 

Rl == ! II F I-IF Ill L:jF I = 0.103, 0 c . 0 

R2- [L:(IFOI-IFCI)
2 l L:jFOI

2J1
/

2 = 0.129, 

R3 - [L:~( IFO 1-IFCI )
2 I L:~IFO I2J1/

2 
= 0.143, 

X = 0.0401 ± 0.0006; B = 1.84 ~ 2 

Rl ~ 0.071, 

R - 0.072, 2 
R3 

..... 0.081, 
J( 2 

X = 0.0401 ± 0.0005; B - 2.85 
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The observed and calculated structure factors are compared i.n .Table III. The 

reflections (002) and (111) appeared to suffer considerably from extinction 

effects in the .case of NR
3 

and were not included in the final refinements for 

that compound •. R
1 

when these reflections were inc.luded was 0.14. The crystal 

of ND3 .was somewhat less perfect (noticeable on the photographs), and the 

extinction effects accordingly seem to be quite small. 

The hydrogen atoms were finally included in a couple of refi.neme:nts. The 

numbers given below refer to the data for ND3, but analogous changes were 

obtai!led for NH
3

. When the coordinates were used that corresponded. to placing 

them on t:Q.e lines between the nitrogen atoms at 1.01 -~ from nitrogen (as in 

Fig. 1) R1 increased to 0.077. When the hydrogen coordi:nates (0.85, 0.14.1 

0. 99), obtained from a F
0 

-Fe synthesis as descrioed below were used instead; 

R
1 

decreased to 0.069 .. The atomic coordinate of nitrogen did not change 

during these refinements; the temperature factor changed to 2.10 ~ 2
. The 

atomic parameters for hydrogen were kept fixed during these refinements. 

DISCUSSION OF THE STRUCTURE 

The structure can be roughly described as slightly deviating from face

centered cubic. If the nitrogen atoms were at x ·= 0 and the ammoni.a mo1ecu1.es 

were spherically symmetric - e. g., rotating ~ the structure would. be stri.c·tly 

close-packed. This would also imply no directed hydrogen bonds. HOI•Jever, i.:n 

the structure under consideration, each nitrogen atom has only six closest 

nei~hbors, all at about 3. 4 ~' and the other si.x ha,ve moved further away to 

about 3.9 ~ (3.96 R in NH
3

, 3.92 R in ND
3

). The six closest neighbors to thee 

nitrogen a tom ( N
0

) at ( 0. 0401, 0. 0401, 0. 0401.) are shown in Fig. 1. Here N
1 

.• 

N
2

, and N
3 

are related to one another by the threefold axis passing through N
0

.9 

and similarly with N4, N
5

, and N
6

. The bond distances and angles are~ 

NONl=NON2= ... NON6 

N2NONl=N3NONl=N3NON2 

N5NON4=N6NON4=N6NON5 

for NH
3 

at -l02°C 

3. 380±0. 004 -~ 
118.05°±0.06° 

71.66°±0.19° 

f ND t -160°C or . 
3 

a 

3 0 349±0. 003 ~ 
118.05°±0.05° 

71. 66°±0.16° 

One notices that the angles involving the first three neighbors are :fa:i.r.l.y 

close to the tetrahedral value. The most obvious interpretation of theee 
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facts is to assign the hydrogen atoms to nitrogen as in Fig. 1. The free 

electron pair is then used to form three hydrogen bonds. This may explain the 

long hydrogen bonds. This is analogous to the interpretation of the structure 

of ammonia monohydrate ( Olovsson and Templeton, 1959), .according to which one 

free-electron pair of the water molecule is used to form three hydrogen bonds, 

0--41-N, of 3.21, 3.26, and 3.29 ~-
The interpretation above is apparently inconsistent with inversion of the 

ammonia molecule of the type occurring.in the gaseous state, as this woulo. make 

the bonding situation (and therefore bond angles) to the neighbors Nl-' N2, and 

N
3 

equivalent to those involving N
4

, N
5

, and N
6

. This is of course quite 

unlikely also when it is considered that, with all hydrogen atoms involved in 

hydrogen bonds, inversion of' one ammonia molecule means breaking of hydrogen 

bonds and has to be accompanied by simultaneous inversion Of all the other 

molecules throughout the crystal, Infrared investigations (Reding and Hornig, 

1951) show no indication of' inversion in the solid state. 

It is evident that rotation .around the threefold axis of the ammonia 

molecule also implies breaking of hydrogen bonds. Such rotation should there

fore be quite restricted. Heat-capacity data from 15°K up to the melting ~oint 
(Overstreet and Giauque, 1937) give no indication of any transition that would 

probably be demanded if relatively unrestricted rotation .occurred above a .certa. in 

temperature. The excellent agreement between the entropies calculated from 

calorimetric and spectroscopic data also rule out transition in the interval 
0 0 

0 to 15 K, not covered b:J the heat-:capacity measurements. In agreement with 

this, X-ray powder work by Mauer and McMurdie (1958) indicates no phase changes 

as the cubic form is cooled down to liquid helium temperature. Compare these 

results with the situation in an:ttnonia hemihydrate at -95°C (.Si.emons and 

Templeton,l954). Here one of the two nonequivalent ammonia molecules is 

involved in only one hydrogen bond and therefore has great rotational freedom, 

.When this compound is cooled down, the heat..,capacity curve (Hildenbrand and 
0 

Giauque, 1953) indicates a transition at about 50 K. This is probably due to 

transformation to another stru,cture in which the restrictd.on to rotation of 

this ammonia IJDlecule is much stronger, e.g., because its hydrogen atoms are 

involved in hydrogen bonds. 
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Ammonia might seem to be a favorable .case in which to try to find the 

hydrogen atoms in the Fourier maps, e.g., F or (F -F ) syntheses based on the 
0 0 c 

nitrogen atoms only. However, the structure is noncentric, and the phases 

based on the nitrogen atoms only are obviously not quite correct in general. 

Only reflections for which one of the indices (h,k,t) is equal to zero get just 

the correct phase. Also, the unit cell is small, which means that .there are 

very few reflections of low enough sin 9/A._ that the cydrogen .contribution to the 

scattering is.'of importance. It was therefore somewhat surprising that the 

difference maps showed very definite maxima close to those places expected.for 

the hydrogen atoms according to the discussion above. -No other peaks as large 

as these appeared in the whble three-dimensional difference synthesis. Some 

small extra maxima in the F synthesis thus turned out to be diffraction 0 . 

effects. Figure 2 shows the electron-density sect ion (based on nitrogen only) 

along (111) passing through the origin; Fig. 3 shows the corresponding 

difference synthesis. The maps shown are based on the data for ND
3

, but the 

data for NH
3 

give , just the same features. This section passes approximately 

through the places where the hydrogen atoms of N
0 

should be.,, The bonds be

tween N
0 

and its closest neighbors N
1

, N
2

, N
3 

(Fig. 3), when looked upon from 

.the· side (looking perpendicular to the threefold axis), appear just like the 

bonds shown between N1, N
2

, N
3 

and N
7

, ·N
8

,- N
9

•·· The hydrogen peaks are 

obviously somewhat of.f the lines between the nitrogen atoms. The hydrogen atoms 

shown in Fig. 1 are, for simplicity, placed just on the lines connecting the 

nitrogen atoms, at 1.0~ R from N
0

• The angles N
2
N

0
N1 , N

3
N0N1 , and N2N0N

3 
were 

given earlier as 118.1 The angles between the threefold axis passing through 
0 N

0 
and the lines N

0
N

1
, N

0
N

2
, N

0
N

3 
respectively are 102.2 . The ammonia molecule 

would obviously be quite distorted if the hydrogen atoms were located on the 

connecting lines. Using instead the hydrogen coordinates obtained from the 
. 0 

difference map (0.85, 0.14, 0.99), one calculates the angles H N0H' to be 107 
. 0 

and the angles between the threefold axis and the lines N
0
H to be 111 . These 

angles are much closer to the tetrahedral value, and strengthen the confidence 

in these hydrogen coordinates. The nitrogen-hydrogen distances (1.13 R for NH
3

_. 

1.12 R for ND ) is considerably longer than the distance reported in the gas 

phase, 1. 008 i (Tables of interatomic distances, 1958), but somewhat longer 

distance is of course to be expected in the hydrogen-bonded solid. 



Temp. 

-l85°C 

-185 

-170 

-185 

-196 
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Table I 

Unit-cell dimension at -196°C determined from 
higher-order reflections 

h2 + k2 + i 

37, 0:1 
31) 0:2 
38) 0:1 

38, 0:2 
a 

41) 0:1 

41) 0:2 

42) 0:1 
42) 0:2 

aNH 
3 

5.0839 R 
5.0839 

5.0839 

5.0827 

5.0835 

5.0835 

5.0724 R 
5.0733 

5.0739 

5.0729 

5.0739 

5.0737 

5.0725 

5.0729 

a39 is impossible; 40 corresponds to [026], 

[062], neither of which was observed on the 

single-crystal photographs. 

Table II 

Reported unit-cell dimensions of NH 

a,kX R o a a, at -196 C Reference 

5.19 5.19(5) Mark and Pohland., 

5.12 5.12(5) de Smedt, 1925 

1925 

5.08 5.07(7) Natta and Casazza, 1930 

5.22(53) 5.23(02) Vegard and Hillesund, 1942 

5.084 This work 

a Calculated as described in the text. 
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Table III 

Observed and calculated structure factors 

NH ND NH ND3 
IF I lF I 

. 3 
IF I 

3 
h k ,e IF I IF I h k £ IF I IF I IFC] 

0 c 0 c 0 c 0 

0 0 2 10.7 15.2 15.4 14.8 1 1 4 1.8 1.7 1.5 1.5 
0 0 4 4.1 4.0 3.6 3.6 1 1 5 1.9 1.4 .1.2 1.2 
0 0 6 <0.9 0.2 <0.5 0.2 1 1 6 1.0 0.9 0.7 0.7 
0 1 1 5.2 5.3 5.5 5.2 1 2 2 5.8 4.9 5.0 4.6 
012 '6.4 7.4 6.5 7.2 1 2 3 5.0 4.9 4.4 4.5 
0 1 3 3·5 2.0 3.0 1.8 1 2 .4 2.7 1.9 2.2 1.6 
0 1 4 5.7 5.8 5.2 5-3 1 2 5 3·5 3-5 2.9 2.9 
0 1 5 <l.l 0.4 0.6 0.3 1 2 6 0.9 0.7 0.5 0.6 
0 1 6 3-2 3·5 2.4 2.8 1 3 2 J.2 3.0 2.7 2.7 
0 2 1 1.4 1.9 1.3 1.9 1 3 3 3-5 3.4 3.0 3.0 
0 2 2 8.1 9.4 8.7 9.0 1 3 4 3·3 2.9 2.6 2.4 
0 2 3 3.1 2.9 "2~ 4 2.7 1 3 5 1.0 l.O 0.8 0.8 
0 2 4 2.9 2.9 2.5 2.6 1 4 2 4.4 4.3 4.0 3.8 
0 2 5 2.5 2.1 1.9 1.8 1 4 3 2.1 1.9 1.6 1.6 
0 2 6 <C.7 0.2 <0.3 0.1 1 4 4 2.0 1.8 1.6 1.5 
0 3 1 6.4 7-1 6.7 6.6 1 4 5 1.5 1.6 1.2 1.2 
0 3 2 2.8 3.1 2.3-; 2.8 1 5 2 2.2 2.0 1.8 1.6 
0 3 3 4.4 3.4 3.8 3.0 1 5 3 l.O 1.0 0.9 0.8 
0 3 4-; 3-5 3.2 2.7 2.7 1 5 4 1.9 2.5 1.6 1.9 
0 3 5 1.1 0.8 0.9 0.7 1 6 2 2.3 2.8 1.9 2.2 
0 4 1 1.9 1.5 1.6 1.4 2 2 2 6.5 6.3 5.8 5·9 
0 4 2 3.0 2.9 2.6 2.6 2 2 3 3·3 3.0 2.7 2.7 
0 4 3 3-7 3.0 2.8 2.6 2 2 4 2.6 2.4 2.3 2.1 
0 4 4 l.l 1.2 0.9 1.0 2 2 ·5 2.0 1.7 1.6 1.4 
0 4 5 2.0 2.6 1.8 2.1 2 3 3 3.2 2.9 2.8 2.5 
0 5 1 4.9 4.6 3.8 3-9 2 3 4 2.8 2.6 2.1 2.2 
0 5 2 1.1 0.7 <0. 5 0.6 2"3 5 1.4 1.4 1.1 1.1 
0 5 3 2.7 2.7 2.3 2.2 2 4 3 2.7 2.4 2.2 2.1 
0 5 4 0.8 0.8 0.7 0.7 2 4 4 1.6 1.6 1.3 1.3 
0 6 1 1.1 0.9 0.5 0.7 2 53 2.0 2.2 1.7 1.7 
0 6 2 <0.7 0.2 <0.3 0.1 3 3 3 2.4 2.4 2.6 2.1 
1 1 1 10.9 1(.6 16.8 17.2 3 3 4 2.2 2.0 1.7 1.6 
1 1.2 3-5 3.5 3.0 3.4 3 4 4 1.3 1.5 1.2 1.2 
1 1 3 6.5 6.8 6.0 6.4 
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MU-16904 

Fig. 1. The crystal structure of cubic ammonia. Only the six 

closest neighbors to the atom at (0.04, 0.04, 0.04) are shovm. 

The hydrogen atoms are for simplicity placed on the lines be

,tween the nitrogen atoms, although there is experimental 

evidence that they are somewhat off these lines. 
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MU-16905 

Fig. 2. Electron-density section (based on nitrogen only) along 

(111) passing through the origin. The atoms marked N
7

} NW and 

N
9 

are three of the six next nearest neighbors at 3.9 ~ from N
0

• 

The solid contours are drawn at l} 2} 3} ..• e.R-3. Dotted 
0-3 contours correspond to l/2 e.A · • 
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[tot1 

MU-16906 

Fig. 3. Difference synthesis corresponding to Fig. 2. The dotted 

contours correspond to 1/2 e.~-3: 
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