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ABSTRACT 

Lithium-drifted detectors with depletion thicknesses up to 3.38 mm, 

capable of stopping 24-Mev proto'us and 96-Mev a particles, have been pro-

duced. To the degree of accuracy of the experiment, the output pulse ampli-

tude was linearly proportional to the energy absorbed in the detector, showing 

that the charge produced was collected with lOOo/o efficiency. 47 .6-Mev cyclo-

tron-produced a particles were resolved to 0.9% full width at half-maximum. 

Most if not all of this width is attributed to beam energy spread. Details of 

production of these detectors are described. 
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l. Introduction 

Solid-state radiation detectors have proven advantageous for short

range ionizing particles
1

• 
2 

because of their high energy resolution. To the 

degree of accuracy of existing experiments, the output pulse amplitude is 

proportional to the energy lost by the particle, independent of its charge, 

mass, and velocity. 

The method to be described employs the ion-drift technique of E. M. 

3 
Pell to extend the depletion region (sensitive region) in p-n junctions, and 

thereby increase the usefulness of these detectors to include longer-range 

particles. 

Two parameters that affect the depletion thickness W are the re-

sistivity p of the silicon and the reverse bias voltage V, where 

"' ~·. '.· .. 
·,, W a: (p V)l/2 (1) 

The maximum voltage that can be applied to the junction depends on 

several variables. Avalanche breakdown in either the bulk material or the 

junction edge rna y be the limiting factor or, under other circumstances, 

noise due to surface or bulk leakage currents may set the limit~ 

On examination of Eq. (1) it is seen that high-resistivity material is 

required to obtain thick depletion layers at a reasonable bias voltage. 

Material exhibiting greater than 10,000 ohm-em resistivity is difficult to 

5 
obtain and suffers change of resistivity or even of type during high-temperature 
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processing (e.g. , diffusion). By applying the ion drift method, essentially ' • .. ·,. 

·' 
intrinsic (high- p) silicon can be produced in a p-n junction made from low-

resistivity starting material. 

2. Principles of the Ion-Drift Method 

E. M. Pell has described the ion-drift principle in detail; the descrip-

tion given here is brief. The method depends on the tendency of ionized 

donors or acceptors to drift in the electric field existing in the depletion 

layer of a junction when the junction is reverse-biased. It may be seen that 

the general result of such drift is a tendency to create an intrinsic semi-

conductor layer in the junction region in which donor and acceptor impurities 

almost exactly compensate. With mC>st_typ.es .. 6f~it::O;p.utity;, diffusion mask!L the 

0 
ion-drift effect; buhvith1ithiun;1,these is a temperature range (100 to 400 C) 

in which ion-drift effects can be made predominant. 

To demonstrate the effect, consider a block of p -type silicon into 

which lithium (a donor impurity) has been diffused from one face. Figure l 

shows a donor-acceptor profile after this initial diffusion. If the resulting 

n-p junction is reverse-biased and the temperature raised to l50°C for a ; 

short time, the donor;..acceptor profile is as .shown in Fig. 2. Lithium ions 

(positive charge) have been transferred from the Li-excess side of the june-

tion to the Li-deficient side, owing to this drift in the electric field that 

exists in the junction region. 

Pel1
3 

has shown that w2 
is proportional to the time of drift at con-

stant voltage and temperature. The drift field must be sufficiently large so 

that diffusion rate is negligible compared with drift rate. 

·i 
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3. Preparation of Li- Drifted Detectors 

3.1 Discussion of Method 

Drift rate is proportional to temperature and voltage .3·, The maximum 

temperature is determined by the temperature at which the starting material 

becomes intrinsic and the junction is lost. 
6 

Lower-resistivity heavily doped 

p-type material allows higher drift temperatures. Therefore, the amount of 

lithium transferable at the higher temperatures with low- p material is greater 

than can be transferred in high-p material, but the amount of Lt needed to 

compensate the amounts of p-type impurity is also greater in the low-p 

silicon. A qualitative study of starting material, judged from the drift rate 

4 7 
of 0.47-ohm-cm and 2,000 ohm-em p-type silicon and the allowed operating 

temperatures, led to the choice of 100 ohm-em material. 

Severe pitting of the surface into which the lithium is diffused prompted 

use of a p + impurity coating on the opposite side of the silicon wafer, and led 

to the resolution to drift the Li ions all the way to this back coating so that it 

could be used as the particle-entry side. 

3. 2 Preparation of the Silicon 

Wafers with surfaces parallel to the 1, 1, 1 plane were cut from the 

silicon ingot8 containing the p-type impurities (approx. 100 ohm-em). 

Thicknesses ranged from 50 mils 9 upwards. The surfaces were lapped with 

1950-mesh Al
2
o

3 
grinding compound to a smooth finish. The wafers were 

1'0 
then washed in synthetic detergent and thoroughly rinsed with methanol, 

trichlorethylene, 
10 ~ethanol, and d;eJionized water. One face of the slice was 

etched with a solution of 1 part hydrofluoric 
10 

and 10 parts nitric acid for 

5 minutes and then with a slower etch {J2part HF, 20 parts HN0
3

) for 10 min 

to remove damage due to lapping. Following thorough rinsing in methanol,· 

trichloroethylene, methanol, and deio,nized water and drying with a jet of 
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dry nitrogen, a 500-A-thick coating of aluminum metal was immediately vapor-
. ' 

ized, in vacuum, onto the etched surface. The aluminum was then alloyed · 

into the silicon by placing the slice in a furnace at 650°C for 2 min. In the 

following 3 min the slice was slowly removed from the furnace. Nitrogen 

flow through the furnace tube excluded oxygen during the alloying. This com-
' 

+ pleted the. p surface through which particles~;are allowed to enter the sen-

shive region of the detector. Most slices were then cut to an area of 0.3X0.3 

inch. 

3.3 Diffusion 

A . f l' h. . '1 1 1 . d . h ll l d suspens1on o . 1t 1um 1n 01. was pa1nte w1t a sma .. g. ass ro on 

the surface opposite the Al side and the slice was. heated in the diffusion oven 

(Fig. 3) to 250 to 300°C to drive off the mineral oil. A dry helium gas flow 

into the oven excluded oxygen. Once the mineral oil had been removed, the 

temperature of the slice was raised to 450°C for approximately 60 seconds and 
' ' ' 

then cooled. This produced a junction approx 20 mils in from the lithium side. 

When the slice had cooled below 80°C it was dropped into water to remove the 

excess lithium on the surface. After the slice was washed as described ear-

lier (prior to etching the surface), picein wax in trichloroethylene was painted 
. . . 

on the two faces and dried under a heat· lamp. The edges were then etched 

for 2 min in hydrofluoric and nitric acids (1:3). The Picein. was removed by 

washing with trichloroethylene followed by methanol and deionized water. 

Dry compressed nitrogen was then used to blow the water off (to prevent most 

of the water from drying on the slice), thus maintaining maximum purity. 

3 .4 Ion Drift 

The Li- junction diode was placed Li face up in the drift oven shown in 

Fig. 4. A voltage supply, a relay, and a Boonton Q Meter, to measure capa-

city, were connected in series. The temperature was raised and the increase 
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in the depletion width, W, was observed by measuring the capacity. For a 

parallel-plate capacitor, 

... 
( 2) 

Here A is the area of the junction and K is the dielectric constant for silicon 

(12 at room temperature). 

The drifting of the Li-junction diodes was usually begun with 300 volts 

at 150°C. Generation current
12 

increased as W grew, finally reaching a 

value where thermal runaway occurred. A current-sensitive relay protected 

the detector from damage by switching off the heater element and the applied 

voltage. To continue the drift either the operating temperature or voltage 

was reduced, resulting in a slower drift rate. Thermal runaway continued 

to drive the drift-rate parameters to lower values as W grew. Drift rates 
j 

were determined for 1 00-ohm-c,Jii silicon starting material by the above pro-
/ 

cedure; they are discussed below. 

A technique that maintained the fastest drift rate at any time for a 

given operating temperature made use of high starting voltages and a resistor 

which limited the maximum amount of power that could be expended in the 

crystal (Fig. 5 ). By determining the current and voltage across the slice at 

the point of thermal runaway the power input became known (P = iV). The 

value of the resistor was then chosen so that at all values of leakage current 

the maximum power to the slice was just below the thermal runaway point. 

The drift then started at a high voltage, and with increased W the conduction 

in the diode increased, causing a gradual decrease in the amount of voltage 

across the diode. When the voltage dropped below 200 V it was usually ad-

vantageous to lower the temperature, permitting an increase in voltage. 
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3. 5 Experimental Data 

Rates ... of W growth in units of mils 
2 
/min were determined for 100 

ohm-:-cm Si at various voltages and temperatures (Fig. 6). These rates are 
' . 

approximate and serve as a guid: in adjusting operating parameters. As W 

becomes larger for a given pair of parameters the field decreases, and the 

rate decreases somewhat, probably owing to diffusion competition. Lines 
I 

under the rates obtained by using the limiting resistor indicate the voltage 

range over the period during which the rate was measured. 

The depletion thicknesses of two crystals were extended to about 130 

mils. Both required almost 80 hours drift time, ending with a final drift 

0 
temperature of 115 C. 

3. 6 Detector Performance 

The Li- drifted detectors were mounted in the holder shown in Fig. 7. 

The p + side was contacted with ste€::1 spring wire which provides tension to 

hold the crystal in place. 

A preamplifier designed for use with junction detectors of the con

ventional type (i.e., thin depletion layers)
4 

was used along with a linear amp-

lifier and a 1 00-channel pulse-height analyzer. A calibrated pulser signal 

was fed into the preamplifier input to test the stability of the system. 

Energy measurements were made with helium ions and deuterons from 

the Crocker Laboratory 60-inch cyclotron, elastica~ly scattered through 15 

deg from a 0. 0001-in. gold foil in a 36-in. s~attering chamber. 
13 

Particles 

were degraded to various energies by aluminum absorbers. Alpha particles 

. . 228 
from a Th source were also measured. The counting system was designed 

for nuclear reaction experimental use, and therefore did not require that 

connections between detector and preamplifier be short. Four feet of cable 
\ 

was used to connect the detector to the preamplifier and 75 feet of cable 
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connected the :preamplifer to the counting area. 

Confirmation that linearity is obtained with the th:icker Li-drifted 

detectors is shown in- Fig. 8. Measurements were made at 60 v reverse 

bias, giving a W of 57 mils. This detector was fully depleted to 80 mils 

thickness when 150 v bias was applied. 

Figure 9 shows the spectrum of Th 
228 

and daughter a particles. 

Maximum resolution obtained for the 8. 78-Mev energy group was 0.93o/o, which 

is comparable to the performance of the conventional phosphorus-diffused 

silicon detectors currently used with this electronic system. 

A check on linearity of a much thicker detector (133 mils = 3.38 mm) · 

is shown in Fig. 10. When a spectrum of particles, some having ranges in Si 

longer than W, falls onto the detector, a pulse-height (energy) cutoff of pulses 

coming from the detector is observed. This cutoff energy corresponds to the 

energy deposited by a particle that just stopped in the sensitive depth. Part

' 
icles of greater or less energy produce smaller pulses. By using deuterons 

fiuom the react~i<Dn Li 
6

(a, d)B
8 ~ a cutoff at a deuteron energy of 32.8 Mev was , · 

found for the detector in Fig. 10; The sensitive thickness of-133 mils was 

found from the range- energy relationship for deuterons in silicon. This 

thickness agrees with the less accurate determination by capacity measure-

ment (1.8 ± 0.1 picofarads). This detector would therefore be capable of 

stopping 24;-Mev protons and 96-Mev a particles. 

Resolution obtained for the 47 .6-Mev a particles was 0.9% full width 

at half-maximum. It is not a measure of the detector's ultimate energy 

resolution, since prior to this measurement the cyclotron beam spread had 

been estimated to be up to 0.8 o/o in energy. 
14 

Figure 11 shows that the 80:-mil Li-drifted detector resolves the K

and L-conversion peaks from the spectrum of Cs 
137 
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Large changes in the depletion layer thickness,· measured by capacity, 

have been encountered after lmoritli's storage. When reverse bias 'Was· applied 

for a few hours at room temperature the thickness increased. · Repeating the 

particle-method determination of thickness for the 133-mil detector shown in 

Fig. l 0 confirmed the original thickness. · These results' indicate that storage 

with reverse bias is desirable. 

4. CONCLUDING REMARKS 

Preparation of thick large-area Li-drifted detectors requires much 

longer times when the technique described above is used, since leakage 

current, caused by thermal generation of charge carriers and qependent 

upon the volume of the depletion region, forces the use of lower temperatures 

and voltages. With larger inexpensive drift ovens, many junctions can be 

drifted at one time. 

The lifetime of the minority charge carriers sets a limit on the thick-

ness at which a detector will remain linear and not lose charge owing tore-

combination. This limit has not been reached at a thickness ofT33 mils, as 

evidenced by the data above. 
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·FIGURE LEGENDS 

Fig. 1.. Concentration profile 6f: donor ND anCI. acceptor- N A impurities in 

a diffused junction diode. 

Fig .. 2. Concentration profile after a period of drift. 

Fig. 3. Diffusion furnace. A carbon holder A for the slice is shown supported 

above the heating element. The thermocouple junction fits into a hole B, 

drilled in the carbon plate. Helium flow C and the bell jar exclude oxygen 

while diffusing. 

Fig. 4. Drift oven, shown with its cover removed. The heating element is 

in a cavity cut in the lower portion of the silver-plated brass block. 

A indicates the thermocouple lead. B. indicates the steel. spring wire 

probe and holder. 

Fig.,. 5. Schematic drawing of the power-limited voltage supply. The value 

of R is chosen to limit the amount of power that can be dissipated in the 

detector. 

Fig. 6. Rate of junction growth (mils
2
/minute). 

Fig. 7. Detector holder. Cylinder A with a spring contact soldered at the 

opening fits over a BNC cable-to-cable connector .B. An ohrriic platform 

soldered to a BNC cable pin supports the detector C. 
; 

Fig. 8. Particle energy vs pulse amplitude. 

Fig. 9.-
228 . 

Spectrum df Th and daughter alpha particles. 

Fig. 10. Particle energy vs. pulse amplitude for the 133-rnil detector. The 

32.8-Mev cutofLfor deuterons from the Li6(a, d)B
8 

reaction determines the 

sensitive thickness. 

. 137 
Fig. 11. K- and L-conversion peaks from the decay of Cs · . 
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