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We present first-principles energy calculations and a
cluster expansion model of the ionic ordering in
LixNi0.5Mn1.5O4 (0 ≤ x ≤ 1), one of the proposed high-
energy density next-generation Li-ion cathode materials.
The developed model predicts an intricate relationship be-
tween the preferred Li-vacancy ordering and the Ni/Mn
configuration, which explains the difference in interme-
diate ground states between ordered (P4332) and disor-
dered (Fd3̄m) Ni/Mn configuration. The phase sequence
as a function of lithiation as well as the voltage profile are
well matched with experimental results. Understanding
of the inherent chemical interactions and their impact on
the performance of an energy storage material is essential
when designing and optimizing Li-ion electrode materials.

Li-ion batteries are poised to power the new generation of
electric vehicles and thereby enable sustainable energy trans-
portation. Among the most promising cathode materials, the
lithium manganese spinel, LiMn2O4, has received attention
due to its cheap price, non-toxicity, and good rate capabil-
ity.1,2 However, commercialization of LiMn2O4 has been de-
layed due to capacity fade upon cycling, which has been at-
tributed to the dissolution3–5 of Mn3+ produced by the redox
process during lithiation/delithiation cycling.6,7 Furthermore,
it has been speculated that the strong Jahn-Teller distortion of
the Mn3+ ion degrades the structural stability of the material
and inhibits Li migration.8–10

Previous studies (see for example Ref. 3 and refer-
ences therein) aimed at improving the cycling perfor-
mance by substituting other transition metals into LiMn2O4
suggest LixNi0.5Mn1.5O4 as an attractive material. In
LixNi0.5Mn1.5O4, the redox process occurs on the Ni site only,
which prevents the creation of the Mn3+ cation and its related
problems.11,12 Furthermore, the reduction of Ni4+ to Ni2+ oc-
curs at 4.7 V,3,11–15 which increases the total energy density of
LixNi0.5Mn1.5O4 as compared to LiMn2O4 from 440 Wh/kg to
686 Wh/kg.16

Despite the promising qualities of LixNi0.5Mn1.5O4 for Li-
ion battery applications, some of its fundamental properties
have remained unexplained. For example, 1) the origin of the
voltage step at Li0.5Ni0.5Mn1.5O4 and its pronounced depen-
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Fig. 1 One conventional cell of LixNi0.5Mn1.5O4 (P4332). 8a sites
form tetrahedral structures and 4b and 12d sites form octahedral
structures with the nearest neighboring oxides. a0 is the lattice
parameter.

dence on the cation ordering,11,17 2) the difference in rate ca-
pability,11,18 and 3) the occurrence of reversible phase tran-
sitions between ordered and disordered Ni/Mn arrangement
during charge/discharge cycling1,19,20 are debated. Properties
such as these provide the foundation for the long-time perfor-
mance and we cannot rationally design or optimize electrode
materials without understanding how the electrochemical sig-
nature depends on the structure and chemistry. In this commu-
nication, we present first-principles energy calculations and a
coupled cluster expansion model of the ionic ordering and its
effect on the electrochemical behavior of LixNi0.5Mn1.5O4. In
particular, the model confirms the significant effect of a pre-
ferred commensurate Li/vacancy ordering and Ni/Mn arrange-
ment on the phase stability and resulting voltage profile.

X-Ray Diffraction (XRD) and Transmission Electron Mi-
croscopy (TEM) analysis propose that the ground state of
LixNi0.5Mn1.5O4 belongs to the crystal structure P4332. How-
ever, differences in synthesis procedure such as high tem-
perature calcination can lead to another crystal structure
Fd3̄m.1,2,11,21 Fig. 1 shows one conventional unit cell of
P4332 which has Li at 8a sites, Ni at 4b sites, and Mn at
12d sites (ordered), while Fd3̄m has Ni and Mn distributed
randomly at any of the 4b and 12d sites (disordered). When
the Li is extracted, the corresponding tetrahedral sites become
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vacant (labeled ‘VA’ later). By comparing the energy for dif-
ferent ionic configurations (Li or VA and Ni or Mn), we can
identify the preferred ionic configuration in LixNi0.5Mn1.5O4.

The energy is calculated by first-principles, based on
zero-temperature density functional theory (DFT) within the
Perdew-Burke-Ernzerhof parametrization of the generalized
gradient approximation22,23 as implemented in Vienna ab-
initio Simulation Package.24–27 Furthermore, Projector Aug-
mented Wave (PAW)28,29 potentials were used. During the re-
laxation, both the volume and the shape of the supercell were
optimized and a high cutoff energy (520 eV) together with a k-
point sampling, which was adjusted depending on the size of
supercell, ensured an energy convergence of 1 meV per atom.
Spin-polarized calculations were performed to calculate the
energy using different magnetic orderings. The +U scheme is
employed to account for the electron localization around the
transition metal ions and to calculate accurate oxidation states
of Mn and Ni. In this study, we use 5.96 and 4.5 as U values of
Ni and Mn, respectively.30 The oxidation state of each ion is
determined by integrating local magnetic moment within the
Wigner-Seitz radius for each ion as given by the PAW poten-
tials.

To calculate the energy for all possible cation orderings us-
ing DFT is computationally very expensive and the informa-
tion obtained often redundant. Instead, we systemically select
representative samples of the ionic configurations and repre-
sent the energy of the system at any ordering using a cluster
expansion method. The ionic configuration of a system can be
translated by the occupation variable σi at each lattice site i
similar to a spin configuration of an Ising model assigning +1
to Li, -1 to VA, +1 to Mn, and -1 to Ni. In this way, the energy
as a function of {σi} is expanded by cluster functions Φα over
all ionic clusters α’s in the system, where Φα is defined as the
product of all the spins in cluster α:

E({σi}) = ∑
α

XαΦα({σi}) (1)

The coefficient Xα is called the effective cluster interaction
(ECI) for cluster α and is fitted to existing DFT data sets.
Once the ECIs are fitted, the energy of any given ionic con-
figuration can be predicted by Eq. (1). Since robust fitting
requires the number of necessary DFT data sets to be greater
or equal to the number of ECIs, the clusters are grouped based
on the translational and rotational symmetries to reduce the
number of ECIs. For further truncation, a Monte Carlo al-
gorithm is used to select relevant clusters by minimizing the
cross-validation (CV) score.31,32 The ground state ionic con-
figuration is searched by an iteration of fitting ECIs to existing
DFT data sets and predicting the lowest energy configuration,
until the newly predicted configuration and its energy already
exists in DFT data sets used in the fitting. We refer the reader
to Ref. 32 for further details of the cluster expansion method.

No. Coordinates (a0/8) ECI (eV)
1 (6,0,0), (4,2,0) 0.2084
2 (6,0,0), (0,4,2) -0.0397
3 (6,0,0), (4,2,0), (4,0,2) -0.0632

Table 1 Selected relevant clusters and their corresponding ECIs to
predict the contribution from Ni/Mn ordering to the total energy at
fully lithiated state. Empty cluster (not listed) is also selected and
provides a constant. For example, the energetic contribution of a Ni
and Mn pair in ‘cluster 1’ will be 0.2084×1 (Mn)×-1 (Ni), which is
favorable to reduce the total energy.

At the fully lithiated state of P4332, we predict that a fer-
rimagnetic∗ ordering has lower energy than the ferromagnetic
ordering by 25 meV per formula unit (FU), which agrees with
experimental observations.33,34 Our calculations also repro-
duce the oxidation states Mn4+ and Ni2+ at fully lithiated state
and we find that only the oxidation state of Ni changes during
cycling. The predicted lattice parameter is 8.32 Å and 8.17
Å for the fully lithiated state and fully delithiated state, re-
spectively. Although the lattice parameter is overestimated
by 2%, its change of 1.8% during the lithiation/delithiation
cycling matches well experimental observations.20,35 The dis-
tance between the nearest neighbor Mn4+ ions is 2.94 Å and
2.89 Å for the fully lithiated state and fully delithiated state,
respectively. Interestingly, we find that the overestimation of
the Mn4+-Mn4+ distance coupled with the localization of the
Mn orbitals result in a ferromagnetic ground state of the fully
delithiated state rather than an antiferromagnetic one as ob-
served in experiments.35,36 The failure to recapture the cor-
rect antiferromagnetic state at complete delithiation leads to a
change in energy associated with a magnetic phase transition
which we believe is an artifact of the overestimated volume.
Hence for the fully delithiated state, we derive the ground state
energy from an extrapolation of the energy in low Li content
region instead from a direct DFT calculation.

The cluster expansion method is used to search the ground
state Ni/Mn configuration at fully lithiated state. We find that a
total of 15 different Ni/Mn configurations are needed through
fitting-predicting for the cluster expansion to converge. The
selected relevant clusters and the corresponding ECIs, given
in the Table 1, yield a CV score of 13 meV/FU and a root-
mean-square error of 12 meV/FU. We observe that the most
influential cluster (‘cluster 1’) consists of two octahedral sites
in the nearest neighbor relationship (1nn) and its positive ECI
suggests a strong 1nn ordering of Ni and Mn. The predicted
ground state (at 0 K) is P4332, which agrees with the experi-
mental observations that Fd3̄m is predominantly observed af-
ter annealing at higher temperatures T > 700◦C.1,11

∗ In the ferrimagnetic configuration, the magnetic orderings of the Ni sublattice
and Mn sublattice are ferromagnetic in their own sublattice but are opposite
to each other to form a ferrimagnetic ordering overall.
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No. Coordinates (a0/8) ECI (eV)
1 T(1,1,1) -3.2178
2 T(1,1,1), T(3,3,3) 0.0560
3 T(1,1,1), T(5,1,5) -0.0079
4 T(1,1,1), T(3,3,3), O(4,2,0) -0.0093
5 T(1,1,1), T(3,3,3), O(6,2,2) -0.0056
6 T(1,1,1), O(6,0,0), O(6,2,2) -0.0075
7 T(1,1,1), O(4,2,0), O(0,4,2) -0.0036

Table 2 Selected relevant clusters and their corresponding ECIs to
predict the contribution from Li/vacancy ordering to the total
energy. Empty cluster (not listed) is also selected. ‘T’ and ‘O’
indicate the tetrahedral sites and the octahedral sites, respectively.

The cluster expansion method is also used to predict the
ground state Li/VA configuration for each Li content x in
P4332 and Fd3̄m. Since there exist a tremendous number of
Ni/Mn configurations, it is not possible to model Fd3̄m com-
pletely. Instead, in this study, we sample four physically very
different Ni/Mn configurations which are labelled ‘uniform’,
‘almost-ordered’, ‘segregated’, and ‘random’. ‘Uniform’ cor-
responds to a uniform distribution of Ni to form the face-
centered-cubic Ni sublattice, ‘almost-ordered’ places all Ni at
4b sites except for one Ni per 16 FU, ‘segregated’ has all Ni
segregated, and ‘random’ corresponds to one snap-shot con-
figuration of randomly selected sites for Ni within the 32 tran-
sition metal supercell. We emphasize that, among the disor-
dered configurations, the ‘uniform’ configuration exhibits the
highest entropy and therefore corresponds to the most realis-
tic representation of a completely disordered high temperature
compound. We assume that the Ni/Mn configuration remains
during charge/discharge cycling and hence the degree of free-
dom in a given Ni/Mn ordering is reduced to the Li/VA con-
figuration only.

The formation energy EI
f for each Ni/Mn configuration I

is defined as EI
f (x) = EI(x)− (1− x)EI(0)− xEI(1), where

EI(x) is the energy of LixNi0.5Mn1.5O4 of a Ni/Mn config-
uration I. We include the DFT data sets on or close to the
convex hull of the formation energy at each iteration of fitting-
predicting of the cluster expansion, as data sets with large off-
set from the convex hull typically degrades the fitting and re-
sults in less robustly fitted ECIs. Although EI

f is calculated
within the realm of a Ni/Mn configuration I, the entire data
sets from all Ni/Mn configurations are included in the fitting
of the ECIs in Eq. (1) as the ECI of a certain cluster is the
same in any Ni/Mn configuration.

A total of 251 DFT data sets are included when the itera-
tion converges. The energy is predicted with a CV score of 13
meV/FU and a root-mean-square error of 12 meV/FU. The se-
lected relevant clusters and corresponding ECIs are provided
in the Table 2. Since the ECI of the empty cluster is simply
a background constant, we dismiss it here. The strong nega-

tive ECI of the tetrahedral point cluster (‘cluster 1’) indicates
that the total energy decreases with lithiation. The remarkably
large positive ECI of ‘cluster 2’ implies the preference of a
Li-VA pair for 1nn tetrahedral sites. Conversely, the negative
ECI of ‘cluster 3’ indicates that either a Li-Li or a VA-VA ar-
rangement for 2nn tetrahedral sites reduces the total energy.
Combining the ‘cluster 2’ and the ‘cluster 3’ suggests that the
most favored Li/VA configuration has the ordering of Li-VA-
Li-VA-· · · along consecutive 1nn tetrahedral sites in a zigzag
pattern as illustrated in Fig. 2. We note that the effect of this

Fig. 2 Illustration of the most favored Li/VA configuration and its
incompatibility with P4332. Black lines indicate the zig-zag pattern
of Li-VA-Li-VA-· · · in the most favored Li/VA configuration. Note
that this Li/VA configuration is derived from the clusters composed
of exclusively the tetrahedral sites. The pink triplet corresponds to
one ‘cluster 4’ configuration.

ordering on the total energy is maximized when half of the
tetrahedral sites are occupied by Li, i.e. at x = 0.5.

The stability of a certain overall ionic configuration depends
on the commensurateness of this favored Li/VA ordering with
a given Ni/Mn configuration. Xia et. al.11 speculated that
the Li/VA ordering at x = 0.5 is less commensurate with the
Ni/Mn distribution in P4332 than Fd3̄m to explain the smaller
voltage step at x = 0.5 in P4332 than Fd3̄m. Our cluster ex-
pansion model quantitatively demonstrates this incompatibil-
ity between the ordered P4332 and the preferred Li/VA order-
ing. For example, either the (4,2,0) a0

8 site or the (4,0,2) a0
8 site

in Fig. 2 can form ‘cluster 4’ with the (1,1,1) a0
8 site and the

(3,3,3) a0
8 site. Since both the (4,2,0) a0

8 site and the (4,0,2) a0
8

site are occupied by Mn in P4332, the negative ECI of ‘clus-
ter 4’ induces the (1,1,1) a0

8 site and the (3,3,3) a0
8 site to prefer

Li-Li or VA-VA arrangement to reduce the total energy, which
violates the favored Li/VA ordering.

We can compare the effect of the ordering on the total en-
ergy from the difference in EI(x)−EI(0), which is calculated
at x = 0.5 as -3.2250, -3.2402, -3.2273, -3.1397, and -3.2329
(eV/FU) for P4332, ‘uniform’, ‘almost-ordered’, ‘segregated’,
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and ‘random’, respectively. Except the ‘segregated’, which
is a rather unrealistic structure, all disordered configurations
exhibit Ni/Mn orderings that are more compatible with the
favored Li/VA ordering than ‘ordered’ P4332. In addition,
more disordered configurations (‘uniform’ and ‘random’) are
more favorable than the ‘almost-ordered’, which has almost
the same Ni/Mn configuration as P4332 except for only one
Ni and one Mn per 16 FU.

Fig. 3 shows the formation energy as a function of Li con-
tent x for different Ni/Mn configurations. We find that P4332

Fig. 3 Formation energy as a function of Li content x. Each point
corresponds to the DFT energy calculation of a ionic configuration
included in the fitting-predicting of cluster expansion method. Each
continuous line shows the convex hull of the formation energy of
each Ni/Mn configuration.

has no stable Li/VA configurations for 0< x< 1 (in agreement
with Xia et. al.11) while the disordered configurations exhibit
several intermediate stable Li/VA configurations for x ≥ 0.5.
The voltage profile reflects the sequence of stable phases. We
calculate the voltage as a function of x from the difference in
Li chemical potential between the cathode and the anode. The
calculated voltage, as well as experimental results from Ref. 1,
are shown in Fig. 4. The voltage profile exhibits a pronounced
plateau around 4.65 V in agreement with experimental obser-
vations.3,11–15 A constant voltage for all x in P4332 is compat-
ible with the experimental observations that the voltage step at
x = 0.5 is negligible in P4332 compared with Fd3̄m.11,19 We
speculate (as in agreement with Xia et. al.) that the small volt-
age step in P4332 in some experiments may be due to small
partial cation disorder in the measured samples.

Between x = 0 and x = 0.5, our investigation finds that the
constant voltage is due to a two-phase region and is expected
in both P4332 and Fd3̄m (except the unrealistic ‘segregated’).
For perfectly uniform disordered Fd3̄m, we predict another
two-phase region between the x = 0.5 and x = 1 ordered states
and a resulting voltage step at x = 0.5. While our zero tem-
perature calculations yield an abrupt voltage step, we expect

Fig. 4 Voltage as a function of Li content x – the energies along the
convex hulls in Fig. 3 are used to obtain the voltage. Dashed lines
are experimental observations reproduced from Ref. 1.

the step will be smoother at room temperature due to local
disorder. For partially ordered/disordered arrangements (‘ran-
dom’, ‘almost-ordered’) we observe a series of voltage steps
for x > 0.5. While these two ‘snap-shot’ configurations will
never be representative of a whole sample, they demonstrate
the influence of local deviations from perfectly ordered and
disordered (‘uniform’) samples, which will manifest in a more
sloping voltage at higher lithium content. The existence of
one or several two-phase regions has been reported in several
previous experimental works.1,11,19,20 Based on the analysis
of the XRD and ex-situ TEM images, the two-phase regions
has also been explained by the possibility of a topotatic phase
transformation during charge/discharge cycling, i.e. the possi-
ble migration of cations (Ni and Mn) during the cycling.19,20

While Ni2+ may be mobile, the high Li content corresponding
to the oxidation state Ni2+ leaves insufficient vacant tetrahe-
dral sites.15 Based on our calculations, we propose that P4332
exhibits one two-phase region which is due to the mixture
of two different Li ordered states, e.g. Li0Ni0.5Mn1.5O4 and
LiNi0.5Mn1.5O4.

In summary, we have developed a model to unravel the intri-
cate cationic ordering in LixNi0.5Mn1.5O4 by combining first-
principles calculations with the cluster expansion method. Our
findings explain the different features in the voltage profile for
P4332 as compared to Fd3̄m as a result of coupled Ni/Mn
and Li/VA orderings. We quantitatively demonstrate the in-
commensurateness between the preferred Li/VA configuration
and the Ni/Mn configuration in P4332, which explains the
observed negligible voltage step at x = 0.5 in P4332 com-
pared with Fd3̄m. Furthermore, the predicted formation en-
ergy and the voltage as a function of Li content show that per-
fectly ordered P4332 exhibits only one two-phase region in
entire range of 0 < x < 1, while uniformly disordered Fd3̄m
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exhibits two pronounced two-phase regions of 0 < x < 0.5
and 0.5 < x < 1 with the possibility of more ground states
at high lithiation depending on the existence of local devia-
tions from the overall Ni/Mn ordering. In conclusion, we have
studied the influence of cation order on the Li/VA configu-
ration and resulting phase transformations during Li interca-
lation which provides the necessary relationship between the
materials chemistry and its performance and in turn, enables
rational design of the electrode material.
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