
(" 

r_, 

UC-90d Li J 
LBID-354 

IrnI Lawrence Berkeley Laboratory 
~ UNIVERSITY OF CALIFORNIA 

Materials & Molecular 
Research Division 

RECEiVED 
lAWRENCi: 

a:;RJ(El.EY LASORA lORY 

MAR 1 ~ 198i 

LIBRARY AND 
DOCUMENTS SECTION 

For Reference' 

Not to be taken from this room 

c-
~. 

-'d 
I 
{jJ, 

$ 
() 

,.. --



DISCLAIMER 

This document was prepared as an account of work sponsored by the United States 
Government. While this document is believed to contain correct information, neither the 
United States Government nor any agency thereof, nor the Regents of the University of 
California, nor any of their employees, makes any warranty, express or implied, or 
assumes any legal responsibility for the accuracy, completeness, or usefulness of any 
information, apparatus, product, or process disclosed, or represents that its use would not 
infringe privately owned rights. Reference herein to any specific commercial product, 
process, or service by its trade name, trademark, manufacturer, or otherwise, does not 
necessarily constitute or imply its endorsement, recommendation, or favoring by the 
United States Government or any agency thereof, or the Regents of the University of 
California. The views and opinions of authors expressed herein do not necessarily state or 
reflect those of the United States Government or any agency thereof or the Regents of the 
University of California. 
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FIRST QUARTERLY SUMMARY REPORT 

October 1 - December 31, 1979 

CHEMISTRY AND MORPHOLOGY OF COAL LIQUEFACTION 

Principal Investigator: Heinz Heinemann 

Lawrence Berkeley Laboratory, Bldg. 62 

University of California 

Berkeley, Ca. 94720 

TASK 1: Selecti ve Synthesis of Gasoline Range Compounds from Synthesis Gas 

Task Manager: A. T. Bell 

Mr. Ron Dictor (Ph. D. Candidate) and Mr. William Cannella 
(M.S. Candidate) have been selected to work on the indicated project. 
Since joining the project two months ago, these students have spent 
their time becoming familiar with Fischer-Tropsch synthesis and develop
ing plans for the research as well as assembling equipment. 

Mr. Cannella's efforts will be directed at evaluating the perform
ance of iron and ruthenium catalysts prepared on different supports using 
a variety of preparative techniques. Catalyst testing will be conducted 
initially in a fixed bed reactor, but eventually it is planned to use 
a high-pressure slurry reactor. At present, components are being ordered 
for the construction of a high-pressure gas manifold and product collection 
system. It is planned that gaseous products will be analyzed by on-line 
gas chromatography. The liquid products will be collected and analyzed 
periodically, also by gas chromatography. 

The purpose of Mr. Dictor's research will be to establish the 
influence of mass transfer on the activity and selectivity of Fischer
Tropsch catalysts. This effort will focus on mass transfer occurring both 
within catalyst particles as well as through the liquid film which surrounds 
a particle at high reactant conversion. The catalyst to be used in these 
studies will consist of a flat plate coated on one side by a thin porous 
layer of alumina. The catalyst metal will be impregnated into the porous 
layer. To simulate the presence of a liquid on the catalyst surface, 
it is proposed to create a thin film of oil on the surface of the plate. 
The liquid for this film will be supplied externally and moved over the 
catalyst surface gravity flow. Experiments will be performed to establish 
the influences of liquid film flow rate and thickness on the catalyst 
activity and selectivity. By spiking the liquid with product olefins, it 
will also be possible to explore the influence of the liquid film on 
secondary reactions. The effects of internal mass transfer limits will 
be explored by varying the thickness and porosity of the porous layer 
containing the catalyst metal. 
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TASK 2: Cance lIed 

TASK 3: Electron Microscope Studies of Coal During Hydrogenation 

Task Manager: J. W. Evans and J. A. Little 

The study of the chemistry and morphology of coal liquefaction will 
proceed via the joint observation of the morphological changes occurring 
during coal gasification and the simultaneous measurement of kinetic data 
by the measurement of the product gases of the reaction using a mass 
spectrometer system. 

The morphological data will be obtained using an envioromental cell 
in the Hitachi 6S0kV electron microscope. This cell allows the introduct
ion of various atmospheres into the sample environment at varying pressures 
and also allows a range of temperatures between room temperature and approxi
mately 1000 °c depending an the atmosphere. The gas analysis will be 
made using a residual gas analyzer attached to a vacuum system and thus 
acting like a mass spectrometer (Fig. 1). This instrument is due to arrive 
in January. 

Preliminary investigations will investigate the reactions of graphite 
wi th carbon dioxide and the initial morphology of graphite has now been 
characterized (Fig. 2). Preliminary work haS also been done on anthracite. 
Work in the presence of hydrogen and of steam at different pressures and 
temperatures is planned. The influence of catalysts may also be studied 
and as can be seen in Fig. 3. the catalyst particles (here zinc) can be 
easily observed and thus, changes in their shape and that of the substrate 
can be measured during the course of the reaction, while products can 
be analysed. The zinc particles were put onto the graphite by dipping 
the sample into an ultrasonically agitated mixture of fine zinc particles 
in acetone and quickly withdrawing it -a procedure which has been used 
previously to investigate the catalytic effects of zinc upon graphite. 

This work was supported by the U.S. D~partment of Energy under 
Contract W-7405-ENG-48. \ 
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This report was done with support from the 
Department of Energy. Any conclusions or opinions 
expressed in this report represent solely those of the 
author(s) and not necessarily those of The Regents of 
the University of California, the Lawrence Berkeley 
Laboratory or the Department of Energy. 

Reference to a company or product name does 
not imply approval or recommendation of the 
product by the University of California or the U.S. 
Department of Energy to the exclusion of others that 
may be suitable. 
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