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ABSTRACT 

1 

An investigation has been made to produce high strength wire 

from low carbon dual-phase steel using its high strain hardening 

rate and superior formability. This dual-phase steel wire is an 

alternative to conventional high strength wire, which is produced by 

cold drawing high carbon pearlitic steel rod to large strains with 

several intermediate annealing or patenting heat treatments. 

Some alloy design considerations were assessed to develop a 

dual-phase steel suitable for cold drawing into high strength wire. 

The effects of metallurgical variables such as martensite particle 

size, shape, volume fraction and ferrite grain size on control 1 ing 

the strength-ductility balance were described, and their role during 

the wire drawing process characterized. 

The dual-phase steel of composition Fe-2% Si-0.1% C, which has 

been developed according to the selected design guidelines, was 
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found to be the most promising material for high strength wire 

application. This steel could be continuously drawn to strength 

levels found in commercial high carbon pearlitic wires without any 

intermediate patenting treatments during the drawing process, 

resulting in reductions of production cost and operation complexity. 

The:attractive properties:found in the silicon containing dual-phase, 

steel are, attributed to its'microstructura'l feature; fine, fibrous 

and disconnected lath martensite particles in a fine ferrite matrix. 

This desirable dual-phase microstructure can be produced by 

austeniti zi ng and quench; ng to form lOO~ martensite, fo 11 owed by two 

phase annealing and subsequent quenching or in the as-rolled 

condition by rolling in the two phase region and quenching after 

controlled deformation in the austenite region. It is recommended 

that the quench after two phase anneal ing or finish rolling be as 

rapid as possible to prevent austenite pool shrinkage or 

decomposition prior to its transformation to martensite. 
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1. INTRODUCTION 

Conventionally, high strength steel wire in use for tire cord, 

wire rope, prestressed concrete and springs, etc. has been made by 

cold drawing wire rod, which is manufactured by patenting the hot 

roll ed rods of various carbon contents. Patenting is a heat 

treatment appl ied to wire rod and wire generally having a carbon 

content of 0.4 per cent and higher, the term being pecu1 iar to the 

wire industry. The object of patenting is to obtain a fine lamellar 

pearl itic structure, which has high tensile strength with high 

ductil i ty and thus impart to the wi re rod the abil i ty to wi thstand 

the severe distortions during the wire d.rawing process.· This heat 

treatment consists of heating the as-received hot rolled rod above 

the critical temperature for a time long enough for complete 

transformation to austenite, followed by cooling in air or quenching 

to a bath of mol ten 1 ead, or in some cases, in mo 1 ten sa 1 ts of a 

predetermined temperature where the austenite is transformed to the 

desired fi·ne pearl itic structure (1-4). 

Since the patenting process mentioned above is complex and 

expensive, wire rod manufacturers have sought to produce a fine 

pear1itic microstructure directly and in sequence with a rod rolling 

mill without the separate patenting treatment. Therefore, a number 

of processes have been developed to obtain a patented structure from 

the hot worked austenite by contro1l ing the cool ing rate of hot 

rolled rods (e.g., EDC, Stelmor process) and/or adding microalloying 
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elements (5-10). For example, in the Stelmor process, a rod on a 

single-strand basis from the finishing mill is rapidly water cooled 

to a predetermined temperature, formed into rod rings by a laying 

head and deposited on a conveyer in an overlapping pattern which 

provides uniform cooling at controlled rates. This process not only 

complements the,'higher rolling speeds of today's modern rod.mills, 

but enables heavier weight coils to be produced. 

After the wire rod is patented, it is then cold drawn to high 

strength wire of the desired diameter. If very high strength and/or 

small diameters are desired g the wire must be patented more than 

once before the desired size and properties are reached. For 

example, a typical manufacturing process of steel tire cord is shown 

in Fig. 1, which invol ves the two intermediate patenting treatments 

to obtain the required strength. Clearly the el imination of this 

patenting process during wire drawing as well as the addition of 

microal loying elements would be of significant economic value. 

An alternative to high carbon pearl·itic steel as wire rod which 

could be cold drawn in a simple drawing process without inte~mediate 

annealing or patenting treatments has been desired by wire 

manufacturers. The potential of a dual-phase steel, which was 

initially developed for cold formable sheet especially in automotive 

appl ications, has been demonstrated as starting wire rod for high 

strength wire in recent years by Thomas and Nakagawa (11,12). 

Dual-phase steel is a new class of high strength low alloy 

(HSLA) steels characterized by a microstructure consisting of 
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inherently strong martensite particl es embedded in a soft, ductil e 

ferrite matrix. The major source of strengthening in the dual-phase 

steels arises from the presence of inherently strong martensite as a 

load carrying constituent in a soft ferrite matrix which supplies 

the system with the essential element of ductility. 

Since the introduction of dual-phase steel (13-15), 

considerable research effort has been directed toward understanding 

and improving this steel as reported at five symposia on this 

subject (16-20). This dual-phase steel is produced by a variety of 

thermal and thermomecha.nical treatments, all of which invol ve 

cooling a composite of ferrite and austenite at a rate sufficient to 

transform austenite to martensite. The resul ting mixture is 

analogous to that of a composite and the concept of fiber-reinforced 

composite strengthening is thus useful in qual itatively 

understanding dual-phase steels (11). Empirically, it has been 

found that the mechanical properties appear to follow a law of 

mixtures (21-24). For exampl e, the general expression for the 

ultimate tensile strength (a c ) of dual phase steels approximating to 

a fiber-reinforced composite model is given by 

where a is the stress in ferrite at the ultimate tensile strain of 
Ct 

martensite, am is the tensile strength of martensite, and (1 - Vm) 

and Vm are their respective volume fractions. However, deviations 
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from the above equation can occur when third phase precipitates 

espec i a 11 yin the ferrite matrix are present (25~28). 

The characteristics of dual-phase steels are low yield 

strength, continuous yielding behavior, high initial work hardening 

rate and good ductil ity. Because of these properties, dual-phase 

stee·ls are regarded'as'attractive materials, particularly for 

appl ications:.where both formabil ity and strength- are required. 

Figure 2 shows t,ypica1 stress-strain curves of dual-phase steels 

(29). For comparison. a stress-strain curve of a ferrite-pearl ite 

steel is included. 

The low yielding and the absence of discontinuous yielding in 

dual-phase steels has been explained in terms of both the residual 

stresses and high dislocation density in the ferrite matrix 

surrounding the martensite particl es- (30,31). The 1 attice shear and 

vol"ume expansion accompanying the austenite to martensite 

transformation (32,33) during cooling from ferrite + austenite 

region causes a distortion between the product martensite and the 

ferrite matrix. This distortion generates residual stresses (34,35) 

and introduces a high density of mobile dislocations into the 

ferr i te regi ons adj acent to the ma rten site pa rt i c 1 es (13,36), 

causing yielding to occur at low stress levels. Yielding also 

occurs' uniformly throughout- the material because the heavily 

dislocated ferrite regions around the martensite particles which 

serve as sl ip initiation sites (due to the transformation induced 

residual stresses and mobile dislocations) are distributed uniformly 

" 
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throughout the material, giving rise to continuous yielding 

behavior. 

The early yielding is followed by a high initial work hardening 

rate. The rapid increase in work hardening at low plastic strains 

can be explained as follows. In the very early stages of 

deformation following yielding, the residual stresses are being 

eliminated (35) and the built-in mobile dislocations are being 

immobilized by dislocation-dislocation interactions or by gliding to 

a ferrite-martensite interface (31). Therefore, the stress required 

for continued plastic deformation must increase rapidly to a level 

adequate for the nuc1 eation and propagation of new, mobil e 

di sl ocations. In the 1 ater stages of deformation, the· dua 1-phase 

steel essentially behaves as a particulate composite consisting of a 

ductile ferrite matrix containing hard martensite particles (37,38). 

During plastic deformation, the dual-phase steels develop a greater 

nonhomogeneous internal stress field in the ferrite matrix caused by 

unrelaxed plastic strain gradients between the ferrite and 

martensite. This effectively restrict dislocation motion and 

produces a higher rate of work hardening. The high work hardening 

rate of dual-phase steel provides a high tensile strength despite 

the low yield strength and increase the uniform elongation values by 

delaying the onset of necking in uniaxial tension tests. More 

importantly, it suppresses the onset of plastic instability in 

mul tiaxial metal forming operations to yield improved formabil ity 

(39). 
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In the present work, an attempt has been made to utilize the 

characteristics of this dual-phase steel to produce high strength 

wire as an al ternative to existing practice using pearl itic high 

carbon steels. Dual-phase steel was selected as the starting 

material for cold drawing into high strength steel wire because of 

its pronounced strain hardening rate and superior formabil ity as 

mentioned before. The rapid strain hardening of this steel could 

provide an increase in strength with less cold reduction. Also, the 

superior formability of dual-phase steel could enable it to be drawn 

to large strains in a continuous, multipass drawing process without 

intermediate heat treatments. In general t the alloy composition and 

processing of dual-phase steels are quite simple and they can be 

varied to produce a wide range of microstructure and mechanical 

properties to fit the specific appl ications. These advantages are 

in addition to the simplicity and low cost of the wire-drawing 

process. 

To produce the high strength wire in one continuous, multipass 

cold drawing operation, it is a prerequiSite that the starting dual 

phase steel for wire drawing should have a good combination of 

strength and formability. Since dual-phase steel- is a composit-e, 

its mechanical properties would be influenced by metallurgical 

parameters such as thejsize, shape and volume fraction of martensite 

particles and the properties of the individual phases. 

Therefore, one objective in the current research was to clarify 

the role of microstructural factors (size, shape, distribution and 

,. 
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volume fraction) of the constituents in dual-phase steels on their 

initial tensile properties and wire drawing behaviors, and from this 

to design a dual-phase steel of appropriate microstructure and 

properties for cold drawing into high strength wire. The other 

objective was to study the high strain deformation behavior of dual

phase steels during wire drawing in terms of the structure of highly 

deformed Ferri te and martensi teo 
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2. APPROACH 

The adopted approach to deve lop a des; rab 1 e dua l-phase stee 1 

for the high strength wire appl ication is primarily that of 

microstructural manipulation' by heat treatment, alloying or 

combinations of "both. In what follows, the design guidel ines-for 

developing a desirable dual-phase structure are outlined and in the 

subsequent section, the choice of heat treatments and alloying 

elements based on these principles is discussed. 

2.1 Design Guidelines 

(1) Volume fraction of martensite: According to the law of 

mixtures, the tensile strength of dual-phase steel is linearly 

proportional to the volume fraction of martensite present. The 

amount. of martensite must exceed a.lower limit in order to achieve a 

substantial contribution to strengthening and to eliminate yield 

point elongation (31,40). At the same time, there must not be so 

much martensite in the dual-phase steel where a crack in the 

martensite particles would propagate throughout the structure and 

lead immediately to its failure. THus, an optimum range of "volume 

fraction of martensite should be achieved so that the. ferrite matrix 

can locally work'harden and carry the transferred load. 

(2) Size, shape and distribution of martensite particles: 

A fine scale of martensite particles is desirable. Although both 

the flow stress and the work hardening rate increase with decreasing 

,. 
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size of the martensite particle, recent investigations (41,42) 

showed that the work hardening rate increased more than the flow 

$tress, which inherently increased the uniform elongation and hence 

the formabil ity. With regard to shape factors, load transfer is 

most efficient when the second phase (martensite) is present in the 

form of fibers rather than spheres (43), which would tend to reduce 

void formation during the wire drawing process. This is primarily 

because the transfer of load occurs by shear acting along the 

martensite/ferrite interfaces and, for a given volume fraction and 

the same number of martensite particl es, more interfacial area is 

available in the case of a fibrous morphology. In addition, 

connected martensite particles throughout the ferrite matrix should 

be avoided since they will be directly loaded at their ends. This 

will cause the particles to break in the early stage of plastic 

deformation and prevent the ferrite from contributing its full 

ductil ity. 

(3) Properties of martensite: The inherently strong 

martensite in dual-phase steel is a diffusionless transformation 

product of carbon enriched austenite. In martensitic steel s, the 

toughness drops with increasing carbon content as transformation 

substructure changes from dislocated lath martensite to twinned 

plate martensite (44,45). To ensure good toughness, dislocated lath 

martensite is desirable, so the carbon content in the martensite 

phase must not to exceed'" 0.4 wt.%. 
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(4) Properties of ferrite: The properties of the ferrite 

matrix are known to be responsible for the enhanced ducti-' ity of 

dual-phase steels (46). Therefore, the ferrite should be free of 

fine precipitates and interstitial alloying elements so as to 

maximize the ductil ity, and should possess a fine grain size for 

maximum strength. These metallurgical factors depend on selected 

alloying.elements',and heat'treatment. 

(5) Nature of interfaces: The stress in the continuous 

ferrite matrix is transferred to the strong martensite particles by 

shear forces which act at the ferrite/martensite interface. Hence, 

the nature of the interface is of critical importance. If carbide 

particles precipitate along the interface, they may cause local 

stress concentrations. These stress concentrations promote the 

formation of cracks within these carbides 1 eading to the ul timate 

failure of the systemo Therefore, the precipitation of carbide at 

the ferrite/martensite interface should be avoided. In addition, a 

high degree of coherency between the ferrite and martensite phases 

is desired. On the basis of thermodynamic conSiderations, a high 

energy interface is more 1 ikely to fail under stress than a low 

energy one, since the interfacial energy can supply some of the work 

for the separation of particl es from the matrix. 

2.2 ProceSSing and Alloying Elements 

The design. guidelines discussed in the previous section suggest 

microstructural features which are desirable for dual~phase steels. 
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These microstructural features can be achieved through a combination 

of heat treatments and alloying. The choice of heat treatments and 

alloying elements will be discussed in this section. 

2.2.1 Processing 

The production of a dual-phase microstructure which consists of 

ferrite and martensite can be achieved by a variety of thermal and 

thermomechanical treatments, all of which invol ve cool ing a 

composite of ferrite and austenite at a sufficient rate to transform 

austenite to martensite. In this study, two methods of processing 

have been investigated to produce desirable dual-phase steels for 

cold drawing into high strength wire. 

A. Intermediate Quenching Process 

This heat treatment consists of austenitizing and quenching to 

lOO~ martensite, followed by anneal1.ng in the (CL+Y) region and then 

quenching to room temperature as shown in Fig. 3. During annealing 

in the two phase range, martensite transforms partially to austenite 

and the residual martensite becomes ferrite as the two phases attain 

the composition specified by the tie line corresponding to the 

annealing temperature. The alloy will then consist of low carbon 

ferrite and high carbon austenite phases. Upon quenching, a dual

phase steel of ferrite and martensite is produced through the 

austenite to martensite transformation. 
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This heat treatment was developed so as to fully exploit the 

characteristic nature of the initial martensite structure prior to 

subsequent anneal ing in the (a+y) range. The initial martensite 

structure provides numerous heterogeneous nucleation sites for 

austenite during two phase anneal ing (14,47). Then the austenite 

grows along. the initial martensite lath boundaries resu.lting, after' 

quenching~ in"a fine· fibrous-distribution of marten~ite in a ferrite 

matrix. The volume fraction of martensite is controlled by the 

anneal ing temperature in the two phase region, increasing with the 

annealing temperature. The feasibility of this method was proved by 

Nakagawa and Thomas (12). 

B. Controlled Rblling Process 

Controll ed roll ing. is one of the processing techniques that' 

simul taneou.sly improves the strength, ductil ity and toughness of the 

steel in the as-hot-roll ed condition (48,49). This improvement in 

properties is mainly due to refinement of the microstructure, which 

is obtained by careful control of the rolling process variables, 

espeCially the amount of deformation and the deformation 

temperature. This process· is also attractive from an economic point 

of view since dual-phase steels are produced directly from the rod 

mill without further processing. 

The controlled-rolling process employed in this work was 

divided into three stages: deformation in the austenite 

recrystal1 ization temperature region, deformation in the austenite 
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non-recrysta 11 ization region above Ar3 temperature and deformation 

in the austenite-ferrite region. Fig. 4 illustrates schematically 

the three stages of the controlled rolling process along with the 

microstructural change accompanying the deformation in each stage. 

a. First Stage: Deformation in the Austenite 

Recrystallization Region 

The.basic idea of the contro11 ed roll ing process is that the 

fine microstructure is achieved mainly through austenite grain size 

refinement. Therefore, the austenite grain size should be refined 

as much as possible by consecutive deformation and recrystallization 

in this high temperature range. The amount of deformation app1 ied 

p1ays~n important role on the recrystallized austenite grain size, 

which decreases rapidly, reaching a limiting value as the amount of 

d e forma t i on inc rea s e s ( 5 a ) • A 1 tho ugh de form a t i on a tal owe r 

temperature produces smaller austenite grain size, it has been shown 

that the effect of temperature is sl ight (50). 

It must also be emphasized that the recrystallization 

accompanying hot deformation does not occur under all cond i ti ons. 

On the contrary, it is necessary to apply more deformation than the 

critical amount required for completion of recrystallization. It 

has been shown that the critical amount of deformation for 

recrystallization generally increases with decreasing deformation 

temperature and decreases with refinement of initial austenite grain 

size. Below the critical amount of deformation, partial 

recrysta11 ization occurs, produCing a duplex austenite structure 
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comprising fine, recrystallized grains together with large deformed 

but unrecrystal1 lzed grains (50,51). This duplex austenite 

structure leads to a non-uniform structure after transformation and 

cannot be removed by subsequent roll ing (52), thus partial 

recrystallization should be avoided. 

b. Second Stage: Deformation in the Austenite Non~ 

Recrystall ization Region 

In order to decrease grain size further, deformation in the 

austenite non-recrysta11 ization region must be appl ied following 

deformation in the recrystallization region. This deformation 

produces elongated austenite grains with deformation bands within 

these grains (51). Both of these effects influence ferrite 

nucleation and size. Since austenite grain boundaries are the 

preferred sites for ferrite nucleation, the elongation of austenite 

grains increases the number of ferrite nucleation sites and inhibits 

the grain growth of ferrite. Deformation bands can also serve as 

nucleation sites. With an increasing amount of deformation, the 

austenite grains become more elongated, increasing their 1ength-to

thickness ratio. Al so, the number of deformation bands increases 

rapidly and their distribution becomes uniform, giving rise to fine 

and un i form ferri te gra ins. 
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c. Third Stage: Deformation in the Austenite-Ferrite Region 

In this stage, ferrite nucleates from heavily deformed 

austenite during cooling and is itself deformed, giving rise to the 

formation of subgrains through recovery and/or recrystallization 

(53-55). Therefore, deformation in the two-phase region produces a 

structure consisting of elongated austenite (a fraction of elongated 

austenite might transform to ferrite during deformation) and fine 

recrystall ized ferrite grains and subgrains. When this mixed 

structure is directly quenched after deformation, the dual-phase 

structure is developed in which the martensite particles are more or 

less unidirectionally aligned in the fine grained ferrite matrix. 

2.2.2 Alloying Elements 

Increasing the carbon content of steel is by far'the most 

effective and economical way of raising the strength of steel. 

However, these significant gains in strength are generally 

accompanied by a deterioration of the toughness, because, in the 

martensitic steels, a high carbon content (>0.4 wt.%) causes 

microstructural twinning (44,45). To produce dislocated lath 

martensite in dual-phase steels with 20-50% martensite, the average 

carbon content in the initial alloy shoul~ be kept sufficiently low 

to be about 0.1 wt.% so that the carbon concentration in the 

martensite phase is approximately less than 0.4 wt.%. 

Among the substitutional alloying elements, silicon was found 

to be the most favorable for controlling the design parameters of 
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interest. based on the following observations: 

(1) Sil icon broadens the (a+y) range when added to the Fe-C 

system and increases the slope of the A3 1 ine, as shown in Fig. 7 

(56). Therefore, small temperature variations in the two phase 

region do not significantly change the volume fraction and 

compDsition of the martensite produced, thereby assuring 

reproducibility of the materials. Especially in the contolled 

rolling process, the structure and properties of dual-phase steels 

are less sensitive to variation in the finish rolling temperature. 

The silicon containing steel is also desirable to produce dual-phase 

steels at finish-rolling temperatures cOl1l11only used in commercial 

mi 11 s (>900 0 C). 

(2) Sil icon provides very effective solid solution 

strengthening in ferrite and reduces the carbon content of ferrite, 

which will lead to a "cleaner", more ductile ferrite (57). In cold 

drawn steel wires, it can reduce the amount of cold work necessary 

to achieve the same combinations of strength and ductility (58). 

(3) Silicon improves the ferrite-martensite interface by 

inhibiting the formation of coarse carbides during the final 

quenching from the'two phase region (30,59). 

2.3 Wire Drawing 

The principal function of wire drawing is to make wire of a 

specified size and to afford the necessary strength to the wire 

through work hardening. This is done by pull ;ng a wire or rod of 
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initial radius (Ro) through a conical portion of a die, as shown in 

Fig. 8. While passing through the die, the wire deforms plastically 

and decreases to radius Rf • The pull and the nip of the die, 

together, stress the metal sufficiently for it to deform plastically 

within the confines of the die. However, the- reduction in size 

attainable thereby is limited by the pull that the wire can sustain 

without breaking, so that the operation has to be repeated, usually 

a great many times. 

One of the most common wire breaks that occur frequently during 

wire drawing practi ce is caused by centra 1 burst, a 1 so ca 11 ed 

chevroning or cup and cone fracture (60,61). Generally, the 

tendency for this metal working defect to occur increases as the 

reduction per pass and the strain hardening of the material 

decrease, and as the die angle and coefficient of friction increase. 

Th e wi red uri n 9 d raw i n g can be d i v i de din to t h r e e· reg io n s, i) the 

rigid inlet, ii) plastically deforming workpiece and iii) the rigid, 

already deformed outlet. The velocity of the metal in the deforming 

region gradually increases from that of the inlet wire to that of 

the faster moving outlet wire. When the plastic deformation zone 

does not go up to the center of the wire, the rigid body associated 

with the exit touches the rigid body associated with the entrance. 

Since the exit velocity (V f ) is faster than that at the entrance 

(V o )' a fracture must initiate at the point of contact between the 

rigid inlet and the rigid outlet, causing a burst to form as shown 

in Fig. 9. This relieves the incompatibility between the two rigid 
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zones and allows sound flow to resume with uniform plastic 

deformation occurring between the two rigid zones. Eventual1ys the 

pl astic zone narrows again to create another burst and the process 

repeats itsel f during drawing. 

To prevent the occurrence of central burst, during wire drawing~ 

Avitzur presented a criterion that defines permissible combinations 

of the- two process parameters, reduction of area and die cone angl e 

(62). According to his diagram, a die of 60 semi cone angle being 

used in this work and a friction coefficient of 0.1 requires at 

least 37% reduction in area to be safe from central bursting. 

However, this is a conservative value that guarantees that central 

bursting will not occur; but is not necessarily the minimum val ue' 

needed, especially for ductile and high strain hardening materials. 

An analytical approach to prevent the central burst is to 

determi'ne the homogeneity of the deformation by the parameter, t" 

used by Backofen (53). t, is defined as the ratio of the mean 

diameter or thickness,H, of the work material to the contact 

length, L, between tool and work material, 

t, = H/L 

For wire drawing, this ratio is given by 

t,w = a(1 + Il-r)2/r 

where a is the semi-die angle in radians, r = 1 - {d f /d o )2 is the 

reduction in area, do is the diameter of the wire entering the die, 
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and df is the diameter of the wire exiting the die. Thus, 6 

increases with decreasing reduction in area and increasing die 

angle. Homogeneous deformation is defined by a ratio of lor less 

and a ratio of 2 or greater produces very inhomogeneous deformation. 

According to this criterion, a reduction Qf 34% is required to give 

a 6 of 1 for a 60 semi cone angle die being used. 

The maximum attainable reduction per pass is the point where 

the d ra win g loa d ex c e e d s the b rea k; n g s t r eng tho f the wi rea t the 

exit of the die. This is given by Caddell (64) as: 

r = 1 _ e-n(n+l) 
max 

where n is the efficiency of the drawing process taking into account 

friction and redundant work, and n is the strain hardening exponent, 

which is usually in the range of 0.20 to 0.35 for dual-phase steels. 

(23,39). Thus, a theoretical maximum reduction per pass is 74%. 

However, this value is greatly reduced by n in actual processes and 

applies only to the first pass since the value of n decreases with 

strain (23). 

It has been al so shown that drawing practice applying heavy 

reduction in area per pass should be avoided, since this condition 

would increase the hydrostatic stress concentration on the central 

axis of the wire inside the plastic deformation zone (65). These 

tensile .hydrostatic stresses would favor formation of cup and cone 

wire breaks due to void coalescence into microcracks. Therefore, an 

analytically approached value of 34% reduction per pass was 
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eventually used in this work rather than a conservative empirical 

value of 37% reduction per pass as the minimum to prevent central 

burst. 
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3. EXPERIMENTAL PROCEDURE 

3.1 Material Preparation 

The materials used in this investigation are high purity 

Fe/0.1C/X where X is 5i or Mn. The al loy codes and the chemical 

compositions are 1 isted in Table 1. The alloys were prepared and 

provided by Nippon Kokan K.K., Japan. They were vacuum induction 

melted and cast in 110 lb ingots. After soaking at 12S0 0 C for 3 

hours and hot ro 11 i ng, the bi 11 et was cut into sma 11 er pi eces and 

hot open die forged into bars of 0.6 inch in diameter and 6.S feet 

long. 

3.2 Measurement of Phase Transformation Temperatures 

To roughly assess the ranges of the (CL+Y) fiel d, phase 

transformation temperatures were measured using a Theta Oil atronic 

III R dilatometer. A schematic of a specimen used in this 

experiment is shown in Fig. 10. Each specimen was heated to 11S00 C 

and held for 10 minutes before cooling to room temperature. Since 

the pressure of the specimen chamber was maintained below 10-S torr, 

the specimen surface was well protected from oxidation. A . 
pro g r a mm e d 1 i n ear he a tin g and cool i n g rat e 0 f 12 SoC / min was use d • 

Transformation temperatures were determined as first deviation 

points from linearity on dilation and temperature versus time 

charts. The experiment was repeated on the same specimen until 

consistent data were obtained. 
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3.3 Hea t Trea tment 

In order to produce desi rabl e dua l-phase microstructure, two 

kinds of heat treatments (intermediate quenching and controlled 

roll ing processes) have been carried out in this investigation as 

mentioned in the previous chapter. For comparison, and in order to 

study the effect of size and shape of martensite particles on the 

initial properties and drawing behavior of dual-phase steels, other 

heat treatments (intercritical annealing and step quenching 

processes) were conducted, which will be described later in this 

section. 

3.3.1 Intermediate Quenching Process 

Oversized tensil e test specimens and wire rods of 0.25 inch 

diameter were machined from the as-recei ved bars. These were then 

heat'treated in a vertical tube furnace under a flowing argon 

atmosphere according to the schedule shown in Fig. 3. Samples were 

austenitized for 30 minutes at 11500 e for the 2~ Si steels and at 

l1000e for the 1.5~ Mn steel and subsequently quenched into agitated 

iced brine. After obtaining a fully martensitic structure, the 

specimens were annealed in the (a+y) two phase region for 10 minutes 

and once again que~ched into agitated i~ed brine. The two phase 

annealing temperatures were chosen so as to obtain the required 

volume fraction of martensite as shown in Table 3. 
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3.3.2 Controlled Rolling Process 

The controlled ro1 ling process employed in this research was three 

step rolling which involved rolling in the austenite 

recrysta11 ization region, roll ing in the austenite non

recrystallization region, and ro1 ling in the (a+y) two-phase region 

(Fig. 4). For the 2~ 5i steel, an as-received bar of 0.6 inch 

diameter was soaked at 11500C for 30 minutes and hot roll ed 50~ in 

one pass at 1l000C, hot roll ed 30~ in one pass at 10200C and then 

hot rolled 35~ in one pass at 9500C on two-high reversing bar mills. 

The 1.5~Mn steel was hot roll ed 50~ at 10000 C after being soaked at 

noooc for 30 minutes, fo 11 owed by hot ro 11 ings 30~ at 8500 C and 35~ 

at 740oC. After finish roll ing to a final diameter of 0.25 inch, 

all rods were quenched into agitated iced brine. 

Finish rolling temperatures were chosen to be near the Ar3 

temperature, measured under an unstrained condition to obtain the 

desired mechanical properties (66). During the roll ing operation, 

the temperature was monitored by a thermocouple inserted at the 

midpoint of the cross section of the rod. 

3.3.3 Intercritica1 Annealing Process 

Oversized blanks for tensile test specimens and wire rods were 

machined down to 0.25 inch in diameter and heated directly into the 

(a+y) two phase field in a vertical tube furnace under a flowing 

argon atmosphere (Fig. 5). After anneal ing for 10 minutes at 
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various temperatures, the specimens were dropped through the bottom 

of the furnace into agitated iced brine. 

3.3.4 Step Quenching Process 

This heat treatment was designed to intentionally obtain a 

coarse dual-phase microstructure as shown in Fig. 6. The oversized 

tensile test specimens and wire rods were austenitized for 30 

minutes at 11500e for the 2% 5i steel s and at .11000 e for the 1.5% Mn 

steels, and then transferred directly to an adjacent furnace at the 

desired two phase temperature. After hol ding for 10 minutes in the 

two phase regions, the specimens were directly quenched into 

agitated iced brine. 

3.4' Wire Drawing 

Heat treated rods of 0.25 inch diameter and 4 inch long were 

machined to a diameter of 0.217 inch (5.5 mm). They were then 

pointed by swaging and drawn through carbide or diamond dies of 

60 _8 0 semicone angle lubricated with Dupont Vydax Freon-Teflon 

dispersion. The drawing schedule used in this experiment had a 

moderately high-reduction of 35%" per pass in the early stages where 

central bursting is a greater problem as mentioned in the previous 

chapter and gradually decreased to 22% per pass in the later stages 

to reduce the drawing load while remaining in a region which is 

apparently safe from central bursting. The drawing schedule used is 

presented in Table 9. Drawing was always done in the same direction 
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since pass reversal results in poorer properties and higher residual 

stress (67). The usual drawing speed was 1.2 inch/sec, resul ting in 

a strain rate of 3/sec in the larger sizes to 33/sec in the smaller 

sizes • 

3.5 Mechanical Testing 

3.5.1 Tensile Testing 

Tensile properties of the dual-phase steels in the as-heat

treated condition were determined using cylindrical tensile 

specimens as shown in Fig. 11. They were machined to final dimension 

from the oversized heat-treated bl anks according to the ASTW 

specification (68). Tensile testing was carried out at room 

temperature on an Instron testing machine at a strain rate of 

0.04/minute. Total elongations were determined by measuring the 

di fference in distance between gauge 1 ength marks before and after 

testing with an optical microscope equipped with a Vernier 

translating stage having a precision of 0.001 inch. The reduction 

in area was calculated from measurements of the gauge section 

diameter before and after tensile testing. The other tensile 

properties were determined from the load-displacement curve recorded 

by the testing machine. The yield strengths were determined by the 

0.2S 0 ffset method. 

A tensile test of the drawn wires was performed at room 

temperature on an Instron testing machine at strain rates of 0.005-

0.02/minute. The 4 inch long wires of larger than 0.0362 inch in 

- .~: 

,.? 
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diameter were tested in sel f tightening wedge grips. In this case, 

the gauge diameter was machined to give approximately 90% of the 

original cross sectional area to prevent failure in the grips. 

Smaller diameter wires were tested using drum type grips, in which 

fine wire was wrapped around the drum, then tightened with a screw. 

The values of tensile properties reported are averages of at least 

two tes ts. 

3.5.2 Microhardness Testing 

Vickers microhardness testing was done on transverse sections 

of drawn wi re with a Bueh 1 er Mi cromet mi crohardness tester us; ng a 

50 gm· load. Wi re specimens for this test were prepared in the same" 

manner' as those for·optical metallography. Varues reported are the

average of' at leas't' ten measurements. 

3.6 Metallography 

3.6.1 Optical Metallography 

Sampl es for opti ca 1 meta 11 ography were cut from heat treated 

rods or drawn wires under flood cooling. After mounting in either 

Bakelite or Koldmount, the specimens were hand ground successively 

on wet si 1 icon carbide paper from 240 grit to 600 grit. The final 

polishing was done using 1 micron diamond paste on a polishing wheel 

with kerosene as a lubricant. After the microstructural features 

were revealed by etching in a 2% Nital solution, the microstructures 

were observed and recorded with a Zei S5 Ul traphot II meta 11 ograph. 
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The volume percent of martensite particles was determined by 

standard quantitative metallography using the linear intercept 

method (69). 

3.6.2 Scanning Electron Microscopy 

Specimens for scann ing electron microscopy were prepared in the 

same manner as those for optical metallography and then a thin film 

of gold was evaporated onto the SEM specimen to reduce the effects 

of specimen charging. They were observed in an lSI OS-130 scanning 

electron mi croscope operated at 20 kV. The fracture morpho logy was 

thoroughly examined on the fracture surfaces of broken tensile 

specimens. Fracture surfaces selected for examination were 

ultrasonically cleaned and stored in a desiccator until examination. 

3.6.3 Transmission Electron Microscopy 

Thin foil s for transmission el ectron microscopy of the as-heat 

treated steels were obtained from the same heat treated rods used 

for the preparation of specimens for optical metallography. Slices 

of approximately 15 mils thick were cut from these rods under flood 

cooling to minimize specimen heating. These slices were then 

chemically thinned to 4 mils in a solution of H202 containing 4% HF 

at room temperature. Then discs of 3 mm in diameter were punched 

from these sl ices, followed by grinding to a thickness of about 2 

mils on wet silicon carbide paper of 600 grit and cleaned with 

acetone. The thin discs were e1ectropo1ished in a twin jet 
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e1 ectropol ishing apparatus at room temperature using a sol ution of 

75 grams Cr03' 400 m1 CH3COOH and 21 ml of disti 11 ed water. 

Polishing potentials of 35-50 volts were used. The thin foils were 

then examined with a Philips EM 301 transmission electron microscope 

at an accelerating voltage of 100 kV. 

TEM specimens for longitudinal sections of the drawn wires were 

made by mechanical grinding and pol ishing two sides of the wire to 

make a thin strip of 1 mil thick and as wide as the original wire 

diameter. Samples were then mounted on 3 mm oval hole copper grids 

using a liquid adhesive containing colloidal silver in suspension. 

Final thinning to a thickness transparent to electrons was achieved 

by ion milling in a liquid nitrogen cooled ho1der.A'rgon ions 

accelerated by a 6' kV potential incident at an angle of 20-25 

degrees were use.d for sputtering. As perforation-was approached, 

the angle of incidence was generally decreased to approximately 15 

degrees to maximize the amount of the thin wedge area produced. 

Transverse sections of the drawn wires were made by nickel 

plating the wire to a total diameter of 3 mm and slicing off 12 mil 

thick discs with an Isomet low speed saw. These discs were then 

hand ground on wet silicon carbide papers t~ a thickness of 2 mils 

and jet polished as above. 

,~ 
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4. RESULTS 

~.1 Phase Transformation Temperatures 

The measured phase transformation temperatures by dilatometry 

are tabulated in Table 2. The temperature intervals between ACI and 

AC3 allow a rough assessment of the boundaries of the (a+y) phase 

field for the intermediate quenching and intercritical annealing 

treatments, and those between Arl and Ar3 for the step quenching and 

controlled rolling treatments .. The results of the transformation 

temperature experiments show that Si opens up the (a+y) range while 

Mn contracts it. These findings are in agreement with the Fe/Si/C 

and Fe/Mn/C phase diagrams reported in the 1 iterature (70,71). 

Extensi've isothermal experiments were co~ducted to determine 

the annealing temperatures in the (a+y) range for each alloy. Table 

3 shows the results of the annealing temperatures in the (a+y) range 

corresponding to the respective volume fraction of martensite. 

4.2 Microstructure 

4.2.1 Initial Microstructure 

Upon annealing in the (a+y) region, the alloy will separate 

into a mixture of austenite phase with a high carbon content and 

ferrite phase with a low carbon content. The relative proportion of 

each phase depends on the tie line specified by the annealing 

tempera ture. 

.' ", 
; 

.. ' 
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The formation of either the ferrite or the austenite during two 

pha se annea 1 i ng determi nes the fi na 1 mi crostructure of dua l-phase 

steels. Thus the dual-phase structure is highly dependent upon the 

starting microstructure present prior to two phase anneal ing. As 

expected, there are considerable differences in the resulting 

morphologies which were obtained by various heat treatments. The 

results of the'metal1ographic studie's are-summarized in this 

section. 

A. Intermediate Quenching Process 

The initial as-quenched martensitic structures before being 

subjected to the two phase annealing in this treatment are-shown in 

Fig. 12. The prior austenite grain is parti'tioned i'nto several 

packets which consist' of parallel highly dislocated laths, typical 

of row-carbon martensite: Each lath forms" directly from an 

independent homogeneous shear, and successive shear transformations 

produce a packet (72). The lath boundaries are typically of low 

angle character, whereas the packet boundaries are usually high 

angle (44,73). 

Figure" 13" s"hows a typical- transmission electron micrograph of 

the initial microstructure prior to two phase annealing, which was 

found to be predominantly dislocated lath martensite with retained 

austenite films along the lath boundaries. The existence of 

retained austenite was expected since its presence in such low 

carbon steel s had been detected earl ier (30,74). Indexing of the 

.. 
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selected area diffraction pattern indicates that the 

crystallographic relation between austenite and martensite is the 

Kurdjumov-Sachs orientation relationship <ll1~//<lfO>y' confirming 

the previous observations that have been made on various carbon 

s tee 1 s (45, 74 ) • 

Figure 14a shows the dual-phase microstructures developed in 2% 

Si steels after two phase annealing. In these scanning electron 

micrographs, the needle-like particles of light contrast correspond 

to the martensite phase and the darker background to the ferrite 

phase. The microstructure of the sil icon containing dual-phase 

steel consists of a fine, fibrous distribution of martensite 

parti c1 es in a ferrite matrix, which ref1 ects the infl uence of the 

initial martensitic structure before two phase annealing. During 

annealing in the (a+y) region, the austenite nucleates at and grows 

along the initial martensite lath boundaries forming the parallel 

acicular pools within the prior packet and then transforms to fine, 

fibrous martensite particles upon quenching to room temperature. 

The dual-phase microstructure of the 1.5S Mn alloy subjected to 

the intermediate quenching process is shown in Fig. 14b. As can be 

seen in this micrograph, martensite particles exhibit a continuous 

network along the prior austenite grain boundaries with an acicular 

morphology in the interior of the prior austenite grains. This 

clearly indicates that during annealing in the (a+y) region, 

formation of austenite from the initial martensitic structure starts 

at the prior austenite grain boundaries and also, at the martensite 
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lath boundaries. The austenite formed at prior austenite grain 

boundaries adopted a mixture of grain boundary allotriomorphs and 

Jdiomorphs. This feature is not present in the case of the silicon 

containing dual=phase steels. 

The volume fraction of martensite for each structure as 

determined by the line intercept method is given in Table 3. As 

e.xpected from the tie-l ine-·construction for the corresponding phase 

diagram, the volume fraction of martensite increases with annealing 

temperature in the (~+y) field. 

The substructure of the martensite in these dual-phase steels 

(Figs. 15 and 16) also consists of dislocated lath martensite and 

does not diff'er significantry from the initial' martensitic 

structure,,; except for'some areas which- contain fine internal twins 

due:,· to the' increase of; carbon content in the austenite- phase during 

two phase· (~+y) anneal'ing. lhe~ substructure of the~ ferrite region 

shows the formation of subgrains and a high dislocation density in 

the ferrite regions adjacent to the martensite particles. During 

the two phase annealing process, a high density of dislocations 

(order of 10 12 ) which is inherited from the initial martensitic 

structure undergoes recovery, recrystall ization and grain growth, 

resul ting in subgrain formation in the ferrite areas. In addition, 

subsequent- quenching from the two phase fiel d resul ts in the 

generation of a high density of fresh dislocations in the ferrite 

region near the martensite islands. These dislocations result from 

the volume expansion of 3-4% and the shape change associated with 
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the austenite-to-martensite transformation. It is well known that 

the origin of low yield strength and continuous yielding behavior, 

which are the characteristics of dual phase steel s, are attributed 

to these fresh, mobile dislocations (30,31). 

B. Intercritical Annealing Process 

In the intercritical annealing process, the starting 

microstructure is mainly hypoeutectoid ferrite with pearl ite. Upon 

two phase anneal ing, austenite nucleates at the ferrite-cementite 

boundary in pearl ite and grows at the expense of the pearl ite and 

ferrite (75,76). Thus, the resul ting structure after quenching to 

room temperature is fine globular martensite along the ferrite 

grain boundaries as shown in Fig. 17. The volume fraction of 

martensite is essentially the same as that of the intermediately 

quenched counterpart at the same two phase annea 1 i ng temperature. 

Careful transmission electron microscopy studies also showed that 

the substructures of ferrite and martensite are very similar to 

those of the intermediately quenched specimens. 

C. Controlled Rolling and Step Quenching Processes 

For both heat treatments, the initiiil phase before two phase 

annealing is austenite. Upon decreasing the temperature to the two 

phase region, ferrite nucleates at the prior austenite grain 

boundaries and grows into the austenite (77,78). The microstructure 

thus depends on the prior austenite grain size. 
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Figure 18 shows the dual-phase microstructure in the alloys S 

and M1 deve loped by the step quenching process. In these scanning 

electron micrographs, the gray areas correspond to the martensite 

phase and the darker background to the ferrite phase. The 

mi crostructura 1 features are two phase aggregates of 1 arge, blocky 

shaped martensite islands in the coarse ferrite matrix, which show 

the',infl uence of the coarse·austenite'·grain size before two phase 

annealing. 

For the controlled rolling process, the second phase is more or 

less unidirectional1y aligned in the fine grained ferrite matrix. A 

typical microstructure of dual-phase steels, developed in this 

process is shown in Figs. 19 and 20. During the controlled rol1lng 

process, the coarse austenite obtained by soaking, in the austenite 

region is broken into smafl recrystallized austenite grains through" 

deformation in the austen'fte recrystall iz'ation region. By 

continuous deformation at a lower austenite temperature, the fine 

austenite grains are elongated with the deformation bands in the 

austenite interio~ During cooling through the Ar3 temperature and 

finish roll ing in the (a.+y) phase, just below the Ar3 temperature, 

the nucleation of ferrite occurs exclusively at deformation bands as 

well as at elongated austenite grain boundaries leading to a fine 

grained structure. When the finish rolled rod is directly quenched 

into agitated iced brine, a dual-phase structure is produced as 

shown in Fig. 19. Transmission electron microscopy studies revealed 

that the nature of the second phase is predominantly dislocated lath 
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martensite. The ferrite areas of dual-phase steels produced by the 

controlled roll ing process consist of fine recrystal1 ized ferrite as 

shown in Fig. 21. 

4.2.2 Drawn Microstructure 

To study the structure of highly deformed dual-phase steels by 

the wire drawing process and to correlate the relationship between 

the mechanical properties and microstructure of as-drawn dual-phase 

steel wire, the microstructural development in longitudinal and 

transverse secti ons for various di ameters of dua l-phase stee 1 wi re 

were examined with the scanning and transmission electron 

microscopes. 

The progression of the dual-phase structure as the reduction in 

area by wire drawing was increased up to 97~ or a true drawing 

stra i n up to 3.6 is shown in Fi g. 22. In these scann i ng electron 

micrographs, the brighter phase is martensite in the darker 

background of the ferrite matrix. "The initial dual-phase 

microstructure (Fig. 22A) was produced by the intercritical 

anneal ing process to produce equiaxed martensite particl es, thus 

simplifying the deformation studies. These micrographs clearly show 

that both the ferrite and the martensite"phases in the dual-phase 

steel s deform well, but to greatly varying degrees. In the early 

stages of plastic deformation of dual-phase steels, strong 

martensite particles do not deform with the soft ferrite matrix. As 

deformation proceeds further, mobil e dislocations in the ferrite 
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matrix impeded by the martensite particles will start to cut through 

the semi-coherent martensite particles on the slip systems that are 

common to ferrite and martensi te, 1 eading to the deformation of the 

martensite particl es. Fig. 228 shows that all of the martensite 

partic1 es were a1 igned with the wire axis after being drawn to a 

true strain of 1.2 or 70% reduction'in area. However, many of the 

smaller'partic'les'were'still'e,quiaxed~ indicating that they had-nat

begun to deform at this point. 

Figure 23 shows the microstructures of drawn dual-phase steel 

wire on a longitudinal section at a drawing strain of 3.6 or after 

97' reduction in area. The initial microstructure before wire 

drawing was pr-oduced by th'e~' int'e'rmediate' quenching", the' 

i ntercri ti cal annea 1 i ng and the contro 11 ed roll i ng pro'ces'ses to 

obtain'fine grained dual-phase steels. These micrographs show again 

thatthe ferrite and martens,ite phases.fnthe fine.gra-ined dua.l-.. 

phase steels deform well. Figures 238 and 23C show that there are 

more non-deformed martensite particles in the drawn structures 

deve loped from the i ntercri ti ca 11 y annea 1 ed and contro 11 ed ro 11 ed 

dual-phase steels than that of the intermediately quenched specimen 

shown in figure 23A. This behavior presumably results from the

difference in shape of the martensite particles, the 

crystallographic relationship between the martensite and ferrite 

phases, and the substructure of martensite, which will be discussed 

1 a ter 0 
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The drawn structure on a longitudinal section at a drawing 

strain, 2.8 of the coarse dual-phase steel produced by the step 

quenching process is shown in Fig. 24. This scanning electron 

micrograph clearly shows large void formations at the interface 

between the martensite particles and the ferrite matrix. These 

voids that form at the ferrite-martensite interface during wire 

drawing will eventually coalesce to cause failure at the die exit 

during subsequent drawing steps. 

In order to assess the stra in undergone by each consti tuent, 

i.e., ferrite and martensite phases during wire drawing deformation, 

microhardness testing was done on the transverse cross section of 

drawn wi re of v ari ous diameters. The mi crostructu re of the step 

quenched specimen was sufficiently coarse to allow accurate 

microhardness measurements of the individual phase after wire 

drawing. The Vickers microhardness value of each ferrite and 

martensite phase as a function of true drawing strain is presented 

in Table 8 and is plotted in Figs. 25 and 26. 

These figures clearly demonstrate that the hardness of the 

ferrite increases rapidly at the early stage of deformation, while 

the hardness of the martensite is sl ightly increased. However, at 

the later deformation stage, the hardness value of the martensite 

starts increasing with less increase in ferrite value. Evidently, 

it is impl icit that the deformation is concentrated first in the 

ferrite matrix, causing it to flow around the martensite particl es. 

While reaching its maximum capacity for being strained, the ferrite 
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matrix obviously transfers strain across the ferrite-martensite 

interface leading to deformation of the martensite islands. 

Therefore, strain is distributed more uniformly, resulting in 

superior formability of the dual-phase steels. 

The pl astic deformation of iron at room temperature begins with 

formation of fa.irly straight dislocation lines,if the strain is less 

than' IS (79,80). After IS strain, interactions of dislocations 

occur and dislocations begin to cluster inside individual grains, 

and these clusters eventually join together to form a cell structure 

as the amount of deformation is increased. Cells can be seen after 

about 3.SS strain. After more than about 9S strain, the 

substructure consists of well-developed c~lls separated by 

boundaries with a high density of dislocation tangles called cell 

walls. These dfslocations are believed to cluster into cell walls 

in order to dec:rease the-elastic energy of the system (81-83). As 

the plastic strain increases during wire drawing, the cells begin to 

elongate along the drawing direction and decrease in scale whereas 

the misorientation between cells increases. At this point, the flow 

stress of the system is found to be 1 inearwith d- m where d is the 

scale of the cellular substructure and m is ~ or 1, depending mainlY 

on the nature of the substructure (84-87)'-

When longitudinal sections of the drawn wires were observed in 

the transmission electron microscope, the elongated cellular 

substructure developed in the direction of drawing~ as expected. 

The cell dimension perpendicular to the drawing direction was 

,. 
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observed to decrease with increasing drawing strain, resulting in a 

corresponding increase in strength of the as-drawn dual-phase steel 

.wi reo 

Figure 27 is a typical transmission electron micrograph in a 

longitudinal section of a drawn dual-phase steel wire after a 94% 

reduction in area, i.e., at a drawing strain of 2.8. The elongated 

darker areas correspond to the deformed martensite phases and the 

1 ighter areas to the deformed ferrite matrix. The higher 

mag~ification view of the deformed ferrite and martensite phases are 

also shown in Fig. 28. It is noted from these micrographs that the 

highly deformed ferrite flows around the martensite particles and 
o 

develops in cellular substructures approximately 1200A wide aligned 

with the wire axis, whereas the cell ul ar substructure of the 

deformed martensite is less defined in comparison with those of the 

deformed ferrite. Another example of a heavily deformed dual-phase 

microstructure is shown in Fig. 29, which shows that the deformed 

martensite phase consists of a much finer cellular substructure when 

compared to those of the deformed ferrite matri X. Thi s parti cu 1 ar 

microstructure was found in the intermediately quenched specimen 

after a 97% reduction in area by wire drawing. The delay of 

cellular substructure formation and its fine scale in the deformed 

martensite phase seems to be due to a higher "lattice friction 

stress" (inherent lattice resistance to dislocation motion) in the 

martensite, which is predicted by Holt1s theory of dislocation cell 

formation (82). As in most Bee material s (88,89), it was al so found 
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that dual-phase steels develop a strong <110> texture during wire 

drawing as shown in Fig. 30. 

In BCC crystals of a <110> orientation like dual-phase steel 

wires, two of the <111> slip directions lie perpendicular to the 

wire axis so that slip involving these two directions cannot 

contributerto the imposed e~ongation and reduction of "the wires. 

Sl ip in the other two <111> directions- permits the necessary 

elongation, but can only cause a thinning of the cells 1n one of 

their transverse dimensions, leading to plane strain on a local 

scale instead of axisymmetric flow. As a result, the cells must 
c, 

curl around each other to maintain contact with one another, 

resultfng in a curved and ribbon shaped cell structure in the 

transverse sections (86,88,89). 

The wavy appearance on a~ transverse section due to the 

predominant <110> texture developed in tne dua,l-phase steel wire was 

observed in the scanning electron microscope (Fig. 31). It was also 

observed in the transmission electron microscope that the cellular 

substructure became curved and ribbon shaped in a transverse section 

of the drawn wires (Fig. 32). 

4.3 Mechanical Properties 

4.3.1 Initial Properties 

As al ready mentioned, the tensil e testing of as-heat treated 

steels was conducted at room temperature using subsize cylindrical 

tensile specimens of 0.5 inch gauge length (Fig. 11). All of the 

/ 

.. 
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tensile stress-strain curves obtained were typical of the plastic 

flow behavior of dual-phase steels (Fig. 2); the yield is continuous 

and the initial rate of work hardening is high. 

The room temperature tensile properties of the 2S Si dual-phase 

steels with different martensite morphology (related to different 

heat treatments) are summarized in Table 4A. Fig. 33 shows the 

variation of yield and tensile strengths of these dual-phase steels 

as a function of martensite volume fraction. The general trend 

shown in this figure is that the strength of dual-phase steel 

follows the law of mixtures, increasing 1 inearly with the volume 

fraction of martensite, as demonstrated in many dual-phase systems 

(21-24). From this figure, one also notes that the ultimate tensile 

strength values of the silicon containing dual-phase steels are 

determined to a large extent by the volume fraction of martensite, 

not by the martensite morphology. However, the comparison of the 

0.2S offset yi e 1 d strengths revea 1 s some di fference for the dua 1-

phase steels developed by different heat treatments when the amount 

of martensite is similar. The specimens subjected to the controlled 

roll ing and step quenching processes are characterized by higher 

yield strength compared to the specimens given the intermediate 

quenching or intercritical anneal ing treatments, al though the 

ultimate tensile strengths are similar. 

The variations of uniform and total elongations with respect to 

volume fraction of martensite for the sil icon containing steels are 

plotted in Fig. 34, demonstrating the validity of the two phase 
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mixture rule for elongation. It is also noted from this figure that 

the step quenched specimens with coarse martensite particles result 

in very poor uniform and total elongation compared to the other 

microstructures at the same volume fraction of martensite. 

The tensile properties of the manganese containing dual-phase 

steel s produced by di fferent heat treatments, but each wi th simi 1 ar 

voltime fraction of martensite. are,listed in Table 48 and are 

plotted in Figs. 35 and 36. From the table and plots, one can see 

that the step quenched specimen with coarse, blocky microstructure 

has the lowest yield and ultimate tensile strengths, and also the 

lowest ductility. These results are in agreement with those 

prev i ous 1 y pub 1 i shed (90). 

Ah importa"nt' observation was that the step quenched sil icon 

contai~ing'steel shows higher yield strength than the intermediately 

quenched or intercritically annealed specimens at the same amount of 

martensite as mentioned above. In contrast, the manganese 

containing steel given the step quenching process has a lower yield 

strength than other dual-phase steels. This difference will be 

discussed later in the next chapter. It is noted from Table 4 that 

the silicon"containing dual-phase steels' have better combinations 

of strength and ductility than the manganese containing dual-phase 

steels, which is consistent with the results previously 

reported(57,91,92). 

The fracture surface of broken tensil e specimens was examined 

by a scanning electron microscope and microfractographs are shown in 
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Fig. 37. For the specimens given the intermediate quenching 

treatment, the entire fracture surface revealed the typical 'cup and 

cone' ductile aspect of fracture during tensile testing, as shown in 

Fig. 37A. The fracture surfaces of controll ed roll ed and 

intercritically annealed specimens were found to exhibit similar 

ductile fracture. 8y contrast, in the,step quenched specimens 

having a coarse dual-phase microstructure, cleavage fracture 

predominated as revealed by well defined facets, although some 

isolated areas of dimple fracture were found (Fig. 378). 

4.3.2 Drawing Properties 

The drawing limit for all the steels corresponds to the maximum 

drawing strain the wire can sustain before the repeated occurrence 

of breakage at the die exit. The drawability for the various dual

phase steels based on the drawing limit is listed in Table 5. The 

role of the morphological factors on the drawability can be found by 

comparing the different specimens subjected to the different heat 

treatments. The dual-phase steels with fine, fibrous martensite 

particles produced by the intermediate quenching or the controlled 

rolling process show the best drawability, followed by 

intercritically anneal ed specimens. The'step quenched specimens 

with a coarse microstructure are shown to have the poorest drawing 

properties. A comparison of the three intermediately quenched 

s11 icon containing alloys (specimens SIQ2, SIQ2, SIQ3) shows that 

the drawing limit decreased with the volume fraction of martensite. 
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One can also notice that the manganese containing dual~phase steel 

has a poor drawability compared to the sil icon containing steel 

.g; ven the same heat treatment. 

4~3.3 Drawn Properties 

Table 6 1ists,the.tensiletproperties of the~drawn wires at a

drawing strain orO.;44~and" indicates-:that:0:2%:offset yie·ld strength 

is almost the same as the tensile strength. The tensile strengths 

of the dual-phase steel wires with initially different 

microstructures and compositions at different drawing strains are 

summarized in Table 7. This tensile data shows that dual-phase 

steel s produced by t~he intermediate quenching process or the 

contro 11 ed ro 1'1 i ng process. cOU 1 d be drawn up to a drawi ng- st"ra i n' o'f 

6 for higher' tensile strength levels of 380-400 ksi (2620-2760 MPa) 

The' va'riation of- the tensil e' stren'gth of" the 2% Si dual:'phase I 

steel wire given the controlled rolling process with respect to the 

wire diameter is plotted in Fig. 38. This figure shows that the 

tensile strength of the dual-phase steel wire increases linearly 

with D-~ where D is the wire diameter after a rapid increase in 

early stages of-deformation. This flow curve agrees well with 

resu1 ts from wire drawing experiments by E'mbury and Fisher (84). We 

can also observe the similar trend in the manganese containing dual-

phase steel wire given the controlled roll ing process (Fig. 39). 

Figure 40 shows the tensile strengths of dual-phase steel wires 

with different volume fractions of martensite as a function of wire 



,~ 

45 

diameter. The silicon containing dual-phase steels before the 

drawing process were obtained by the intermediate quenching process. 

As mentioned al ready in Section 4.3.1, in the as-heat treated 

condition, the initial dual-phase steel with higher volume fraction 

of martensite has higher tensile str~ngth. The difference in 

tensile strength generally remains the same throughout the range of 

the plot. This shows that the increase in tensile strength as a 

function of drawing strain was similar between the two specimens 

with different volume fractions of martensite. 

A schematic of the drawing procedure and resulting tensile 

strengths for both a low carbon dual-phase steel with fine, fibrous 

microstructure in this investigation and a conventional high carbon 

pearl Hic steel wire is shown in Fig. 41 for comparison. One notes 

that three patenting treatments may be required for the high carbon 

pearl Hic steel wire (dashed 1 ine) to produce a tire cord, whereas 

only an initial heat treatment is required in the low carbon dual

phase steel case (solid line). This results in a reduction in the 

complexity of the operation as well as reductions in production cost 

and energy consumption. Consequently, dual-phase steels with fine, 

fibrous martensite particles show high promise as a new economical 

starting material for cold drawing into high tensile strength wires. 
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5. DISCUSSION 

5.1 Correl ation between In; tial Microstructure and Tensil e 

Properti es 

Empi ri ca 11 y, the mechan i ca'l properti es of dua l-phase stee 1 scan 

be understood in terms/of a composite consisting of a ductile matrix 

(ferrite) and a strong second phase (martensite). Therefore, the 

important metallurgical parameters affecting the mechanical 

properties of the dual-phase steels are: (1) properties of the 

ferrite and martensite phases, (2) size, shape and distribution of 

martensite in the ferrite matrix, and (3) volume fraction of 

martens"i te'! These structura'l features· are determi ned by the 

anneal ing temperature" in the (a.+y) region, the transformation· path, 

and the chemical composition of'the al10y~ 

The tensi 1 e test 'data for- the as-heat treateddua l-phase steel so 

listed in Table 4 and Fig. 33 confirms the results of previous works 

(21-24) that the tensile strength of a dual-phase steel is to a 

first approximation linearly dependent upon the martensite volume 

fraction by the two phase mixture rule, 

where Vm is the martensite volume fraction, om is the ultimate 

tensile strength of the martensite, and 0a. is the stress carried by 

the ferrite matrix when the dual-phase steel is strained to its 
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ultimate tensile stress. Even if this mixture rule describes the 

extreme case where the strong phase particles are continuous and 

unidirectionally al igned in the direction of the appl ied stress, it 

is confirmed empirically that this equation holds as a fairly good 

approximation of the tensile behavior of the dual-phase steels. 

However, it was noted that suitable modifications which take account 

of the size, shape and distribution of the martensite particles are 

necessary for more quantitative correlations (93). 

From Fig. 33, it is clear that, in the 2~ Si dual-phase steels, 

the step quenched and the controlled rolled specimens show higher 

yield strength compared to the intermediately quenched specimens, 

although the tensile strengths are similar at approximately the same 

volume fraction of martensite. Contrarily, in the manganese bearing 

dual-phase steels with similar volume fraction of martensite (Fig. 

35), the specimen given the step quenching process is characterized 

by lower yield and tensile strengths compared to the intermediately 

quenched or the intercritically annealed specimens, which is 

consistent with the result previously reported(90). 

Earlier experimental studies on dual-phase steels showed that 

the yield strength is primarily determined by the flow strength of 

ferrite matrix, which is control led by the mean free path in the 

ferrite according to the Hall-Petch equation (30). Therefore, the 

step quenched specimens with a coarse microstructure exhibit a lower 

yield strength compared to the specimens with a fine microstructure, 

produced by the intermediate quenching process or the intercritical 

,] 
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annealing process. This is verified in the present investigation for 

the 1.5% Mn dual-phase steel S6 However, the reverse resul twas 

found in the silicon containing dual-phase steels, which is contrary 

to the Hall-Petch equation. As a plausible explanation, it is 

possible that the lower yield strength in the silicon bearing 

specimen with a fine microstructure is related to the softening of 

the, ferrite matrix. 

Romig and 5alzbrenner (94) investigated the partitioning of 

silicon between the ferrite and martensite phases in the 

intermediately quenched or the step quenched dual-phase steels of 

Fe-1.7S% 5i-0.09S V-O.IS C. For alloys given the intermediate 

quench treatment, it" was found that-the martensite to (ferrite'+ 

austenite) transfo.rmation proceeds' under classical diffusion control 

(95,96), thus giving rising to more' partitioning of sil icon in the 

ferrite phase. Mat'hematical descriptions o·f such isothermal 

diffusion controlled transformations have been presented in the 

1 iterature (97-99). Conversely, during the step quenching 

treatment, the austenite to (ferrite + austenite) reaction proceeded 

purely under carbon control. Thus, carbon partitioned between the 

ferrite and the austenite, but'the silicon did not. This 

observation led to the formulation of the paraequilibrium or the no

partit.ion local equil ibrium condition (100,101). It is apparent, 

therefore, that the intermediately quenched specimen has more 

si 1 icon content in the ferrite than the step quenched specimen. 

Because of the repel lent interaction between silicon and carbon 
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(102)i silicon forces carbon atoms to migrate from the ferrite phase 

and this depletion of carbon in turn softens the ferrite in the 

i.ntermediately quenched dual-phase steel. As a result, the 

intermediately quenched specimen exhibits a lower yield strength 

compared to the step quenched specimen although the former has a 

smaller mean free path. It should be noted that since carbon is 

such an effecti ve sol id sol ution strengtheni ng el ement 

(approximately 50 times more effective than sil icon)>> even small 

changes in the solubil ity of carbon are 1 ike1y to affect the 

strength of the ferri te phase. 

Supporting evidence of the repellent interaction between 

silicon and carbon is available from several sources. Darken (103) 

investigated the silicon-carbon interaction using a diffusion couple 

fabricated from a high silicon steel and a plain carbon steel, both 

with similar carbon contents. After a high temperature anneal for a 

period of days, carbon had diffused from the high silicon steel to 

the plain carbon steel, significantly raising the carbon content of 

the latter. It has been reported that the maximum solubil ity of 

carbon in ferrite decreases in the presence of silicon by Petrova et 

a 1. (104). 

As shown in Figs. 34 and 36, specimens with a coarse dual-phase 

microstructure produced by the step quenching exhibit much small er 

values of elongation and reduction in area than other specimens with 

a fine microstructure at the similar volume fraction of martensite. 

Fig. 37 al so shows that the step quenched specimen fractured 
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primarily by cleavage indicating premature failure of the system at 

the early stage of deformation, while the fracture surface of the 

dual-phase steel with a fine microstructure contains only a dimple 

structure, typical of ductile shear failure. 

In the early stage of plastic deformation of a dual-phase 

steel, plastic flow· starts in the. soft ferrite while the martensite 

remains elastic and mobile dislocations in the, ferrite are impeded 

by the adjacent martensite partic1 esc As further deformation 

proceeds, the dislocation density increases rapidly, giving rise to 

dislocation tangles at the martensite-ferrite interfaces. In this 

ways stresses are bull t-up in the ferrite regions adjacent to the 

martensite particles. Thus, t~ese localized deformation and/or 

stress concentrations' in the f~rrite lead to fracture of the ferrite 

matrix which occurs by cleavage or void nucleation and coalescence 

depending on the microstructure o~the dual-phase-steel. 

For dual-phase steel with a coarse microstructure, the average 

spacing between the martensite particles is large. Thus, during 

plastic deformation, the number of dislocations and stress 

concentrations in the ferrite region near the martensite particl es 

increase'rapidly, reading to void formation at the-early stage of 

p1 astic deformation. However, the fine 'dua 1-phase structure has 

sma 11 er spac i ng between martens i te pa,rt i c 1 es than the coa rse 

microstructure at the same volume fraction of martensite. As a 

result, the density of dislocations and stress concentrations at the 

ferrite-martensite interface decrease. Thus, void formation occurs 
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at the later stage compared to the dual-phase steel with coarse 

mi cros tructure. 

Initial voids may grow through only one or two ferrite grains 

to produce microcracks (105) or they may propagate throughout the 

ferrite phase causing failure of the specimen depending on the 

microstructure. Whether or not the void extends beyond the 

microcrack stage is determined by the mean free path of the 

specimen. The fracture stress of a specimen which fails 

predomi nant 1 y by c 1 ea v age fracture is proporti ona 1 to d-l.z, where d 

is the mean free path (106). 

In the dual-phase steels given the intermediate quenching 

process or controlled rolling process, the mean free path is very 

small. Therefore, microcracks, if they form, are obscured by the 

extensive plastic deformation associated with the shear fracture of 

the ferrite. The fracture of these dual-phase structures occurs by 

void nucleation and coalescence due to localized deformation in the 

ferrite after 1 arge amounts of pl astic deformation. In the step 

quenched specimens with the 1 arge mean free path, cleavage cracks 

propaga te throughout the ferri te, resu 1 ti ng in premature fa i 1 ure 

with small amounts of plastic deformation. 

This considerable difference in the void formation and 

propagation between the coarse and the fine dual-phase structures 

can explain a significant difference in the ductil ity of the as-heat 

treated dual-phase steels at room temperature. The foregoing 

discussion emphasizes that the ductil ity of dual-phase steel of a 
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given strength is largely dependent upon its morphology and grain 

size. 

502 Orawability 

Since a 1 arge part of the tensi 1 e strength of the dua l-phase 

steel wire resul ts from the cold drawing, the important factor is 

the maximum amount of cold drawing which can be put into the as-heat 

treated dua l-phase steel to boost the strength. Orawabi 1 ity for 

several dual-phase steels studied in the present investigation is 

listed in Table 5, showing the microstructural influence on the 

drawing behavior of dual-phase steels. 

In general, the fine, fibrous microstructure produced by the 

intermediate' quenching process or the controll ed roll ing process 

shows the best drawability. In contrast, the coarse microstructure 

given the step quenching treatment has the-poorest drawing 1 imit. 

The drawability of the intercritically annealed specimen is 

intermediate. The role of the martensite volume fraction on the 

drawabil ity can be found by comparing the three intermediately 

quenched sil icon containing specimens (SIQ1, SIQ2, SIQ3), which 

shows that the drawing limit of the specimen with the lowest volume 

fraction of the martensite (SIQ1) is the highest. This may have 

been due to the fact that the volume fraction of the ductile ferrite 

matrix is the highest in this caseo The role of the alloying 

element on the drawability is shown by the lower drawability of the 
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manganese containing dual-phase steel compared to the silicon 

containing steel given the same heat treatment. 

As mentioned before, during the wire drawing process, the 

ferrite and martensite in the dual-phase steels deform continuously, 

but to greatly varying degrees. This difference in strain results 

in void formation at the ferrite-martensite interface, eventually 

leading to the ultimate failure of the wire at the die exit during 

subsequent drawing steps. 

Generally, current criteria for void formation or decohesion at 

the interface of the hard particles in a ductile matrix are based 

upon consideration of local elastic energy storage, and normal 

stress at the particle-matrix interface (107-109). The elastic 

energy criterion is that the elastic energy which is stored in the 

plastically non-deformable particle and released during decohesion 

must be greater than or equal to the increase in energy due to the 

newly formed free surfaces. This is why the particle-matrix 

interfacial energy has such a strong influence on the nucleation 

role of voids (110). This criterion is more easily satisfied for 

large particles than for small particles (l09). The second 

criterion is that the stress at the particle-matrix interface must 

exceed the tensile strength of that interface before the stored 

elastic energy can be released to form two new surfaces. 

The inferior drawability in the step quenched specimen compared 

to other heat treated specimens can be solely attributed to its 

coarse microstructure. From a continuum mechanics viewpoint, this 
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is expected since the coarse martensite geometry in the coarse 

ferrite causes more severe inhomogeneous deformation and restricts 

initial plastic flow to a smaller fraction of the total volume of 

the ferrite matrix. Therefore, the energy criteria for void 

nucleation was more easily satisfied for the large martensite 

particles. Also, void propagation will occur at a faster rate with 

less plastic strain, as mentioned in the previous section. 

As shown in Tabl e 5, the drawabil ity of the intermediately 

quenched specimen was higher than that of the corresponding 

intercritically annealed specimen (e.g., SIQl and SIAl). Since they 

were the same alloy annealed at the same temperature, there should 

be no differences in their martensite volume fractions· and 

properties. Thus, these were not influencing factors. This 

difference in drawabil ities between the two specimens can be related 

to their different void formation tendencies because of different 

microstructures, such as the nature of the ferrite-martensite 

interfaces and the shape of the martensite particles. Fig. 23 shows 

the drawn dual-phase microstructures of the intermediately quenched 

and the intercritically annealed specimens at a drawing strain of 

3.6. It is· apparent that the microstructure- produced by the 

intercritical anneal ing process (Fig. 23B) is more susceptibl e to 

void formation than the microstructure developed by the intermediate 

quench i ng process (Fi g. 23A). 

As shown by Koo and Thomas (111), the martensite particles in 

the intermediately quenched specimen generally have the same 
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crystallographic orientation as the surrounding ferrite matrix. 

During two phase annealing in the intermediate quenching process, 

the austenite nucleates at and grows along the prior martensite lath 

boundaries and forms the acicular austenite as mentioned before. 

Upon quenching, the acicular austenite tends to transform back to 

the same variant as the previous martensite (112), which by this 

point has recovered or recrysta11 ized to form the ferrite matrix. 

As a result, the crystallographic orientation of both the martensite 

and the ferrite is nearly the same and the ferrite-martensite 

boundaries are coherent or of very low angle. Thus, void formation 

at the ferrite-martensite interface is more difficult during wire 

drawing. This is because a low angle boundary is generally of low 

energy (113) and, as mentioned earlier, the interfacial energy has a 

very strong influence on void formation. 

Inc 0 n t r a s t , the fe r r i t e - mar ten sit e i n t e r fa c e i nth e 

intercritically annealed specimen is generally of high angle at 

least part way around the martensite particles because the particles 

generally 1 ie on ferrite grain boundaries or at grain junctions. 

Thus, the martensite particles can have a low angle interface with 

at most one of the neighboring ferrite grains and must have high 

angle boundaries with the rest. Therefore, void formation at the 

ferrite-martensite interface should be more difficult in the 

intermediately quenched specimen during wire drawing than in the 

intercritica1 1y annealed specimen. 
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In addition to the advantage of a lower energy ferrite

martensite interface, the martensite particles in the intermediately 

quenched specimen are acicular, whereas those in the intercritically 

annealed specimen are roughly equiaxial. Since fiber composite 

theory states that an elongated particle has a better load transfer 

with the matrix (43), there is less tendency for void formation in 

the intermediately quenched specimen. These differences in the 

nature of the ferrite-martensite interface and the shape of the 

martens i te parti cl es can expl a i n the increase in deformabil ity of 

martensite particles and better drawability for the intermediately 

quenched specimen than for the intercritically annealed specimen. 

The spec imen subjected to the contro 11 ed ro 11 i ng process has 

the high angle boundaries between the ferrite and martensite phases 

similar to the intercritically annealed specimen. Nevertheless, the 

former revea 1 s better drawabi 1 ity than the 1 atter. This may ha ve 

been due to a more favorable martensite morphology in the former 

case. The martensite particles of the specimen given the control led 

rolling process are finer and fibrous compared to those of the 

intercritically specimen. Therefore, there is less tendency for 

void formation at the ferrite-martensite interfaces, accounting for 

better drawability for the controlled rolled specimen. 

The inferior drawability of the manganese containing dual-phase 

steel to the silicon containing steel given the similar heat 

treatment could be explained as follows. In experimental results of 

substitutional alloying element partitioning in dual-phase steels 
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(114), it was found that manganese partitions more in the martensite 

region, especially adjacent to the ferrite-martensite interface, 

than in the ferrite region, whereas silicon partitions more in the 

ferrite region than in the martensite region. In the manganese 

containing steel, the hardness of martensite adjacent to the 

ferrite-martensite interface is enhanced due to the segregated 

manganese elements while that of ferrite is reduced. This may 

induce greater plastic incompatibility between the ferrite and the 

mar ten sit e , res u 1 tin gin v 0 i d form a t ion at the i n t e r fa c eat a 

relatively lower drawing strain in this case. However, the sil icon 

containing steel shows an opposite tendency to that of the manganese 

steel, and so the difference of the hardness between ferrite and 

martensite is much lower. Therefore, it can be suggested that a 

silicon containing dual-phase steel has better drawability than a 

manganese st'eel gi ven the simi 1 ar heat treatment. However, the 

manganese steel given the controlled rolling process shows similar 

drawabil ity to that of the si 1 icon steel because there is 1 ess 

tendency of manganese partitioning between ferrite and martensite in 

this case. 

In addition to the effect of alloying element partitioning, the 

d rawa bi 1 ity difference cou 1 d be re 1 a ted to the difference in the 

martens i te morpho logy between the s i 1 i con and the manganese 

containing specimens given the intermediate quenching process as 

mentioned in Section 4.2.1A. As shown in Fig. 14, while the 

martensite particles in the silicon containing dual-phase steel are 
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discontinuous throughout the matrix, those of the manganese 

containing dual-phase steel form a continuous network along the 

prior austenite grain boundaries as an inevitable product of the 

phase transformation in this system with an acicular morphology in 

the interior of the prior austenite grains. These large martensite 

particles along the prior austenite grain boundaries are preferred 

void nucleation sites since they do not have the optimum interfacial 

relationship with the surrounding ferrite matrix. Once voids 

nucleate at these sites, they could easily coalesce in a relatively 

early stage prior to appreciable plastic deformation of the ductile 

ferrite matrix since they form a continuous network. 

As a plausible explanation for the absence of martensite 

particles along the prior austenite grain" boundaries observed in the 

silicon containing dual-phase steels, two possibilities were 

suggested by Koo (30). First, it is likely that the prior austenite 

grain boundary can be decorated by the formation of ferrite 

allotriomorphs during quenching after solution treatment. This 

occurs since sil icon is one of the most potent alloying elements 

which increase the rates of nucleation and growth of proeutectoid 

ferrite allotriomorphs (115). As a result, the initial martensite 

structure prior to the two phase annealing may be associated with a 

thin layer of ferrite al lotriomorph along the prior austenite grain 

boundary. As a consequence, upon subsequent annea 1 i ng in the two 

phase region, the ferrite phase inherited from the initial 

"martensite structure may prevent the nucleation and growth of 
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austenite along the prior austenite grain boundaries. The second 

possibility is related to the occurrence of silicon segregation 

along the prior austenite grain boundaries in the initial 

martensitic structure prior to the two phase annealing. Therefore, 

during two phase annealing, austenite nucleation at the prior 

austenite grain boundaries will be prevented by the repellent 

tnteractions between carbon and preoccupied silicon atoms at the 

boundaries (102), and will occur only at the initial martensite lath 

boundaries. 

In addition to the role of various metallurgical parameters on 

the drawing behavior of dual-phase steel, as discussed above, the 

control of martensitic substructure is particularly important for 

superior drawabil ity. If the dual-phase microstructure contains 

twinned plate martensite (Fig. 42), there is an increase in the void 

formation tendency between the ferrite-martensite interface during 

the drawing process (Fig. 43) since the twinned martensite is non

deformable. Therefore, the presence of twinned martensite is 

detrimental to the drawabil ity of a dual-phase steel and leads to 

the failure of the dual-phase steel in an early stage of plastic 

deformation. To prevent the occurrence of the twinned martensite, 

the carbon content of the austenite phase should be approximately 

less than 0.4 wt.% during two phase annealing. In addition, the 

quenching after two phase annealing or finish rolling should be 

rapid enough to prevent further austenite pool shrinkage or 

decomposition prior to its transformation to martensite. which would 
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resu1 t in high carbon pl ate martensite or carbide formation at the 

edge of a predominantly lath martensite particle. 

5.3 Drawn Properties 

Over the 1 ast two decades cons i derab 1 e effort has been directed 

towards understanding the development of microstructure and the 

strengthening mechanism in metals deformed at large strains, and the 

field has been extensively reviewed most recently by Gil Sevi11ano 

et a1. (116). In the earlier work for various ferrous steels by 

Embury and Fisher (84), they found that a cellular dislocation 

substructure is developed during wire drawing and the nature of this 

dislocation substructure consists of elongated cells almost free 

from dislocations separated by walls of densely tangled 

dislocations. These walls are known to block the movement of slip 

dislocations in' a manner analogous to grain boundaries and are 

referred to as ce 11 wa 11 s or substructura 1 barri ers. It was noted 

that, as the drawing strain is increased, the mean distance between 

the cell wall s perpendicu1 ar to the drawing direction, i.e .• the 

cell dimension is progressively reduced. Quantitative measurements 

of the flow stress and the cell dimension indicated that the flow 

stress of heavily deformed material, of. can be related to the 

spacing between the cell walls by an equation of the Hall-Petch 

type: 
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where d is the dimension of the cell structure and k is a constant 

which includes a geometrical factor relating the mean slip distance 

to the observed va 1 ues of d. Embury and Fi sher suggested that the 

spacing between cell wall s (d) normal to the wire axis is 

continuously reduced and remains proportional to the wire diameter 

(0) so that one can write: 

where the subscripts refer to initial dimensions and those after 

a true drawing of €. Therefore, the flow stress of the col d drawn 

wire is a1 so proportional to the reciprocal of the square root of 

the drawn wi re diameter (O~~). 

The model proposed by Embury and Fisher is restrictive in the 

sense tha tit assumes tha t the number 0 f ce 11 s rema ins unchan ged 

during the total range of wire drawing and the cells are elongated 

axisymmetrica1ly, whereas in fact the deformation mode corresponds 

more nearly to plain strain due to textural effects (86). Langford 

and Cohen have examined this premise in detail by carefully 

investigating the scale and morphology of the cell structure in 

drawn pure iron in both the longitudinal and transverse sections. 

It was observed in the transverse section that the cells become 

curved and ribbon shaped due to plain strain flow imposed by the 

<110> wire texture and the relationship of flow stress to the 

inverse of .the cell dimension (d- 1) is obeyed over a wide range of 

drawing strains. 
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However, it has been shown that, for two-phase material s, the 

<110> wire texture has no net effect on the average scale of cells 

(117). This is because, al though the <110> wire texture causes the 

swirled appearance of the microstructure on transverse sections, the 

resul ting strength inhomogeneities cause further inhomogeneous 

deformation which defeats the effect of the internal shape change on 

the scal e, of the .. microstructure, converting the pl ane strain 

elongation to axisymmetric elongation. Therefore, the correlation 

observed between the strength of drawn wire (a) and the cell 

dimension (d) is of the form, a ex: d=\ which is similar to the 

equation proposed by Embury and Fisher, and the average cell 

dimension is simply reduced in direct proportion to the change in 

wire diameter. 

The variation in tensile strength in dual-phase steel wire with 

respect to the wire diameter is shown in Figs. 38-40. These figures 

show that the tensile strength is inversely proportional to the 

square root of the wire diameter (D-~) after a rapid increase in 

early stages of deformation. As shown in Figs. 25 and 26, both the 

ferrite and martensite phases in dual-phase steel deform well with 

increasing drawing strain so that the cell dimensions of deformed 

ferrite and martensite are continuously decreased according to the 

macroscopic shape change of the wire. It is reasonable to suggest 

that the flow stress of deformed ferrite and martensite is governed 

by these relationships: 



a aE 
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where daE and dmE are the cell dimensions of deformed ferrite and 

martensite, respectively, DE the wire diameter at a drawing strain 

of E. Thus, it is anticipated that the tensile strength of dual

phase steel wire is related to the wire diameter by the 

relationship, aE a: D~~ since the flow stress of dual-phase steel 

wire follows the mixture rule (Fig. 40), 

a = a V + a Vm E aE a mE 

where Va and Vm are the volume fractions of ferrite and martensite, 

respectively. 

Figures 38-40 also show a rapid strain hardening in the early 

stages of deformation. This behavior presumably results because at 

the beginning of deformation, cell dimensions decrease more rapidly 

than they would if they were merely to follow the macroscopic sh~pe 

change due to a higher cell mul tipl ication rate in the low strain 

region. At 1 arge strains, however, the average cell dimension is 

simply reduced in direct proportion to the change in the wire 

diameter, if no dynamic recovery occurs. 

As can be seen from Fig. 40, the dual-phase steel wire with 

higher martensite volume fraction had higher tensile strength, as 

expected. The difference i~ tensile strength generally remained the 

same throughout the range of the plot, showing that the strain 

hardening rate was similar for the dual-phase steels with different 

martensite volume fractions. In dual-phase steels, it has been 



64 

shown that the strain hardening rate increases 1 inearly with the 

martensite volume fraction (23). Also, the strain hardening rate 

was found to be sensiti ve to the carbon content of the martensite 

phase, being substantially higher for steel s with higher carbon 

content due to the greater plastic incompatibil ity of the harder 

particles with the ferrite matrix and from the higher residual 

stress associated with their lower transformation temperature. 

From the Fe-C phase diagram (Fig. 7), it is noted that, during 

the two phase annea 1 ing, the carbon content of the austenite phase 

decreases as the anneal ing temperature increases, where the carbon 

content of the bul k material is constant. This means that the 

specimen with higher martensite volume fraction has lower carbon 

content in the martensite phase than that with lower martensite 

volume fraction. Thus, the increase of the work hardening rate with 

higher martensite volume fraction would compensate for the decrease 

of the work hardening rate with lower carbon content in the 

martensite. From this consideration, the similar work hardening 

rate of dual-phase steels of a given composition with different 

martensite volume fractions can be understood. 
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6. SUMMARY 

The investigation has been aimed at designing desirable dual

phase steels for cold drawing into high strength wire. Based on the 

results of this research on the microstructure-mechanical property 

relationships of dual-phase steel and drawn wire from dual-phase 

steel, the major findings are summarized below. 

1. Dual-phase steel can be designed and processed as an economical 

starting material for drawing into high strength steel wire. 

2. The dual-phase steel of composition Fe-2% Si-O.1% C, which has 

been developed according to the selected design guidelines, was 

found to be the most promising material for drawing wire to high 

tens i 1 e strength. 

3. This steel can be continuously drawn to strength levels found in 

commercial high carbon pearl itic steel wires without any 

intermediate patenting treatments during the drawing process. 

This results in a reduction in the complexity of the operation 

as well as reducing production cost and energy consumption. 

4. This attractive dual-phase steel for drawing into high strength 

wire, which has a microstructure of fine, fibrous and 

disconnected lath martensite particles in fine ferrite matrix 

can be produced by either the intermediate quenching process or 

the controlled rolling process. 
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5. The intermediate quenching process consists of austenitizing and 

quenching to form 100% martensite, followed by two phase 

annealing and subsequent quenching. The martensite volume 

fraction can be varied by the two phase annealing temperatureo 

6. The control 1 ed roll ing process consists of deforming above and 

below the austenite recrystallization temperature after 

austenitizing, followed by finish-roll ;ng in the two phase 

region and quenching. Processing variabl es such as the amount 

of deformation and the deformation temperature should be 

carefully controlled to obtain the optimum microstructure. This 

process is suitable for commercial rod mills provided a 

quenching system is available'. 

70 A very rapid quench after two pha'se anneal ing or finishing

rolling is necessary to produce the desfrable ferrite-lath 

martensite microstructure. 51 ow or del ayed quenching can cause 

austenite pool shrinkage or decomposition above the Ms 

temperature, resul ting in a region of microtwinned martensite or 

carbide at the edge of a predominantly lath martensite particle, 

which is undesirable for wire drawing. 

8. From the study of as-heat· treated dual-phase steels with 

different shape, size and volume fraction of martensite 

particles, the following observations were made: 

a) The volume fraction of martensite governs the strength and 

the ductil ity according to the two phase mixture rule, as 

previously demonstrated in many dual-phase steels. 
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b) In addition to the martensite volume fraction, the 

martensite morphology influences the tensile properties of 

dual-phase steel. A fine particle size of martensite is 

required to improve the ductility of dual-phase steels of a 

given strength. 

9. From the study of the drawing behavior of dual-phase steels 

with different martensite morphologies and volume fractions, 

the following observations were made: 

a) The drawing limit is decreased as the martensite volume 

fraction increases. 

b) The drawabil ity of dual-phase steel also depends on the 

shape, size, substructure of martensite and on the nature 

of the ferrite-martensite interface. A microstructure 

consisting of fine, fibrous lath martensite with coherent 

ferrite-martensite interfaces is desirable for higher 

drawabil ity. 

10. The tensile strength is linear with the reciprocal of the 

square root of the wire diameter (which is related to the scale 

of the cellular substructure) after a rapid increase in the 

initial stages of deformation. 

11. The dual-phase steel wire with higher martensite volume 

fraction shows higher tensile strength 1 evel s throughout the 

range of various wire diameters investigated. However, the 

work hardening rate of drawn wire approaches a single value, 

independent of the martensite volume fraction. 
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Alloy C 

S 0.08 

M1 0.10 

M2 0.08 

Table 1. Alloy Compositions (wt. %) 

Si Mn 

1.90 0.32 

1.55 

0.25 1.08 

p 

0.004 

0.005 

0.004 

S 

0.004 

0.003 

0.005 

Sol.AI 

0.033 

0.019 

N 

0.0015 

0.0015 

79 

Fe 

Bal. 

Bal. 

Bal. . 



Table 2. Phase Transformation Temperatures (. C) 

Alloy 

S 

Ml 

M2 

Ac 1 

780 

725 

740 

1030 

845 

870 

710 

570 

600 

950 

710 

150 

80 



Table 3. Volume Fraction of Martensite 

A. Fe-Si-C Alloy 

Alloy Specimen Heat Annealing 

Treatment Temperature ( 0 C) 

S SHR HR 

S SIQ1 IQ 

S SIQ2 IQ 

S SIQ3 IQ 

S SIAl IA 

S SIA2 IA 

S SSQ1 SQ 

S SSQ2 SQ 

S SM 

HR : Controlled Rolling Process 

IQ : Intermediate Quenching Process 

IA : Intercritical Annealing Process 

SQ : Step Quenching Process 

t : Finish Rolling Temperature 

950t 

910 

960 

1000 

910 

960 

880 

920 

81 

Volume Percent 

Martensite 

-- 20 

-- 20 

-- 40 

-- 50 

-- 20 

...... 40 

-- 30 

-- 50 

...... 100 
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Table 3. Volume Fraction of Martensite 

B. Fe-Mn-C Alloy 

Alloy Specimen Heat Annealing Volume Percent 

Treatment Temperature ( 0 C) Martensite 

M1 MIQ IQ 750 '" 25 

M1 ?v1IA IA 750 '" 25 

M1 MSQ SQ 650 '" 27 

M1 MM ",100 

M2 MHR. HR 740t '" 20 

IQ : Intermediate Quenching Process 

IA : Intercritical Annealing Process 

SQ : Step Quenching Process 

HR : Controlled Rolling Process 

t : Finish Rolling Temperature 



Table 4. Summary of Tensile Properties 

( As Heat Treated ) 

A. Fe-Si-C Alloy 

Specimen Yield. Tensile Uniform Total 

Strength Strength Elongation Elongation 

ksi{MPa) ksi{MPa) (%) (%) 

SHR 80(552) 120(827) 15.3 26.5 

SIQ1 71(490) 117(807) 12.4 22.7 

SIQ2 83(572) 130(896) 10.0 20.0 

SIQ3 91(627) 136(938) 8.7 18.6 

SIAl 72( 496) 121(834) 10.2 20.0 

Sill 83(572) 128(883) 10.0 19.0 

SSQ1 83(572) 124(855) 9.6 15.3 

SSQ2 98(676) 137(945) 7.0 12.0 

SM 147(1014) 173(1193) 3.5 12.3 

83 

Reduction 

of Area 

(%) 

65 

55 

53 

53 

56 

36 

28 

53 



Table 4. Summary of Tensile Properties 

( As Heat Treated ) 

B. Fe-Mn-C Alloy 

Specimen Yield Tensile Uniform Total 

Strength Strength Elongation Elongation 

ksi(MPa) ksi(MPa) (%) (%) 

MIQ 59(407) l00(690) 13.0 20.0 

MIA 60( 414) 102(703) 11.0 18.5 

MSQ 53(365) 91 (627) 11.5 11.0 

MM 149(1027) 166(1145) 2.2 13.4 

MHR 54(372) 97 (669) 18.0 30.0 

84 

Reduction 

of Area 

(%) 

40 

41 

32 

59 

11 



Specimen 

SIQ1 

SHR 

MHR 

SIQ2 

SIAl 

SlA2 

SIQ3 

MIQ 

SSQ1 

SSQ2 

MIA 

SQM 

Table 5. Drawability 

Minimum 

Diameter (inch) 

<0.0105 

<0.0105 

<0.0105 

0.0136 

0.0172 

0.0221 

0.0284 

0.0284 

0.0526 

0.0526 

0.0526 

0.0764 

Total 

Drawing Strain 

>6.06 

>6.06 

>6.06 

5.54 

5.07 

4.57 

4.07 

4.07 

2.83 

2.83 

2.83 

2.0g 
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Specimen 

SHR 

SIQ1 

SIQ2 

SIQ3 

MIQ 

Table 6. Tensile Properties of Drawn Wires 

at a Drawing Strain of 0.44 

Yield Tensile Uniform Total 

Strength Strength Elongation Elongation 

ksi(MPa) ksi(MPa) (%) (%) 

166(1145) 168(1158) 0.6 9.8 

169(1165) 170(1172) 0.6 9.2 

177(1220) 179(1234) 0.5 9.1 

187(1289) 188(1296) 0.4 9.1 

151(1041) 155(1069) 0.7 6.6 

86 

Reduction 

of Area 

(%) 

48 

45 

44 

43 

23 



Table 7. Tensile Strength of Dual-Phase Steel Wires 

A. Controlled Rolling Process 

Wire Dia. 

(inch) 

0.217 

0.174 

0.119 

0.0764 

0.0526 

0.0362 

0.0195 

0.0136 

0.0105 

Total 

Drawing Strain 

0 

0.44 

1.20 

2.09 

2.83 

3.58 

4.82 

5.54 

6.06 

Tensile Strength, ksi{MPa) 

SHR 

120 (827) 97 (669) 

168(1158) 

205(1413) 176(1213) 

223(1538) 195(1345) 

245(1689) 

280(1930) 252(1738) 

340(2344) 307(2117) 

380(2620) 357(2462) 

407(2806) 380(2620) 

87 



Table 7. Tensile Strength of Dual-Phase Steel Wires 

B. Intermediate Quenching Process 

Wire Dia. 

(inch) 

0.217 

0.174 

0.119 

0.0764 

0.0526 

0.0362 

0.0172 

0.0136 

0.0105 

Total 

Drawing Strain 

0 

0.44 

1.20 

2.09 

2.83 

3.58 

5.07 

5.54 

6.06 

Tensile Strength, ksi(MPa) 

SIQ1 SIQ2 SIQ3 

117 (807) 130 (896) 136 (938) 

170(1172) 179(1234) 188(1296) 

201(1386) 215(1482) 220(1517) 

217(1496) 233(1607) 245(1689) 

245(1689) 260(1793) 276(1903) 

271(1869) 287(1979) 300(2069) 

345(2379) 369(2544) 

375(2586) 395(2724) 

403(2779) 
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Table 7. Tensile Strength of Dual-Phase Steel Wires 

C. Intercritical Annealing Process 

Wire Dia. 

(inch) 

0.0217 

0.0119 

0.0764 

0.0526 

0.0362 

0.0221 

0.0172 

Total 

Drawing Strain 

0 

1.20 

2.09 

2.83 

3.58 

4.57 

5.07 

Tensile Strength, ksi(NlPa) 

SIAl SIA2 

121 (834) 128 (883) 

207(1427) 220(1517) 

222(1530) 232(1600) 

255(1758) 270(1862) 

282(1944) 290(2000) 

339(2337) 

350(2413) 
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Table 7. Tensile Strength of Dual-Phase Steel Wires 

D. Step Quenching Process 

Wire Dia. 

(inch) 

0.217 

0.119 

0.0764 

0.0526 

. Total Tensile Strength, ksi{MPa) 

Drawing Strain SSQ1 

o 124 (855) 

1.20 1 95( 1345 ) 

2.09 215(1482) 

2.83 230(1586) 

SSQ2 

137 (945) 

207(1427) 

230(1586) 

250(1724) 
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Table 8. Microhardness Data 

A. Specimen SQSl ( ....... 30% Martensite) 

Wire Dia. Total 

(inch) Drawing Strain 

0.217 

0.142 

0.119 

0.0764 

0.0526 

o 

0.85 

1.20 

2.09 

2.83 

Ferrite 

230 ± 10 

330 ± 10 

350 ± 10 

370 ± 10 

385 ± 10 

Martensite 

505 ± 10 

530 ± 10 

560 ± 10 

600 ± 10 

620 ± 15 
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Table 8. Microhardness Data 

B. Specimen SQS2 (,....... 50% Martensite) 

Wire Dia. 

(inch) 

0.211 

0.142 

0.119 

0.0164 

0.0526 

Total 

Drawing Strain 

o 

0.85 

1.20 

2.09 

2.83 

Ferrite 

215 ± 10 

310 ± 15 

340 ± 10 

375 ± 10 

400 ± 10 

Martensite 

420 ± 10 

460 ± 15 

490 ± 10 

525 ± 10 

540 ± 15 
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Table 9. Drawing Schedule 93 

Pass Wire Dia. Reduction of Area Total Reduction Total 

No. (inch) per Pass (%) of Area (%) Drawing Strain 

0 0.217 0 

1 0.174 35.7' 35.7 0.44 

2 0.142 33.4 57.2 0.85 

3 0.119 29.8 69.9 1.20 

4 0.1019 26.7 77.9 1.51 

5 0.0864 28.1 84.1 1.84 

6 0.0764 21.8 87.6 2.09 

7 0.0674 22.2 90.4 2.34 

8 0.0596 21.8 92.5 2.58 

9 0.0526 22.1 94.1 2.83 

10 0.0465 21.8 95.4 3.08 

11 0.0410 22.3 96.4 3.33 

12 0.0362 22.0 97.2 3.58 

13 0.0320 21.9 97.8 3.83 

14 0.0284 21.2 98.3 4.07 

15 0.0250 22.5 98.7 4.32 

16 0.0221 21.9 99.0 4.57 

17 0.0195 22.1 99.2 4.82 

18 0.0172 22.2 99.4 5.07 

19 0.0153 20.9 99.5 5.30 

20 0.0136 21.0 99.6 5.54 

21 0.0119 23.4 99.7 5.81 

22 0.0105 22.1 99,77 6.06 



Fi g. 1. 

Fig. 2. 

Fig. 3. 

Fi g. 4. 

Fig. 5. 

Fi g. 6. 

Fig. 7. 
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FIGURE CAPTIONS 

Manufacturing process of steel tire cord. 

Stress-strain curves for a Fe/Mn/Si/V/O.IC steel with 

d u a 1 - ph a s e m i c r 0 S t rue t u res 0 f two d iff ere n t mar ten sit e 

vol ume fractions; and with a ferrite-pearl ite 

microstructure (29). 

Schematic of the intermediate quenching process. 

Schematic of three stages of the controll ed roll ing 

process and change in microstructure with deformation in 

each s ta gee 

Schematic of the intercritical annealing process. 

Schematic of the step quenching process. 

Phase diagrams showing the expansion of the (a+y) range 

when silicon is added to the Fe-C system. 

Fig. 8. Schematic of the wire drawing process. 

Fig. 9. Schematic of the velocity fields in the wire under central 

burst conditions. 

Fig. 10. Schematic of a di 1 atometry specimen for measuring phase 

transformation temperatures. 

Fig. 11. Schematic of a subsize cylindrical tensile test specimen. 

Fig. 12. Optical micrographs of the initial martensite structure 

before two phase annealing in the intermediate quenching 

process. (a) Specimen SM and (b) Specimen MIM. 
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Fig. 13. Transmission electron micrographs revealing the interlath 

retained austenite in the specimen SM. 

(a) Bright field image. 

(b) Corresponding dark field image where thin films of 

retained austenite reversed contrast when the (002) 

spot was used for imagi ng. 

(c) Selected area diffraction pattern. 

(d) Indexing of the diffraction pattern in (c), showing 

K-S relationship of martensite and austenite. 

Fig. 14. Scanning electron micrographs of the dual-phase 

microstructures produced by the intermediate quenching 

process. (a) Specimen SIQl and (b) Specimen MIQ. 

Fig. 15. Transmission el ectron micrograph of the dua l-phase 

microstructur~ M: martensite F: ferrite 

Fig. 16. Transmission el ectron micrograph of the dua l-phase 

microstructure of specimen SIQ1. 

Fig. 17. Scanning electron micrograph of the dual-phase 

microstructure produced by the intercritical anneal ing 

process. Spec imen SIAl. 

Fig. 18. Scanning el ectron micrographs of the dual-phase 

microstructure produced by the step quenching process. 

(a) Specimen SSQl and (b) Specimen MSQ. 

Fig. 19. Scanning electron micrograph of the dual-phase 

microstructure obtained by the control led rolling process. 

Specimen SHR. 

" 
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Fig. 20. High magnification scanning electron micrograph of the 

dual-phase microstructure of specimen SHR. 

Fig. 21. Transmission electron micrograph showing the ferrite 

matrix of the dual-phase microstructure obtained by the 

controlled rolling process. Specimen SHR. 

Fig. 22. Scanning electron micrographs of the drawn dual-phase 

microstructure on' a longitudinal section as a function of 

the reduction in area (R.A.) by cold drawing. 

Specimen SIAl (A) 0% R.A. (e: = 0); (B) 70% RcA. (e: = 

1.2); (C) 88% R.A. (e: = 2.1); (0) 97% R.A. (e: = 3.6). 

Fig. 23. Scanning electron micrographs of the drawn dual-phase 

microstructure on a longitudinal section at e: = 3.6, Le., 

a fte r 97% R.A. 

(A) Specimen SIQ1; (B) Specimen SIAl; (C) Specimen SHR. 

Fig. 24. Scanning electron micrograph of the drawn dual-phase 

microstructure of specimen SSQ1 on a longitudinal section 

ate: = 2.8. 

Fig. 25. Vickers hardness of ferrite and martensite as a function 

of drawing strain. Specimen SSQl. 

Fig. 26. Vickers hardness of ferrite and martensite as a function 

of drawing strain. Specimen SSQ2. 

Fig. 27. Transmission electron micrograph of the drawn dual-phase 

microstructure on a longitudinal section at e: = 2.8. 

Specimen SIQl. 
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Fig. 28. Transmission electron micrographs showing highly deformed 

ferrite (a) and martensite (b) on a longitudinal section 

at ( = 2.8. Specimen SIQ1. 

Fig. 29. Transmission electron micrographs showing highly deformed 

ferrite (a) and martensite (b) on a longitudinal section 

at (= 3.6. Specimen SIQ1. 

Fig. 30. Transmission electron micrograph of the drawn dual-phase 

microstructure showing [110J wire texture on a 

longitudinal section at ( = 3.6. 

Fig. 31. Scanning electron micrographs showing the drawn dual-phase 

microstructure on a transverse section at ( = 2.8. 

(a) Specimen SIQ1 and (b) Specimen SIAL 

Fig. 32. Transmission electron micrograph of the drawn dual-phase 

microstructure on a transverse section at ( = 2.8. 

Spec i men SIAl. 

Fig. 33. Yield and ultimate tensile strengths as a function of 

martensite volume fraction for the silicon containing 

dual-phase steels. 

Fig. 34. Uniform and total elongations as a function of martensite 

volume fraction for the silicon containing dual-phase 

steels. 

Fig. 35. Yiel d and ul timate tensi 1 e strengths of the manganese 

containing dual-phase steels given different heat 

treatments. 
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Fig. 36. Uniform and total elongations~ and reduction in area of 

the manganese containing dual-phase steels given different 

hea t treatments. 

Fig. 37. Scanning electron fractographs of broken tensile 

specimens. (A) Specimen SIQl and (B) Specimen SSQl. 

Fig. 38. Tensile strength of dual-phase steel wire as a function of 

wire diameter. Specimen SHR. 

Fig. 39. Tensile strength of dual-phase steel wire as a function of 

wire diameter. Specimen MHR. 

Fig. 40. Tensile strength of dual-phase steel wire as a function of 

wire diameter. Specimens SIQl and SIQ2. 

Fig. 41. Comparison of the drawing schedule and resulting tensile 

strength for dual-phase steel wire and patented pearl itic 

steel wire. 

Fig. 42. Transmission electron micrograph showing the presence of 

twinned martensite in the initial dual-phase 

microstructure. 

Fig. 43. Scanning electron micrograph of highly deformed ferrite 

around non-deforming twinned martensite particles on a 

longitudinal section at- ( =. 3.6. Notice the void 

formation near the martensite-ferrite interface. 
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S tee I wi r e ro d 
[diem. 5.S mm (0.216 in.)] 

I 
Coarse Drawing 

[diem. 3.0 to 2.6 mm (0.12 to 0.10 in.)] 

I 
Patenting 

I 
Intermediate Drawing 

[di am. 1.6 to 0.8 mm (0.063 to 0.031 in.)] 

I 
Patenting 

1 
Brass Plating 

I 
Fine Drawing 

[diam. 0.4 to O.ISmm (0.016 to o.OOS9in.)] 

I 
Stranding 
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Fig . 12 
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Fig. 16 
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Fig. 17 
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Fig . 21 
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Fig . 31 
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