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. We have studied the use of neutron transmutation doped 

(NTD) Ge thermistors as phonon sensors at dilution refrigerator 
temperatures. In addition to measuring their thermal and electrical 
properties, we have observe4 pulses generated by X-rays incident 
on a thermistor thermally well-clamped to a heat sink. We find that 
during these pulses the lattice temperature of the thermistor 
apparently does not change. This surprising result is interpreted as 
evidence of a strong coupling between the high energy phonons 
generated by the interaction and the charge carriers in the thermistor. 
Additionally, these phonons appear to be absorbed within a fraction 
of a millimeter. We conclude that these thermistors have several 
desirable properties for a good high energy phonon sensor.· It 
remains to be see/!, however, if a composite detector consisting of 
a large crystal and attached phonon sensors can be developed. 

1 Introduction. 
When a particle interacts in a semiconductor crystal such as 

Ge, the immediate result can be both ionization in the form of 
electron-hole pairs, and phonons generated by the recoil of the 

. nucleus. At low temperatures, detection of the phonons may 
provide a method of m,easuring the interaction l which has the 
following advantages: '. 

- Most of the deposited energy (at least 2/3 before 
recombination of electrons and holes for the case of a particle 
interacting with a nucleus in the crystal) appears in phonons. In 
particular, the measurement of phonons may allow the efficient 
detection pf a nucleus recoiling with energies (of a few keY or less) 
for which there is very little ionization. This could make possible 
many fundamental physics measurements, such as the search for 
dark matter particles2 or the detection of coherent neutrino 
scattering3. 

- By working at low enough temperatures, the thermal 
fluctuations should be small enough to allow high energy resolution. 
_McCammon, Moseley and Mather have demonstrated'! this for the 
case of X-rays interactions, and many important improvements in 
X-ray and nuclea,r spectroscopy, X-ray astronomy and particle 
phYSICS (e.g. neutrmoless double beta decay5) should be obtainable. 

- Finally, phonon detection may result in dramatically lower 
backgrounds for the detection of rare processes such as dark matter 
interactions, for several reasons. The ballistic6 nature of these 
phonons (see discussion below) may allow the determination of the 
position of an interaction. Also, the simultaneous measurement of 
both t?~ phonon and ionization components of the total energy 
deposltion7 may provide a method for differentiating between an 
interaction that has occurred on a nucleus, and one that has occurred 
on an electron - which is the case for most radioactive background 
processes. Finally~ there is even the remote possibility of measuring 
the direction of the initial recoilS. 

. The most immediate method for detecting phonons is to let 
them thermalize and to measure an increase of the temperature of the 
~a~pl~. Wh~l~ .this calorimetric method would likely retain its 
mtrrnSlc senslUVlty and accuracy as the temperature is decreased, the 
response of the thermistors becomes very slow. This method is also 
intrinsically incapable of detecting the ballistic properties of the 
pho~<?ns, something w~ich. may be essential to have fast, position­
senSIUve and perhaps drrecuon-sensitive detectors. 

I:I0wev~r! .as f.irst emp,~asized by H.Maris9 , the phonons 
created 10 the InItial fire ball around the interaction will down­
conver~ to lower energy phonons with a lifetime inversely 
proportIonal to the fifth power of their energy. This means that for 

practical purposes they will stop down-converting at an energy of 
the order of 1 me V, which is many orders of magnitude greater than 
the thermal energy of the crystal. Their mean free path then 
becomes of the order of a centimeter and they propagate 
"ballistically". The ballistic nature of the phonons produced in 
particle interactions has been recently unambiguously demonstrated 
by the Von Feilitzsch grouplO. If, as was first advocated by 
Cabrera6, suitable sensors on the surface of a crystal could detect 
and absorb these phonons before they bounce around too much and 
thermalize, it may be possible to build larger detectors and have 
access to much more information to reject the backgroundS than is 
possible with purely calorimetric detectors. 

Two basic methods have been proposed for detecting these 
I meV phonons. One method involves either superconducting films 
or tunnel junctions, both of which respond when phonons have 
enough energy to break Cooper pairs. An alternative method uses 
"ordinary" semiconductor thermistors, which can be sensitive to 
high energy phonons. 

We report here recent results obtained around 20 mK which 
show that NTD Ge thermistors\) are indeed sensitive to the high 
energy phonons produced by X-rays. The coupling between these 
phonons and the charge carriers in the thermistor is strong, while we 
have shown in a previous work l2 (summarized in section 2) that 
thermal phonons at these temperatures couple very poorly and that, 
as a consequence, the signal rise-time,of a temperature change is 
extremely slow (several milliseconds). Section 3 describes our 
experimental setup. Section 4 describes results obtained when X­
rays interact directly in a thermistor and compares that response with 
the thermistor's response to electrical pulses. Section 5 shows what 
happens when phonons are created in a region of the crystal lattice 
outside the thermistor. : These data allow us to make a rough 
estimate of the mean free path of the phonons which couple to the 
charge carriers in our NTD Ge material. In section 6, we give an 
interpretation of our results and conclude in section 7 with the 
implications it has for the design of composite ballistic-phonon 
detectors. 

2, ElcctrilJlI and The[mall'rvpedies ofNeytnm Translllutation 
Doped (ie at 20 mK. 

After our initial results presented at the 1987 IEEE 
Symposium on. Nuclear Sciences13, we have continued to study in 
detail the electncal and thernlal properties of neutron transmutation 
doped Ge. This doping method consists of exposing an ultra-pure 
single crystal of Ge to thermal neutrons. The neutron rich Ge 
isotopes fomled by neutron capture decay to dopant impurities (Ga, 
As and Se), which should have excellent spatial uniformity. This 
fact is important since the dopant concentration has to be very close 
to the metallic transition. The net.dopant concentration (i.e. the 
difference nA-nO between acceptors and donors) is 6.64 1022 m,3 
for the material that we are using (NTD#12)11. Thermistors made 
out of this material have the following properties: 

I) Their resistance at zero bias power is strongly dependent 
on the temperature, varying by more than 4 orders of magnitude 
between 20 mK and 70 mK (cf ref 13). 

2) Unfortunately, in order to measure a resistance, some bias 
current has to be used. Biasing powers· as low as 1O,14W ill a 
sample of 0.21111113 decrease the resistance, and therefore the 
sensitivity, appreciably. Such an effect has been seen at higher 
temperatures but not with such a magnitude4. 



3) We have been able to show l2 that the extreme nonlinearity 
of the I-V curve results from the very weak cou piing between the 
charge carriers in the thermistors and the themlal phonons. We can 
describe this effect by an effective thermal conductance per unit 
volwne which we measure to be given by 

g",2.4 108 T5 W K-l m-3 
with T measured in Kelvin. At 20 mK, for our IxlxO.2 mm3 

thermistor, this gives a thermal conductance G",1.5 10-10 W K-l. 
Not only does such a mechanism satisfactorily describe the 

static nonlinearity of the I-V curves measured at base temperatures 
between 18mK and 40mK, but it also accounts for the dynamic 
behavior of the system observed when a small electrical pulse is 
applied to the thermistors. 

We have also shown that the thermal conductivity within the 
lattice itself due to -20mK thermal phonons is excellent 
(G >10-9 (T/20mK)3 W K-I). The long mean free path implied by 
this observation is in good agreement with the poor coupling 
between the phonons and the charge carriers. 

4) Preliminary results show that the effective heat capacity of 
the charge carriers varies rapidly with temperature. The two 
thermistors also appear to have different heat capacities, C. At a 
carrier temperature of 27 mK, thermistor a has C=3 10-13 J K-I 
while thermistor b has C=3 1O- 12J K-l. We do not as yet 
J.lIlderstand this discrepancy. 

The fundamental reason for the observed decoupling is 
presumably that the phase space available to an electron after an 
interaction with a very low energy phonon <",2JleV at 20mK) is 
extremely small. Therefore any transition probability is very small, 
even if the matrix element does not vary strongly with phonon 
energy. If this interpretation is correct, this would be a general effect 
roughly independent of the type of semiconductor thermistor used. 

The main practical consequences of our observation are that 
extrapolating down to low temperature does not increase the 
sensitivity of semiconductor thermistors as much as could have been 
hoped, and that calorimetry or more generally the measurement of a 
temperature rise at low temperature is very slow. 

On the other hand, if the phase space argument given above 
is correct, the detection of high energy phonons by these thermistors 
will not be significantly impeded and will be fast. The purpose of 
the experiments described in the present article was to test that 
proposition. 

. 3. Description of the setup. 
Since we intend eventually to use these sensors to detect 

particles, we have chosen to generate these high energy phonons9 
with 60 keY X-rays from an Americium 241 source, inciderit 
directly on the NID material. The alpha particles from the source are 
stopped by Imm of aluminium, which also attenuates the 18 and 
14keV X-ray lines so that they do not dominate the count rate. Note 
that ionization is also produced in the sample and this may 
complicate the analysis. However, as shown below in section 6, 
the effect of electrons and holes is expected to be small. 

Since our goal is to test whether high energy phonons couple 
directly to the charge carriers in the thermistors, we use two 
thermistors sharing the same lattice. One thermistor acts as the high 
energy phonon sensor while the other monitors the temperature of 
the lattice. For this particular experiment, we have chosen to 
thermally clamp the lattice as well as possible to the heat sink. In 
that way, the tl1ermalized phonons will mostly escape to the sink 
before having a chance to couple to the charge carriers. Thus our 
test is insensitive to the low temperature phonon component. 

The sample arrangement is shown in Fig. 1. The NTD Ge 
chip has the dimensions lx3x.2 mm3, and is cut out of uniformly 
doped material. Two sets of contacts on the chip form two 
thermistors. Both thermistors have an area of Imm2 and are 
separated by Imm so as to minimize the electrical cross talk. The 
contacts are made by implantation of boron (3 1014 cm-2) about 
2000 A deep from both sides, which provides uniform metallic 
contacts to the Ge. A layer of Pd approximately 200 A is sputtered 
onto the p+ boron layer and serves to bond the semiconductor to 
4000 A of Au sputtered, in turn, on top of the Pd. Electrical 
contact is then made to the Au (as described below.) The sample is 
thermally clamped by a Imm2 patch of silver epoxy. The measured 
conductance between the lattice and the sink is 10-9 W K-l at 20 
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Figure I. Schematic diagram showiilg the cOllfiRuralion (~r the 
th~rmally clamped douhle thermistor. The entire Ge chip is 
uniformly doped by neutron transmlllation. . 
mK. This clamp is below thermistor a. The conductive epoxy is 
isolated electrically from (but thermally connected to) a Cu sample 
holder by a copper-Kapton-copper sandwich (the Kapton thiekness 

is 200 Jlm and the Cu area is about lcm2) which is indium soldered 
to the sample holder. The holder is then screwed onto the mixing 
chamber (which is the coldest point) of a dilution refrigerator. In 
order to eliminate any extra heat loads to the sample, aluminum 

wires 17.5Jlm in diameter are bonded ultrasonically to the three Au 
patches that are not heat sunk; AI is superconducting at the 
operating temperatures and therefore allows little heat to flow 
through the wires to the sample; the thermal conductance of such a 
wire I cm long at 20 mK is only about 2 10-12 W/K. A Cu wire 

25 Jim in diameter is soldered with Sn-Pb alloy to the heat Slink 
patch. The sample is enclosed in a Cu box which is also. heat ~unk 
to the mixing chamber, and acts as an electromagnetIc shIeld. 
Figure 2 shows the configuration used to irradiatethennistor b. 

..,' 

Smm 

Figure 2_ Arrangement for collimating the 
themlistor a. -

Figure 3- shows the equivalent electriCal circuit for a 
thermistor in one of our measurements. The thermistors are biased 
through a large load resistort Rbias (=1070) which approximates a 
constant current bias. Since our thermistors are sensitive to powers 
of order 10-14 W, the refrigerator and all the amplifiers and the bias 
circuit are placed inside a screen room and powered by batteries. RF 
filters (with about lMHz cutoff frequency) are used on all the leads 
to the sample. In the simple arrilllgement used, the amplifiers are 
located outside of the refrigerator and each signal wire is affected by 
a significant stray capacitance to ground (Cs",660pf and 900pf for a 
and b respectively), limiting the rise· time of our signals to 

·approximately 150Jls. The capacitance between the 2 signal wires is 
also of the same order of magnitude and leads to an effective cross 
talk of 15% for pulses faster than 150~s. 

f 
·t 
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Figure 3. Equivalent electrical circuit for a thermistor in our 
experiment ' 

By injecting an \!lectric pulse through a small ca(!acitor (Cl), 
it is possible to calibrflte the response of th.e thermlst~r to the 
deposition of a ;!:iven en~rgy in t~e charge can:ters. In sectton 4 .we 
desctjbe how thIS allows us to esttmate the efficIency of the coupltng 
of the phonons to the charge carriers. 

4. Deposition of energy in the thermistor volume. 
In this section we consider the measurements made when 

thermistor b was irradiated directly by the X-ray source, as shown 
in Fig. 2. In this case the phonons produced in the X-ray interaction 
can themselves interact directly with charge carriers. These charge 
carriers can then be electrically collected. 

Figur« 4 shows an. example of pulses obtained in this 
configuration. The tempel1\ture of the thermal sink was 18 mK and 

. the bias current was 2 nA. 

Figure 4. Pulses from X-rays of 241Am incident on thermistor bat 
18 mK. We chose typical pulses corresponding to the two peaks 
shown ~n Figure 5. The vertical scale is 100 p,V/div, and the 
horizontal scale is 1 ms/div. 

The lise time of the pulses is limited by stray capacitances 
and indiaates a very fast coupling of at least some of the phonons to . 
the charge carriers (the coupling time, 1;, is shorter than 200~s.) 
Making use of our previous charge carrier heat capacity estimate of 
C';'3 10-12] K-l, we deduce an effective conductance between 
charge carriers anli high energy pl)onons G=C/'t > 1.5 iO-8WK-I. 
This is mQ~ than an order of magritude greater than the effective 
conductance we measured between the charge carriers and thermal 
phonons. 

In figure 5 we show the observed spectrum of pulse heights. 
The peak at 320 ~Y corresponds to 60 keY X-rays, and the peak at 
120 J.l.Y comes from the unresolved 14 and 18 keY X-rays. The 
width of the peaks is larger than the electronic noise. The shape of 
the peaks ~s also asymmetric, with a tail extending toward lower 
pulse heights_ This tail is an indication that there is an energy escape 
mechanism_ Npte that this spectrum does not give an indication of 
the. intrinsic resolution of our thermistors. For a proper 
measurement of the total energy deposition, the thermistor should 
not be thermally ~Iamped. Moreover, we did not use ultra-low noise 
amplifiers, and our setup was supje<;t to Strong microphonics. 
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Figure 5. Pulse height spectrwnfor a thermally clamped themlistor. 
241Am X-rays are incident directly on thermistor b. The NTD Ge 
chip is thermally clamped to the heat sink at 18 mK. The 
percentages are deduced from the attenuation in 1 mm of AI and the 
absorption in the Ge. 

Note finally, as shown in Figure 6, that no significant pulse 
is observed on the other thermistor, showing that the lattice, 
temperature does not change appreciably on the time scale shown. 

Figure 6. Simultalleous pulses 011 thermistor a (lower trace) alld 
thermistor b (upper trace) with X-rays incident on b_ The small 
sigllal ill a is entirely due to electrical cross talk. 

It is possible to compare the pulse height obtained with 
60keV X-rays to the pulse heights obtained with electrical pulsing 
using a capacitor at the same temperature and bias current.. The 
energy deposition is calculated from the energy stored tn the 
capacitor using the thennal model described in detail in ref) 2. This 
calculation takes into account the correction due to thermal feed­
back effectsJ4 , and also considers the leakage of energy to the heat 
sink duririg the pulse rise-time. The results are shown in figure 7. 
At 18 and 60 keY, we expected 260IlV ,U1d 650~Y respectively. and 
observed 120llV and 320~V~ Therefore the fast component 
represents about 50% of the total energy deposition. 
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Figure 7. Calibration a/thermistors a and bat J8mK. Pulse height 
is plotted as a/unction 0/ deposited energy. The energy is deposited 
by discharging a capacitor through the thermistor. 

Note that our sensors are quite sensitive. With a good 
amplifier having volt?e noise less than 1 n V I"Hz, such as the one 
we have developed! , the rms electronic noise at the adequate 
bandwidth of 1kHz is 30 nV. The energy deposition which would 
give a pulse height of 30 nV in thermistor a is 0.2 eV! Note, 
however, that the thermal fluctuations of the charge carriers would 
be of the order .of 1 e V. 

5. Deposition ortbe X-ray ellen:y between tbe 2 thermistors. 
We have also investigated the case where the X-rays irradiate 

the region between the two thermistors. In this case, the phonons 
have to travel through heavily doped material (remember that the 
whole lattice is uniformly doped) before reaching the thermistor, and 
are likely to be thenpalized before they can be detected. Figure 8 
shows typical pulses obtained in that configuration. Several remarks 
may be made: 

- Again the rise time is fast, especially for the largest 
pulses, which is another indication of good coupling. 

- The spectral lines are completely washed out. The 
spectrum is peaked at low pulse heighi, with no structure. We 
consider this fact to be evidence for a strong attenuation of the high 
energy phonons in the intervening Ge. In that case, the pulse height 
should be strongly dependent on the position of the interaction. 

- Usually a pulse is observed only on one thermistor, 
with pmctically no pulse seen on the other. Figure 9 gives examples 
of pulses observed simultaneously on the two thermistors. Note 
that the smaller pulses have slow rise times (the same effect is 
noticeable in figure 8.) 

Figure 8. Pulses, observed on thermistor a,from X-rays of 241Am 
incident on the region between the two thermistors. Note the spread 
in heigh!s compared to Figure 4. 
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Figure 9. Simultaneous pulses from themlistors a and b. The upper 
trace in each photograph is from thermistorb, and the lower trace is 
from thermistor a. The X-rays were incident on the region between 
the two thermistors. The pulse height appears to be dependent on 
the interaction distance from the thennistor. 

6. Interpretation .. 
The above results are most easily interpreted, within the 

framework of the model outlined in section 2, as evidence for 
excellent coupling between the phonons created in the X-ray 
interactions and the charge carriers in the NTD Ge. These phonons 
presumably interact with the carriers when they are still at high 
energy. In that case the phase space suppression which occurs at 
very low temperature is not operative. The evidence for this strong 
coupling is the following three facts: the fast rise time, the short 
absorption length in the material and the degradation of the rise time 
with small pulses. The short absorption length has to be contrasted 
with the long mean free path inferred for thermal phonons from 
excellent themlal conductance that was measured between the two 
thennistor areas. The slower rise-time observed after the phonons 
have traveled more than a few hundred microns is consistent either 
with a diffusion phenomenon or a lower effective energy of the 
phonons, and both effects are expected in the above picture. 

Our experiment remains incomplete for the time being. Four 
issues require further study. 

First, as emphasized earlier, we produce ionization in our 
sample (N~20,OOO electron-hole pairs),and that may playa role in 
the pulses. However, the effect is expected to be small. If the 
carrier drift velocity is v, the thickness of the sample d=2{)()/lm, and 
the charge of the electron q, their contribution to the current will be 
Nqv/d for a time d/v. Since we are approximately in a constant 
current configuration, the decrease of voltage will be RNqv/d with R 
being the thermistor resistance (R~ I Mil). The drift velocity v is 
unknown, but even if it is as slow as 20cm/s (i.e. a mobility of 400 
cm2 y-I s-I since our bias voltage is typically ImY) so as to 

." 
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contribute for a time dlv",IO-3s, the v~ltage'diff~rence would be . 
approximately 3 ~V. This is less than 1 % of oli[signaL If the drift 
velocity is much larger (as expected at our low temperature); the 
ionization signal is too fast tobe seen. Note also that the heat Q 

. generated by the drift of these charges is small, . .. . '.. 
Q=1O-3x20,OOO = 20eV. 

A second point is that we should recover the undetected 
energy as a temperature rise oCthe sample. This measurementis not .. 

'possible in our present experiment since the sample is well thermal Iv .' 
. clamped to the heat sink. We are currently planninga'second 

experiment to measure this component.. . '. '. .' 
Third, the difference in sensitivity and heat capacity between 

our two thermistors has to be understood, . 
. . Finally, we cannot estimate the energy of the ·active. 
phonons. It is not clear from our experiment, for example, whether 
or not the phonons are captured before they down-convert to an 
energy similar to that of a ballistic phonon propagating in pure Ge. . 
In order to test our inteIpretation, it is necessary to use a composite .' 
structure where the X-rays interact, for instance, in a pure crystal of 
Ge, properly coupled to a NTD Ge thermistor~ This is clearly the 
next step of our experimental program along the lines explained in 
the next section. . . . 

Since we have not studied other doping levels, or other 
materials at the same temperature, we cannot comment on the 
generality of the effects we observe. However, if the picture of the 
phase space suppression is correct, we expect these effects to be 
quitegenerai in semiconductor thermistors.' . 

7. Conclusion; implications for pnrticle defection. 
Pending the results of more. complet<: experiments, the 

following picture emerges. . :. . . 
Purely calorimetric measurements' with semiconductor 

thermistors attached to large crystals could be very sensitive at 
temperatures as low as 20 mK .. The thermistors we have studied 
also have the advantage, in this scheme, of having a very low heat 
capacity. However this method would be intrinsically slow because' 
of the time necessary for complete phonon thermalization, and 
because of the poor coupling between thermal phonons and the 
charge carriers in the thermistor. This last dfect iSclearlypresent in 
our NTD Ge thermis~ors. .,. . .. '.. . 

In contrast to this, the detection of ballistic phonons could in 
. principle be much faster and carry muchmoreinformation about the 
interaction. Our results show that NTD Ge thermistors could be very 
effective sensors. They are clearly sensitive to phononsof high 
energy which appear to couple. well with .chargecarriers in· the 
sensor: Further they absorb these phonons in a fraction of a 

. millimeter, and therefore act as efficient high energy phonon sinks. 
At the level of the present experiment they are fast, but it remains to 
be seen if they are fast enough to allow precise position 
measurt;ment by timing. Finally, the usefulness of these devices as 
high energy phonon sensors is completely dependent on the. 
demonstration that we can manufacture illl interface· with a pure 
crystal which does not thermalize these phonons. '. We have started 
an active development along those lines. 

Acknowledcemenls . . 
We are very grateful to John Clarke for the repeated use of 

his dilution refrigerator. We also thank Paul Luke for providing the 
241Am source, and H. Moseley, D. McCammon, B: Cabrera, H. 
Maris, O. Seidel, T~ Kenney, and P. Richards for valuable 
discussions. This work has been supported by the U.S; Department 
of Energy under contract DE-AC03-76SFOOO98. 

5 

UeferellceS 

lB. Sadoulet,"Cryogenic D~tectors of Particles:HopCs and 
Challenges", IEEE Trans. on Nucl. Sci.,NS-36, 47(1988). 

2M,W. Goodman and E. Witten,"Detectability of certain dark-
· matter cai1didates~', Phys.Rev.D.,31, 3059(1985). . 

. AK.Drukiei, K. Freese, D.N.Spergel, ,"Detecting Cold Dark 
'Matter Candidates", Phys.Rev.,D33, 3495(1986). 

B.Sadoulet,"Prospects for detecting dark mailer particles by elastic 
scattering", in ProCeedings of the 13th Texas Symposium on 

· RelativistiCAstrophysics,Chicago,Dec 14c 19, .. 
1986,Ulmer,M.L., Editor,(World Scientific,Singapore) 
p. 260(1987), . '. .' . .' 

J.R.Priniack, D.Seckel, B.Sadolilet,"Detection of Cosmic Dark 
. Matter", Ann.Rev.NucI.PaiI;S~i.,38, 751(1988). '.' 

.. 3 A.K.Drukier, L.Stodolsky,Phys: Rev:,D30, 2295(1984). 
B.Cabrera, L.M.Krauss, F.Wilczek,"Bolometric Detection of 

Neutrinos", Phys. Rev. Lett.,55, 25(1985). 
4D.McCan'imon,S.H.Moseley,J .C.Mlither,R.F.Mushotsky, . 

.. ". "Experimental Test of a Single-photon . Calorimeter for 
X~Ray Spectroscopy", J.AppI.Phys.,56(5), 

· 1263(1984). 
D.McCammon,M.Juda~ J.zhang, S.S.Holt, R.L.Kelley, 

· S.H.Moseley, AE.SzYmkowiak,"Thermal Detectors for 
High Resolution Spectroscopy",Proc. I 8th Int. Conf. 
On Low Tempera\urePhysics, Kyoto, 1987Jap. Journal of 
AppI.Phys.,26, Supplement 26-3, (1987). 

5 E.Fiorini this conference 
6B.Neuhauser, B.Cabrera, C.J.Mlirtoff,B.A.Young, "Acoustic 

· Detection of Single Particles for Neutrino Experiments 
and Dark Matter Searches", 1986 Applied Superconductivity 
Conference, '. Baltimore, Maryland,( 1986). 

. '7L.Krallss, M.Srednicki, F.Wilczek,"Solar System 
Constraints on D,u'k Matter Candidates",Phys. 
Rev.,D33~2079(l986). 

'See alsoSadoulet ref. 2. .' . 
8B.SadoiJlet,"Phonon Detection with Semiconductor Thermistors", • 

· in Proceedings of European Workshop on Low Temperature 
Devices for the Detection of Low EnergyNeutrinos and Dark 
Matter;Annecy (LAPP) France,May 2-6 1988,(In press, 

. LBL prepr'int 25275, (1988). . 
·9H.J.Maris ,"Design of Phonon Detectors for Neutrinos", in 

.. Phonon Scattering in Condensed Matter, cd A.C.Anderson 
and J.P.Wolfe, Springer-Verlag, New York,1986, pp404-
406 .' . . . 

lO'f.H.Peterreins, F.Probst, F.Von Feilitzsch, R.L.Mossbauer, 
.'. .. H.Kraus,"A new detector of Nuclear RadiationBased 

· on Ballistic Phonon Propagation ina Single Crystal at Low 
Temperatures", Phys. Lett. B,202, 161(1988).' 

lIE.E.Haller, N.P.Palaio, M.Rodder, W.L.Hansen, . 
E.Kreysa,"NTD Genuanium: A Novel Material For Low 
Temperature Bolometers", Infrared Physics, 
25,257(1985). 

12N.Wang, F.C.Wellstood,B.Sadoulet, E.E.Haller, J.Beeman, 
"Electrical and Thermal Properties of Neutron 

. Transmutation Doped Germanium at20 millikelvin" 
(submitted for publication) 

13N.Wang, B.Sadoulet, T.Schult, J.Beeman, E.E.Haller, ALange, 
I.Park, R.Ross, C.Stanton, H.Steiner .. "A 20mK 
Temperature sensor",IEEE Trans. in Nuclear Science,NS 
35, 55(1988). 

14J.C.Mather,"Bolometer Noise: Nonequilibrium Theory", 
Applied Optics,21, 1125(1982). 

J.C.Mather,"Bolometers: ultimate sensitivity, optimization, and 
'amplifier' coupling", Applied Optics,23, No4, 584(1984). 

15C.Stanton , B.Sadoulet; N.Madden (in preparation) 



-~. 

LA~NCEBERKELEYLABORATORY 

TECHNICAL INFORMA nON DEPARTMENT 
1 CYCLOTRON ROAD 

BERKELEY, CALIFORNIA 94720 

-~'f'P" ... ~ 


